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PRINTED WIRING BOARD

(57) An object of the present invention is to obtain a
printed wiring board in which corrosion of a copper foil
pattern is effectively prevented. A printed wiring board 1
includes a copper foil pattern 2 on a base material 1a, a
solder resist 3 uniformly provided on the copper foil pat-
tern 2 so as to cover the copper foil pattern 2, and an
outline character forming layer 5 provided in a part where
characters are not formed so that outline characters are

formed on the solder resist 3. A method of manufacturing
the printed wiring board 1 includes a step of forming the
copper foil pattern 2 on the base material 1a, a step of
uniformly forming the solder resist 3 on the copper foil
pattern 2 so as to cover the copper foil pattern 2, and a
step of forming the outline character forming layer 5 on
the solder resist 3. The solder resist 3 is formed by ap-
plying it by a spray method.
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Description

Field

[0001] The present invention relates to a printed wiring
board, an air conditioner, and a method of manufacturing
a printed wiring board.

Background

[0002] Conventionally, when a printed wiring board is
manufactured, characters are printed on the printed wir-
ing board by forming a copper foil pattern on a base ma-
terial, applying and forming a solder resist on the copper
foil pattern by printing, and forming a pattern of a char-
acter printing layer on the solder resist. However, when
the solder resist is applied and formed on the copper foil
pattern by printing, shoulders are angulated at the cor-
ners of the copper foil pattern, and the solder resist be-
comes thin or the copper foil pattern is exposed. This
may cause corrosion of the copper foil pattern on the
printed wiring board. On the other hand, another method
of manufacturing the printed wiring board can be consid-
ered. In the method, the characters are printed on the
printed wiring board by applying and forming the solder
resist on the copper foil pattern by printing and forming
the pattern of the character printing layer on the solder
resist and a corrosion coating layer is applied and formed
on the entire surface with a coating agent after compo-
nents have been mounted.
[0003] Patent Literature 1 which is an example of prior
art discloses a technique for preventing the corrosion of
the copper foil pattern by printing the character after the
solder resists are applied and formed on the copper foil
pattern twice.

Citation List

Patent Literature

[0004] Patent Literature 1: Japanese Patent Applica-
tion Laid-Open No. H4-314384

Summary

Technical Problem

[0005] However, according to the above conventional
technique, it is necessary to apply and form the corrosion
coating layer on the entire surface or apply and form the
solder resists for a plurality of times, and the manufac-
turing process becomes complicated. Therefore, there
has been a problem in that it has been difficult to effec-
tively prevent the corrosion of the copper foil pattern.
[0006] The present invention has been made in view
of the above, and a purpose of the present invention is
to obtain a printed wiring board in which corrosion of a
copper foil pattern is effectively prevented.

Solution to Problem

[0007] In order to solve the aforementioned problem
and achieve the object, a printed wiring board according
to the present invention includes: a copper foil pattern on
a base material; a solder resist uniformly provided on the
copper foil pattern so as to cover the copper foil pattern;
and an outline character forming layer provided on a por-
tion where characters are not formed so as to form outline
characters on the solder resist.

Advantageous Effects of Invention

[0008] The printed wiring board according to the
present invention has an effect such that corrosion of a
copper foil pattern is effectively prevented.

Brief Description of Drawings

[0009]

FIG. 1 is a top view illustrating details of a printed
wiring board according to an embodiment.
FIG. 2 is an enlarged top view illustrating an encircled
portion illustrated in FIG. 1.
FIG. 3 is a cross-sectional view illustrating a cross
section.
FIG. 4 is a cross-sectional view of a comparative
example corresponding to FIG. 3.
FIG. 5 is a flowchart illustrating an exemplary man-
ufacturing process of the printed wiring board ac-
cording to the embodiment.
FIG. 6 is a top view illustrating a pattern of the printed
wiring board according to the embodiment.
FIG. 7 is a top view illustrating a copper foil pattern
according to the embodiment.
FIG. 8 is a top view illustrating a pattern of a solder
resist according to the embodiment.
FIG. 9 is a top view illustrating a pattern of a character
layer in the comparative example.
FIG. 10 is a top view illustrating a pattern of an outline
character forming layer according to the embodi-
ment.
FIG. 11 is a schematic top view illustrating an outdoor
unit of an air conditioner in which the printed wiring
board according to the embodiment has been ar-
ranged.
FIG. 12 is a schematic front view illustrating the out-
door unit of the air conditioner in which the printed
wiring board according to the embodiment has been
arranged.

Description of Embodiments

[0010] Hereinafter, a printed wiring board, an air con-
ditioner, and a method of manufacturing a printed wiring
board according to an embodiment of the present inven-
tion will be described in detail with reference to the draw-
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ings. The present invention is not limited to the embodi-
ment.

Embodiment.

[0011] FIG. 1 is a top view illustrating details of a printed
wiring board 1 according to the present embodiment.
FIG. 2 is an enlarged top view of an encircled portion
illustrated in FIG. 1. FIG. 3 is a cross-sectional view il-
lustrating a cross section. FIG. 4 is a cross-sectional view
of a comparative example corresponding to FIG. 3.
[0012] On the printed wiring board 1 illustrated in FIG.
1, a solder resist 3 is applied and formed on a copper foil
pattern 2 provided on a base material 1a by a spraying
method with a white ink, and an outline character forming
layer 5 of the solder resist 3 is applied and formed with
a green ink by printing. Therefore, the appearance of the
formed characters is white, and a part where no character
has been formed is green. The appearance similar to that
in a case where the solder resist of the printed wiring
board is applied and formed with the green ink by printing
and the characters are applied and formed with the white
ink by printing as conventional can be obtained. Conse-
quently, it is possible to perform an operation for visually
confirming a soldering condition used in a conventional
manufacturing process as conventional, and a conven-
tional color identification program of an appearance in-
spection device can be used without any change. There-
fore, it is possible to apply the printed wiring board 1 to
the conventional manufacturing process while the chang-
es to the conventional manufacturing process is sup-
pressed as much as possible.
[0013] Furthermore, on the printed wiring board 1 illus-
trated in FIG. 1, the solder resist 3 covers the copper foil
pattern 2. Therefore, it is not necessary to provide a coat-
ing layer 8 applied and formed to cover the entire surface
as in the comparative example illustrated in FIG. 4 or it
is possible to reduce a forming area of the coating layer
8 than the comparative example. Therefore, an applying
and forming time of the coating layer 8 is reduced, a time
required for a production process can be shortened, and
productivity can be improved.
[0014] In the printed wiring board 1 illustrated in FIG.
1, it is not necessary to provide the coating layer 8 applied
and formed to cover the entire surface as described
above or it is possible to reduce the forming area of the
coating layer 8. Therefore, at the time of designing the
copper foil pattern 2 on the printed wiring board 1, re-
striction caused by a coating device nozzle which is con-
siderable when the coating layer 8 is applied and formed
is eliminated or reduced, and a degree of freedom in de-
signing of the copper foil pattern 2 is increased.
[0015] Conventionally, the coating layer 8 has been
formed of a coating agent after components have been
mounted to prevent corrosion. The conventional coating
agent has high viscosity and, the thickness of the applied
coating agent cannot be made to be uniform. When the
coating agent has been applied to the printed wiring

board before the components have been mounted, the
surface of the printed wiring board has become uneven,
and the coating agent has dripped off. Therefore, it has
been difficult to mount the components after the conven-
tional coating agent has been applied. Therefore, the
coating agent has been applied after the components
have been mounted. However, there are some compo-
nents to which the coating agent can be applied and some
components to which the coating agent cannot be ap-
plied. It has been necessary to apply the coating agent
as avoiding the components that should not be coated
with the coating agent. A connector can be exemplified
as the component that should not be coated with the coat-
ing agent. The application of the coating agent to the
connector causes a contact failure. In the device for ap-
plying the coating agent, since an operation of a coating
nozzle is restricted in the vertical direction and the hori-
zontal direction, it is necessary to separately arrange
components to which the coating agent can be applied
and components to which the coating agent cannot be
applied according to the movement of the nozzle. How-
ever, according to the present embodiment, since the
corrosion countermeasure has been already applied to
the entire printed wiring board before the components
are mounted, the restriction in the arrangement of the
component is not required. Therefore, the degree of free-
dom in designing of the copper foil pattern 2 is increased.
Although the width of the copper foil pattern at a place
where the coating nozzle cannot reach has been con-
ventionally widened to prevent the corrosion, such a re-
striction is no more required according to the present
embodiment. Therefore, the degree of freedom in de-
signing of the copper foil pattern 2 is greatly increased.
[0016] Next, an exemplary manufacturing process of
the printed wiring board 1 according to the present em-
bodiment will be described. FIG. 5 is a flowchart illustrat-
ing an exemplary manufacturing process of the printed
wiring board 1 according to the present embodiment.
First, the processing starts and a base material is cut
(S1) to obtain a base material 1a on which the printed
wiring board 1 is formed. Here, the base material 1a is
cut into an appropriate size that can be processed in a
factory facility. As the base material 1a, a base material
can be exemplified the copper foil has been attached on
the entire surface of the base material in which an epoxy
resin has been penetrated into a paper phenol material
or a glass cloth.
[0017] Next, the copper foil pattern 2 is formed by re-
moving the copper foil other than a part necessary for
forming a circuit by the copper foil pattern, that is, a part
of the copper foil by dissolving it with a solvent (S2). Here,
CuCl2, that is, cupric chloride can be exemplified as the
solvent for dissolving and removing a part of the copper
foil. However, the solvent is not limited to cupric chloride.
[0018] The copper foil pattern 2 is formed by attaching
a laminated dry film including a photosensitive compo-
nent to the copper foil and then performing exposure by
laminating an exposure film for forming 2 the copper foil
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pattern on the laminated dry film. In the exposure film,
there are a black portion which shields light and a trans-
parent portion which transmits light. In the portion over-
lapped with the transparent portion, ultraviolet rays are
irradiated at the time of the exposure, and the photosen-
sitive component of the laminated dry film reacts to the
ultraviolet rays. In the portion overlapped with the black
portion, the photosensitive component does not react to
the ultraviolet rays, and the laminated dry film is removed
at the time of development in the subsequent process.
By performing the development processing after the ex-
posure, the laminated film remains on the exposed por-
tion, and the laminated film at the other portion is re-
moved. Subsequently, by making the base material 1a
pass through a tank of acid cupric chloride, the copper
foil on the portion overlapping with the portion where the
laminated dry film has been removed is removed, and
the portion of the copper foil where the laminated dry film
exists is protected to remain. Subsequently, the base ma-
terial 1a passes through an alkali caustic soda tank to
remove the remaining laminated film. However, the meth-
od of forming the copper foil pattern 2 is not limited there-
to, and the copper foil pattern 2 may be formed by a
printing method or other photographic method.
[0019] Next, the solder resist 3 is uniformly applied to
the entire base material 1a (S3). Here, the solder resist
3 is applied by a spray method. The solder resist 3 can
protect a part of the copper foil pattern 2 to be formed
later which should be prevented from having contact with
the solder, protect the copper foil pattern 2 from other
foreign matters such as dusts, prevent oxidation corro-
sion of the copper foil pattern 2, and improve insulation
properties.
[0020] Next, the base material 1a on which the solder
resist 3 has been formed is temporarily heated and dried
(S4). As described above, the portion to be soldered is
exposed and developed in a later process to remove the
solder resist 3. The exposure is performed by laminating
the exposure film and irradiating the laminated film with
ultraviolet rays. In this process, to laminate the exposure
film, it is necessary to cure the ink. This is because in a
case where the ink is not cured, the ink of the solder resist
3 adheres to the exposure film. Therefore, here, a heating
and drying process for curing the ink of the solder resist
3 so that the ink of the solder resist 3 is not attached to
the exposure film is referred to as temporary heating and
drying. However, when the ink of the solder resist 3 is
excessively cured, unnecessary solder resist 3 cannot
be removed by the development in the subsequent proc-
ess. Therefore, the ink is dried to be in a semi-cured state.
[0021] Then, the exposure is performed to form a pat-
tern of the solder resist 3 on the temporarily heated and
dried base material 1a (S5). That is, as described above,
the exposure is performed by laminating the exposure
film on the temporarily heated and dried base material
1a and irradiating the laminated film with ultraviolet rays.
The exposure film has a black portion and a transparent
portion. Since the black portion shields light, the semi-

cured ink of the solder resist 3 overlapping with the black
portion is not exposed. The semi-cured ink of the solder
resist 3 overlapping with the transparent portion is ex-
posed, and the photosensitive component included in the
ink of the solder resist 3 is reacted. Although the portion
in which the photosensitive component has reacted is
fixed to and remains on the base material 1a as the solder
resist 3, a portion overlapping with the black portion in
which the photosensitive component is not reacted is re-
moved by the development in the subsequent process.
Then, the copper foil pattern 2 is exposed and becomes
a solderable part.
[0022] Next, the semi-cured ink of the solder resist 3
in a portion necessary for development and soldering is
removed from the exposed base material 1a (S6).
[0023] Next, outline characters are printed on the base
material 1a from which the semi-cured ink of the solder
resist 1 on the portion to be soldered has been removed
(S7). Then, final heating and drying is performed (S8),
and press outline processing is performed (S9). At the
time of the outline character printing in S7, the outline
characters are formed by printing with a character print-
ing ink. The outline character formed here includes a
number to be used for verifying parts and circuit dia-
grams, various standard numbers, and characters re-
quired for development tests, manufacture and service.
In the final heating and drying in S8, the semi-cured ink
of the solder resist 3 and the character printing ink are
cured. The final heating and drying is performed at a tem-
perature higher than the temporary heating and drying.
Then, in the press outline processing in S9, the base
material 1a is molded by press working to have a size
suitable for incorporation into a product by using a metal
mold. As a result, printing margins and alignment marks
used for printing by a printing machine are removed. Fur-
thermore, to improve the production efficiency, in a case
where a plurality of printed wiring boards 1 is printed at
a time, that is, in a case where the base material 1a is
processed into the plurality of printed wiring boards 1,
the base material 1a is cut into pieces by the press outline
processing in S9.
[0024] Next, electrical disconnection and short circuit
of the pattern are confirmed by conducting an electrical
inspection on the base material 1a after the press outline
processing has been performed (S10). That is, whether
the short circuit and the electrical disconnection occur in
the copper foil pattern 2 is confirmed by the electrical
inspection performed by applying a pin relative to the
base material 1a which has processed into the size which
can be incorporated into the product.
[0025] Next, preflux is applied (S11) to prevent oxida-
tion of the copper foil pattern 2 and to secure solderability
of solder 7. That is, after the electrical inspection, the
preflux is attached on the surface of the copper foil pattern
2 so that the solder is smoothly wet at the time of soldering
while the oxidation of the exposed portion of the copper
foil pattern 2 is prevented.
[0026] Finally, an appearance is inspected (S12), and
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the processing is terminated. In the appearance inspec-
tion in S12, scratches or cracks on the surface of the
printed wiring board 1 are confirmed.
[0027] FIG. 6 is a top view illustrating the pattern of the
printed wiring board 1 according to the present embodi-
ment. FIG. 7 is a top view illustrating the copper foil pat-
tern 2 according to the present embodiment. FIG. 8 is a
top view illustrating the pattern of the solder resist 3 ac-
cording to the present embodiment. FIG. 9 is a top view
illustrating a pattern of a character layer 4 in the compar-
ative example. FIG. 10 is a top view illustrating a pattern
of the outline character forming layer 5 according to the
present embodiment. In FIGS. 7 to 10, the top views of
the patterns formed on the printed wiring board 1 are
respectively illustrated.
[0028] The copper foil pattern 2 is formed on the printed
wiring board 1. The solder resist 3 is uniformly formed
on the copper foil pattern 2 to cover the copper foil pattern
2. Here, as a method of uniformly forming the solder resist
3, application of the solder resist 3 by the spray method
can be exemplified.
[0029] In addition, the outline character forming layer
5 is formed and the outline characters are formed on the
solder resist 3, and most part of the copper foil pattern 2
is covered with the solder resist 3 and the outline char-
acter forming layer 5. The copper foil pattern 2 is protect-
ed by two layers.
[0030] Also, on the surface of the printed wiring board
1, a surface mounting component 6 and discrete com-
ponents to be automatically mounted and a manual in-
sertion part (not illustrated) are disposed, and these parts
are fixed by the solder 7 as described later. The surface
mounting component 6 is a mount-type automatic mount-
ing component of which an electrode has a planar shape,
and a chip component resistance, a chip component ca-
pacitor, and a chip component diode can be exemplified
as the surface mounting component 6. The discrete com-
ponent is an automatic mounting component to be insert-
ed into a lead-type component hole, and a discrete re-
sistor, a discrete capacitor, and a discrete diode can be
exemplified as the discrete component. A large capacity
resistor, a hybrid IC, a transformer, a coil, a large capacity
semiconductor, and a large capacitor can be exemplified
as the manual insertion part.
[0031] The main feature of the printed wiring board 1
is that the solder resist 3 and the outline character forming
layer 5 are formed. The solder resist 3 is formed by being
uniformly applied on the copper foil pattern 2 by the spray
method. The outline character forming layer 5 is applied
on the solder resist 3 by a printing method with the outline
characters. The portion where the outline character form-
ing layer 5 has been formed is a portion on which the
characters are not formed, and the portion where the
outline character forming layer 5 has not been formed is
a portion on which the characters are formed. It is pref-
erable that the solder resist 3 be a white layer coated and
formed by the spray method with the white ink and the
outline character forming layer 5 be a green layer coated

and formed by printing with the green ink.
[0032] As described above, by forming and uniformly
applying the solder resist 3 by the spray method, reduc-
tion in the thickness of a part of the copper foil pattern 2
and the exposure of the copper foil pattern 2 can be pre-
vented. Therefore, the copper foil pattern 2 can be pro-
tected from outside moisture, and corrosion can be pre-
vented. In addition, edge portions of the copper foil pat-
tern 2 can be protected.
[0033] As described above, by applying and forming
the outline character forming layer 5 on the solder resist
3 coated and formed by the spray method, the copper
foil pattern 2 other than a region overlapping with the
character part is protected by two layers, i.e., the solder
resist 3 and the outline character forming layer 5. There-
fore, the copper foil pattern 2 can be more strongly pro-
tected from outside moisture than a case of being pro-
tected by a single layer, that is, the solder resist 3, and
the corrosion can be more effectively prevented.
[0034] As described above, according to the present
embodiment, the solder resist 3 is uniformly applied and
formed by the spray method on the copper foil pattern 2
of the printed wiring board 1, and the outline character
forming layer 5 is applied on the solder resist 3. With this
process, most part of the copper foil pattern 2 is protected
by two layers, i.e., the solder resist 3 and the outline char-
acter forming layer 5. Here, a region which is not protect-
ed by the two layers including the solder resist 3 and the
outline character forming layer 5 includes a region of the
character part of the outline character forming layer 5
and a region to be soldered. Therefore, corrosion of the
copper foil pattern 2 caused by a change due to aging is
effectively prevented, and the forming area of the coating
layer 8 which has been formed on the entire surface to
prevent the corrosion is reduced so that the degree of
freedom in designing of the copper foil pattern 2 can be
increased.
[0035] Next, an application example of the printed wir-
ing board according to the present embodiment will be
described. FIG. 11 is a schematic top view illustrating an
outdoor unit of an air conditioner in which the printed
wiring board according to the present embodiment has
been arranged. FIG. 12 is a schematic front view illus-
trating the outdoor unit of the air conditioner in which the
printed wiring board 1 according to the present embodi-
ment has been arranged.
[0036] An outdoor unit 9 illustrated in FIGS. 11 and 12
includes a blower chamber 10 having a blower fan 10a,
and a compressor chamber 11 having a compressor 11a
and a flat electrical component box 12. The electrical
component box 12 incorporates the printed wiring board
1 having a surface, on which electrical components 12a
are mounted, facing downward and a surface, which has
the copper foil, facing upward.
[0037] The electrical component box 12 storing the
printed wiring board 1 is arranged above the compressor
11a of the compressor chamber 11. In the printed wiring
board 1, it is possible to reduce the width the copper foil
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pattern which has been formed to be wide to prevent
corrosion. Therefore, the printed wiring board 1 can be
miniaturized. As a result, the electrical component box
12 can also be miniaturized, and the electrical component
box 12 can be easily arranged above the compressor
11a. Furthermore, a cooling air passage can be easily
secured.
[0038] Therefore, the electrical component box 12 in
which the printed wiring board 1 is arranged can be
formed in a flat shape in the height direction, and the
electrical component box 12 of the compressor chamber
11 is formed in a flat shape so that an arrangement space
can be reduced. Therefore, the degree of freedom of in-
corporating other component spaces is improved, and
assembly work is facilitated. Furthermore, as described
above, the corrosion of the printed wiring board 1 is pre-
vented and the corrosion generated by a change due to
aging is suppressed. Therefore, the quality of the air con-
ditioner can be improved.
[0039] In the conventional printed wiring board, to pre-
vent a change caused by aging due to the use environ-
ment so as not to cause the corrosion on the copper foil
pattern, it has been necessary to apply and form the coat-
ing layer on the entire surface by the coating agent under
the restriction in complicated design and manufacturing.
However, according to the present embodiment de-
scribed above, the corrosion of the copper foil pattern
can be effectively prevented, and the restrictions in the
design of the printed wiring board can be reduced. Fur-
thermore, the restriction on the manufacturing is reduced.
That is, in spite of simplification of the manufacturing
process than a conventional one, it is possible to prevent
the exposure of the copper foil pattern and to prevent the
corrosion of the copper foil pattern. The reason why the
manufacturing process can be simplified is because an
application area of the coating layer can be reduced since
it is not necessary to apply and form the coating layer on
the entire printed wiring board and it is not necessary to
apply and form the solder resist for a plurality of times.
[0040] As described above, by forming the solder resist
by using the white ink and forming the outline character
forming layer by using the green ink, the colors in the
appearance of the printed wiring board is the same as
those of the conventional printed wiring board. Therefore,
it is possible to conduct a visual and conventional sol-
dering state confirmation work during the conventional
manufacturing process as before, and it is also possible
to use the conventional color identification program of
the appearance inspection device without any change.
Therefore, it can be applied while suppressing changes
to the conventional manufacturing process. A thermoset-
ting ink is used for the ink, and it is preferable that the
manufacturing process include a step of heating process-
ing for curing the thermosetting ink.
[0041] The structures illustrated in the above embod-
iment indicate exemplary contents of the present inven-
tion and can be combined with other known technique.
Furthermore, the structures illustrated in the embodiment

can be partially omitted or changed without departing
from the scope of the present invention.

Reference Signs List

[0042] 1 printed wiring board; 1a base material; 2 cop-
per foil pattern; 3 solder resist; 4 character layer; 5 outline
character forming layer; 6 surface mounting component;
7 solder; 8 coating layer; 9 outdoor unit; 10 blower cham-
ber; 10a blower fan; 11 compressor chamber; 11a com-
pressor; 12 electrical component box; 12a electrical com-
ponent.

Claims

1. A printed wiring board comprising:

a copper foil pattern on a base material;
a solder resist uniformly provided on the copper
foil pattern so as to cover the copper foil pattern;
and
an outline character forming layer provided on
a portion where characters are not formed so as
to form outline characters on the solder resist.

2. The printed wiring board according to claim 1, where-
in
the solder resist is white, and
the outline character forming layer is green.

3. An air conditioner wherein
an electrical component box storing the printed wir-
ing board according to claim 1 or 2 is arranged above
a compressor in a compressor chamber.

4. A method of manufacturing a printed wiring board,
comprising:

a step of forming a copper foil pattern on a base
material;
a step of uniformly forming a solder resist on the
copper foil pattern so as to cover the copper foil
pattern; and
a step of forming an outline character forming
layer on the solder resist, wherein
the solder resist is formed by applying the solder
resist by a spray method.

5. The method of manufacturing a printed wiring board,
according to claim 4, wherein
the solder resist is formed by using a white ink, and
the outline character forming layer is formed by using
a green ink.

6. The method of manufacturing a printed wiring board,
according to claim 4 or 5, wherein
the solder resist and the outline character forming
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layer are formed by using a thermosetting ink,
the method further comprising:
a step of heating processing for curing the solder
resist and the outline character forming layer.
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