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©  Polymer  compositions. 

©  A  polymer  composition  contains  a  polyaryl- 
ketone,  a  polyarylsulphone  and  a  polyimide.  The 
polyketone  may  be  a  polyaryletheretherketone,  and 
the  polyarylsulphone  may  be  a  polyarylethersul- 
phone.  The  polyimide  may  be  a  polyetherimide  in 
which  the  repeating  group  contains  the  unit 

Df  poiyetnenmiae  rorms  a  mixture  wun  yuuu  uum- 
Datibility,  has  a  high  glass  transition  temperature  and 
retains  a  melting  point  close  to  that  of  the 
polyaryletheretherketone. 
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The  composition  contains  at  least  5%  by  weight  of 
^"the  polyarylketone  and  the  polyarylsulphone  and  at 
JJj  least  10%  of  the  polyimide.  The  proportion  of  the 

polyarylketone  is  preferably  30  to  70%  by  weight. 
®The  proportion  of  polyarylsulphone  is  preferably  15 
Q.to  40%  by  weight.  The  proportion  of  polyimide  is 

preferably  10  to  30%  by  weight.  A  composition  of 
60%  by  weight  of  polyaryletheretherketone;  20%  by 
weight  of  polyarylethersuiphone  and  20%  by  weight 

xerox  uopy  uentre 



European  Patent  1Drt„CA  tl  MA  n ^   .  App„ca„on  number 
U n f   Qffjce  EUROPEAN  SEARCH  REPORT 

DOCUMENTS  CONSIDERED  TO  BE  RELEVANT EP  8 6 3 0 5 8 3 2 . 7  

uaiegory Citation  01  document  with  indication,  where  appropriate, of  relevant  passages 
Helevant 
to  claim 

CLASSIFICATION  OF  THE 
APPLICATION  (Int.  CM) 

Y EP  -  Al  -  0  091  117  (GENERAL  E L E C -  
TK±U  (JUMP  ANY  ) 

*  C l a i m s ;   page   9,  l i n e s   8 - 1 7 ;  
page   10,  l i n e s   1 6 - 3 6   * 

GB  -  A  -  2  108  983  (THE  GLACIER 

1 - 4 ,  
7 - 1 4  

METAL  COMPANY  LIMITED)  
*  Page  1,  l i n e s   1 1 - 1 9   * 

1 , 2 , 4 -  
6 

1  ne  present  searcn  report  has  oeen  drawn  up  tor  all  claims 

C  08  L  8 1 / 0 6  

C  08  L  7 9 / 0 8  

C  08  L  7 1 / 0 0  

C  08  L  7 3 / 0 0  

H  01  B  3 / 2 2  

TECHNICAL  FIELDS 
SEARCHEO(lnt.CM) 

2  08  L  7 1 / 0 0  

1  08  L  7 3 / 0 0  

2  08  L  7 9 / 0 0  

]  08  L  8 1 / 0 0  

H  01  B  3 / 0 0  

nace  01  searcn 
VIENNA 

Date  of  completion  of  the  search 
1 9 - 0 9 - 1 9 8 8  

Examiner 
WEIGERSTORFER 

CAIhliORY  Or  CITED  DOCUMENTS 
X  :  particularly  relevant  if  taken  alone 
Y  :  particularly  relevant  if  combined  with  another 

document  of  the  same  category A  :  technological  background 0  :  non-written  disclosure 
P  :  intermediate  document 

T  :  theory  or  principle  underlying  the  invention 
E  :  earlier  patent  document,  but  published  on.  or 

after  the  filing  date 
D  :  document  cited  in  the  application 
L  :  document  cited  for  other  reasons 
&  :  member  of  the  same  patent  family,  corresponding 

document 


	bibliography
	search report

