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Description

Technical Field

[0001] This invention relates to a countercurrent direct-
heating heat exchanger. More specifically, this invention
relates to a countercurrent direct-heating heat exchanger
that exchanges heat by making a heating target fluid and
a heating medium contact each other directly while flow-
ing the heating target fluid into the heat exchanger from
an upper part thereof and flowing the heating target fluid
out of the heat exchanger from a lower part thereof, and
simultaneously, flowing the heating medium into the heat
exchanger from a lower part thereof and flowing the heat-
ing medium out of the heat exchanger from an upper part
thereof.

Background Art

[0002] High-temperature and pressure sulfuric acid
leaching, which is high pressure acid leaching (HPAL)
using sulfuric acid, is known as hydrometallurgy to re-
cover a valuable metal such as nickel or cobalt, etc. from
a low-grade nickel oxide ore represented by a limonite
ore, etc.
[0003] Hydrometallurgy by means of high-temperature
and pressure sulfuric acid leaching includes a pretreat-
ment step and a high-temperature and pressure sulfuric
acid leaching step. In the pretreatment step, a nickel ox-
ide ore is crushed and classified to manufacture an ore
slurry. In the high-temperature and pressure sulfuric acid
leaching step, the ore slurry is charged into an autoclave
and then leaching process is performed under a leaching
condition such as a temperature or a pressure selected,
as necessary.
[0004] To maintain a high leaching rate, a temperature
from about 200 to about 300°C is generally selected as
a condition for leaching in the autoclave. Meanwhile, the
ore slurry manufactured in the pretreatment step is
placed at a temperature substantially the same as an
outside air temperature. Hence, charging the ore slurry
at this temperature as it is into the autoclave not only
reduces a temperature in the autoclave to reduce a leach-
ing rate but also causes an unstable temperature condi-
tion to make it difficult to produce stable leaching reaction.
A responsive method having been employed is to make
the temperature of the ore slurry approach a temperature
in the autoclave by preheating the ore slurry and then
charge the preheated ore slurry into the autoclave.
[0005] A countercurrent direct-heating heat exchanger
is used as a preheating facility for an ore slurry (patent
literature 1). The countercurrent direct-heating heat ex-
changer exchanges heat by making a heating target fluid
(ore slurry) and a heating medium (water vapor) contact
each other directly while flowing the heating target fluid
into the heat exchanger from an upper part thereof and
flowing the heating target fluid out of the heat exchanger
from a lower part thereof, and simultaneously, flowing

the heating medium into the heat exchanger from a lower
part thereof and flowing the heating medium out of the
heat exchanger from an upper part thereof.

Prior Art Literature

Patent Literature

[0006] Patent Literature 1: Japanese Patent Applica-
tion Publication No. 2010-25455
[0007] A heat exchanger according to the preamble of
claim 1 is known from document US 2019/0019422.

Summary of Invention

Problem to be Solved by Invention

[0008] Using the countercurrent direct-heating heat
exchanger for hearing an ore slurry may cause wear of
the side wall of a container of the countercurrent direct-
heating heat exchanger by the ore slurry.
[0009] In view of the foregoing circumstances, this in-
vention is intended to provide a countercurrent direct-
heating heat exchanger capable of suppressing wear of
a container caused by a heating target fluid.

Means of Solving Problem

[0010] A countercurrent direct-heating heat exchanger
according to the invention includes: a container; a supply
pipe arranged horizontally in the container and through
which a heating target fluid is supplied; an inlet provided
at an end portion of the supply pipe and having an open-
ing pointed vertically downwardly; a flow guide connected
to the inlet; and an umbrella-shape distribution plate hav-
ing a top arranged vertically below the flow guide. The
flow guide includes: a cylindrical body; and a guide plate
provided in the cylindrical body. The guide plate is ar-
ranged so as to partition the interior of the cylindrical body
into a flow path upstream of the supply pipe and a flow
path downstream of the supply pipe and has an upper
end protruding into the supply pipe. The flow guide in-
cludes a partitioning member that partitions the interior
of the cylindrical body into a plurality of flow paths ex-
tending along the center axis of the cylindrical body. A
slit is formed at the cylindrical body. The partitioning
member includes an insertion plate, and the insertion
plate is inserted into the slit and the slit and the inserted
insertion plate are welded.
[0011] The countercurrent direct-heating heat ex-
changer according to a second embodiment is charac-
terized in that, the flow guide includes a plurality of the
guide plates.
[0012] The countercurrent direct-heating heat ex-
changer according to a third embodiment is character-
ized in that, the guide plate is tilted from the center axis
of the cylindrical body so as to tilt the upper end of the
guide plate downstream of the supply pipe.
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[0013] The countercurrent direct-heating heat ex-
changer according to a fourth embodiment is character-
ized in that, the partitioning member includes a blocking
member arranged on the center axis of the cylindrical
body and blocking the flow of the heating target fluid.
[0014] The countercurrent direct-heating heat ex-
changer according to a fifth embodiment is characterized
in that, the umbrella-shape distribution plate is covered
by a sacrificial member at the top and the vicinity of the
top.
[0015] The countercurrent direct-heating heat ex-
changer according to an sixth embodiment is character-
ized in that, the flow guide is connected in a removable
manner to the inlet.
[0016] The countercurrent direct-heating heat ex-
changer according to a seventh embodiment is charac-
terized in that, a distance between an opening of the flow
guide and the top of the umbrella-shape distribution plate
is from 1. 1 to 1.3 times the diameter of the flow guide.

Advantageous Effects of Invention

[0017] According to the invention, the upper end of the
guide plate protrudes into the supply pipe. Thus, the flow
rate of the heating target fluid to be introduced into the
upstream-side flow path can be increased. This allows
suppression of flow rate deflection of the heating target
fluid, so that the heating target fluid can be distributed
uniformly in all directions of the umbrella-shape distribu-
tion plate. As a result, the amount of the heating target
fluid to contact the side wall of the container is not in-
creased locally to allow suppression of the wear of the
container caused by the heating target fluid. Directional
deflection of the heating target fluid can be suppressed
by the partitioning member. Thus, the heating target fluid
flows down to the top or the vicinity of the top of the um-
brella-shape distribution plate and is distributed uniformly
in all directions of the umbrella-shape distribution plate.
As a result, the amount of the heating target fluid to con-
tact the side wall of the container is not increased locally
to allow suppression of the wear of the container caused
by the heating target fluid. The tight joint by fitting and
welding between the cylindrical body and the partitioning
member can function to stand against resistance pro-
duced by the flow of the heating target fluid to reduce the
probability of damage of the flow guide.
[0018] According to the second embodiment, by the
provision of the plurality of guide plates in the flow guide,
the flow rate of the heating target fluid can be controlled
in fine sections to achieve a more uniform flow rate of
the heating target fluid.
[0019] According to the third embodiment, the guide
plate is tilted so as to tilt the upper end of the guide plate
downstream. Thus, a flow velocity in the upstream-side
flow path can be increased, while a flow velocity in the
downstream-side flow path can be reduced. By doing so,
the flow rate deflection of the heating target fluid can be
suppressed.

[0020] According to the fourth embodiment, the flow
velocity of the heating target fluid vertically below the
blocking member is restricted. As a result, collision of the
heating target fluid with the top of the umbrella-shape
distribution plate can be weakened to allow reduction in
damage of the umbrella-shape distribution plate.
[0021] According to the fifth embodiment, the sacrificial
member receives impact caused by flowing down of the
heating target fluid. In this way, wear of the umbrella-
shape distribution plate can be suppressed.
[0022] According to the sixth embodiment, as the flow
guide is removable, the flow guide can be exchanged or
repaired easily.
[0023] According to the seventh embodiment, the dis-
tance between the flow guide and the umbrella-shape
distribution plate is 1.1 times the diameter of the flow
guide or more. This causes the heating target fluid to flow
smoothly to weaken rubbing between the heating target
fluid and the umbrella-shape distribution plate. Thus,
wear of the umbrella-shape distribution plate can be sup-
pressed. The distance between the flow guide and the
umbrella-shape distribution plate does not exceed 1.3
times the diameter of the flow guide. Thus, a direction in
which the heating target fluid flows down from the flow
guide is unlikely to be changed by the flow of a heating
medium.
[0024] Even if the heating target fluid is a slurry, wear
of the container caused by the heating target fluid can
still be suppressed.

Brief Description of Drawings

[0025]

Fig. 1 is a longitudinal sectional view of a counter-
current direct-heating heat exchanger A according
to the state of the art.
Fig. 2 is a sectional view taken along an arrow line
II-II of Fig. 1
Fig. 3 is a sectional view taken along an arrow line
III-III of Fig. 1. Hatching shows an umbrella-shape
distribution plate 20.
Fig. 4 is a sectional view taken along an arrow line
IV-IV of Fig. 1. Hatching shows an annular flow guide
plate 30.
Fig. 5 is an enlarged view showing an inlet 12 and
its vicinity in the absence of a flow guide 40 and ac-
cording to the state of the art.
Fig. 6A is a longitudinal sectional view of the flow
guide 40. Fig. 6B is a plan view of the flow guide 40.
Fig. 7 is an exploded perspective view of the flow
guide 40.
Fig. 8 is an enlarged view of the flow guide 40 and
its vicinity.
Fig. 9 is a longitudinal sectional view of a flow guide
40 according to a second embodiment of this inven-
tion.
Fig. 10 is a longitudinal sectional view of a flow guide
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40 according to a third embodiment of this invention.
Fig. 11A is a transverse sectional view of the flow
guide 40 according to a different embodiment. Fig.
11B is a transverse sectional view of the flow guide
40 according to a still different embodiment. Fig. 11A
does not form part of the invention.
Fig. 12A shows a simulation result about the con-
centration distribution of a slurry. Fig. 12B is a sim-
ulation result about the flow velocity distribution of
the slurry.
Fig. 13 is an entire process drawing of hydrometal-
lurgy.

Embodiment for Carrying Out Invention

[0026] Embodiments of this invention will be described
next by referring to the drawings.

[First Embodiment]

(Hydrometallurgy)

[0027] A countercurrent direct-heating heat exchanger
A according to a first embodiment of this invention is used
for hydrometallurgy to obtain nickel-cobalt mixed sulfide
from a nickel oxide ore using high-temperature and pres-
sure sulfuric acid leaching. As shown in Fig. 13, the hy-
drometallurgy includes a pretreatment step (101), a high-
temperature and pressure sulfuric acid leaching step
(102), a solid-liquid separating step (103), a neutralizing
step (104), a dezincification step (105), a sulfurizing step
(106), and a detoxifying step (107).
[0028] An ore to be used as a nickel oxide ore as a raw
material is mainly what is called a laterite ore such as a
limonite ore and a saprolite ore, for example. A nickel
content in the laterite ore is generally from 0.5 to 3.0%
by mass. The laterite ore contains nickel in the form of
hydroxide or a siliceous magnesia (magnesium silicate)
ore. An iron content in the laterite ore is from 10 to 50%
by mass. The laterite ore contains iron mainly in the form
of trivalent hydroxide (goethite, FeOOH) and partially in
the form of divalent iron as a magnesium silicate ore.
[0029] In the pretreatment step (101), the nickel oxide
ore is crushed, classified into an average particle size of
2 mm or less, and then slurried to manufacture an ore
slurry. Redundant water in the ore slurry is removed using
a solid-liquid separating device such as a thickener to
concentrate the ore slurry so as to obtain a predetermined
concentration of a solid in the ore slurry. In the high-tem-
perature and pressure sulfuric acid leaching step (102),
sulfuric acid is added to the ore slurry obtained in the
pretreatment step (101). Then, the ore slurry is agitated
under a temperature condition from 200 to 300°C for high-
temperature and pressure acid leaching, thereby obtain-
ing a leached slurry. In the solid-liquid separating step
(103), the leached slurry obtained in the high-tempera-
ture and pressure sulfuric acid leaching step (102) is sep-
arated into a solid and a liquid to obtain a leachate con-

taining nickel and cobalt (hereinafter called a "crude nick-
el sulfate solution") and a leaching residue.
[0030] In the neutralizing step (104), the crude nickel
sulfate solution obtained in the solid-liquid separating
step (103) is neutralized. In the dezincification step (105),
hydrogen sulfide gas is added to the crude nickel sulfate
solution neutralized in the neutralizing step (104) to re-
move zinc as a precipitate of zinc sulfide. In the sulfurizing
step (106), hydrogen sulfide gas is added to final solution
resulting from the dezincification obtained in the dezinci-
fication step (105) to obtain nickel-cobalt mixed sulfide
and nickel barren solution. In the detoxifying step (107),
the leaching residue generated in the solid-liquid sepa-
rating step (103) and the nickel barren solution generated
in the sulfurizing step (106) are detoxified.
[0031] A solid concentration in the ore slurry (weight
ratio of a solid (ore) in the slurry) manufactured in the
pretreatment step (101) depends largely on the proper-
ties of the nickel oxide ore as a raw material. Although
not particularly limited, the concentration of a solid in the
ore slurry is controlled in such a manner that the solid
represents from 20 to 50% by mass. If a concentration
in the ore slurry is less than 20% by mass, a large facility
should be prepared for obtaining given time of stay during
leaching and the amount of acid to be added should be
increased for adjusting a residual acid concentration. Ad-
ditionally, a nickel concentration in a resultant leachate
is reduced. By contrast, if a solid concentration in the ore
slurry exceeds 50% by mass, the scale of a facility can
be reduced. However, such a solid concentration in-
creases the viscosity of the ore slurry to make it difficult
to carry the ore slurry due to blockage of a carrier pipe
or large energy required for carrying the ore slurry.
[0032] The high-temperature and pressure sulfuric ac-
id leaching step (102) includes two sub-steps (a preheat-
ing step and a leaching step). In the preheating step, the
ore slurry at a temperature about an outside air temper-
ature carried from the pretreatment step (101) is preheat-
ed to make the temperature of the ore slurry approach a
temperature in an autoclave to be used in the leaching
step. In the leaching step, the ore slurry carried from the
preheating step is charged into the autoclave. Then,
leaching is performed by adding sulfuric acid to the ore
slurry and blowing high-pressure air and high-pressure
water vapor into the autoclave.
[0033] The countercurrent direct-heating heat ex-
changer A of this embodiment is used for heating the ore
slurry in the preheating step. If necessary, two or more
countercurrent direct-heating heat exchangers A are
connected in series and the ore slurry is heated in stages.
[0034] To maintain a moisture content in the ore slurry,
the countercurrent direct-heating heat exchanger A uses
water vapor as a heating medium. Water vapor to be
used may be generated by using a common method such
as a boiler. For ejection of a leached slurry from the auto-
clave, pressure is reduced in stages using a pressure
reducing container. Water vapor generated in this pres-
sure reducing container may be collected and used as a
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heating medium in the countercurrent direct-heating heat
exchanger A.

(Countercurrent Direct-Heating Heat Exchanger A)

[0035] The countercurrent direct-heating heat ex-
changer A according to this embodiment will be de-
scribed next.
[0036] The countercurrent direct-heating heat ex-
changer A is a heat exchanger that exchanges heat by
flowing a heating target fluid 1 and a heating medium 2
in opposite directions and making the heating target fluid
1 and the heating medium 2 contact each other directly.
In this embodiment, the heating target fluid 1 is an ore
slurry 1 obtained in the pretreatment step (101) of the
foregoing hydrometallurgy and the heating medium 2 is
water vapor 2.
[0037] As shown in Fig. 1, the countercurrent direct-
heating heat exchanger A includes a substantially circu-
lar cylindrical container 10. The container 10 is arranged
vertically in such a manner that the center axis of the
container 10 extends in the vertical direction.
[0038] The container 10 is provided with a supply pipe
11 arranged substantially horizontally at an upper part of
the container 10. A heating target fluid inlet 12 is provided
at an end portion of the supply pipe 11. The heating target
fluid inlet 12 has an opening pointed vertically downward-
ly. A flow guide 40 is connected to the heating target fluid
inlet 12. The container 10 is provided with a heating target
fluid outlet 13 arranged at a lower part, more specifically,
at the bottom of the container 10. The ore slurry 1 as the
heating target fluid 1 is supplied into the container 10
through the supply pipe 11, passes through the heating
target fluid inlet 12, and flows down from an opening (low-
er end) of the flow guide 40. Then, the ore slurry 1 flows
down in the container 10 and is ejected to the outside of
the container 10 from the heating target fluid outlet 13.
[0039] Solid arrows of Fig. 1 show a flow of the ore
slurry 1. The heating target fluid inlet 12 corresponds to
an "inlet" recited in the appended claims. The heating
target fluid inlet 12 will simply be called an inlet 12.
[0040] The container 10 is provided with a heating me-
dium inlet 14 arranged at a lower side wall of the container
10. The container 10 is provided with a heating medium
outlet 15 arranged at an upper part, more specifically, at
the top of the container 10. The water vapor 2 as the
heating medium 2 is supplied from the heating medium
inlet 14 into the container 10. The supplied water vapor
2 moves up in the container 10 and is then ejected to the
outside of the container 10 from the heating medium out-
let 15. Dashed arrows of Fig. 1 show a flow of the water
vapor 2.
[0041] The container 10 is provided with a plurality of
umbrella-shape distribution plates 20 and a plurality of
annular flow guide plates 30. The umbrella-shape distri-
bution plates 20 and the annular flow guide plates 30 are
arranged alternately, one above the other, with the re-
spective centers being substantially aligned with each

other. These umbrella-shape distribution plates 20 and
these annular flow guide plates 30 each have a tilted
surface. The ore slurry 1 supplied into the container 10
flows down along the respective tilted surfaces of the
umbrella-shape distribution plates 20 and those of the
annular flow guide plates 30 to drop down from down-
stream edge portions of the tilted surfaces. By making
this flow repeatedly, the ore slurry 1 flows down in the
container 10. Meanwhile, the water vapor 2 supplied into
the container 10 moves up in the container 10 while pass-
ing through between the umbrella-shape distribution
plates 20 and the annular flow guide plates 30 in a zigzag
manner.
[0042] As shown in Fig. 2, in a plan view, the supply
pipe 11 is arranged to extend in the direction of the di-
ameter of the container 10 from the side wall to a sub-
stantially central point of the container 10. The inlet 12
is formed at an end portion of the supply pipe 11. The
inlet 12 is arranged at a substantially central point of the
container 10 in a plan view. Thus, the flow guide 40 is
also arranged at a substantially central point of the con-
tainer 10 in a plan view. The supply pipe 11 is supported
by a beam 11a extending linearly from the end portion
of the supply pipe 11 to the side wall of the container 10.
[0043] As shown in Figs. 1 and 3, the umbrella-shape
distribution plate 20 is a tilted plate having an umbrella
shape (conical shape). The umbrella-shape distribution
plate 20 is arranged in such a manner that the top of the
umbrella-shape distribution plate 20 is pointed upwardly
and the top (center) substantially agrees with the center
of the container 10 in a plan view. The top of the umbrella-
shape distribution plate 20 is arranged vertically below
the flow guide 40. Thus, the ore slurry 1 is supplied from
the flow guide 40 to the top of the umbrella-shape distri-
bution plate 20 in a top layer, distributed radially along
the tilted surface of the umbrella-shape distribution plate
20, and drops down in a skirt-like manner from a down-
stream edge portion 21. The downstream edge portion
21 of the umbrella-shape distribution plate 20 is an edge
where the side surface and the bottom surface of a cone
contact each other.
[0044] The umbrella-shape distribution plate 20 in the
top layer is covered by a sacrificial member 22 at the top
and the vicinity of the top. The sacrificial member 22 may
be formed by hardfacing or using a material having a
strength such as a steel sheet.
[0045] As shown in Figs. 1 and 4, the annular flow guide
plate 30 is an annular tilted plate having a slope descend-
ing from the outer peripheral edge toward the inner pe-
ripheral edge of the annular flow guide plate 30. The outer
diameter of the annular flow guide plate 30 is substantially
the same as the inner diameter of the container 10. The
outer peripheral edge of the annular flow guide plate 30
contacts the inner wall of the container 10. The annular
flow guide plate 30 is arranged in such a manner that the
center of the annular flow guide plate 30 (the respective
centers of the outer periphery and the inner periphery)
substantially agrees with the center of the container 10
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in a plan view. After dropping down from the umbrella-
shape distribution plate 20 to the annular flow guide plate
30, the ore slurry 1 flows down along the tilted surface
toward the center of the annular flow guide plate 30 and
then drops down in a skirt-like manner from a down-
stream edge portion 31. The downstream edge portion
31 of the annular flow guide plate 30 is the inner periph-
eral edge thereof.

(Heat Exchange by Countercurrent Direct-Heating Heat 
Exchanger A)

[0046] Heat exchange by the countercurrent direct-
heating heat exchanger A will be described next.
[0047] The ore slurry 1 is supplied into the container
10 from the flow guide 40. The ore slurry 1 supplied into
the container 10 first flows down radially along the tilted
surface of the umbrella-shape distribution plate 20 in the
top layer and then drops down in a skirt-like manner from
the downstream edge portion 21. After dropping down
from the umbrella-shape distribution plate 20 to the an-
nular flow guide plate 30, the ore slurry 1 flows down
along the tilted surface toward the center of the annular
flow guide plate 30 and then drops down in a skirt-like
manner from the downstream edge portion 31. Then, the
ore slurry 1 drops down to the umbrella-shape distribution
plate 20 in a subsequent layer. In this way, the ore slurry
1 flows down along the respective tilted surfaces of the
umbrella-shape distribution plate 20 and the annular flow
guide plate 30 alternately and is then ejected to the out-
side of the container 10 from the heating target fluid outlet
13 at the lower part of the container 10.
[0048] The water vapor 2 is supplied into the container
10 from the heating medium inlet 14 at the lower part of
the container 10, moves up while passing through be-
tween the umbrella-shape distribution plate 20 and the
annular flow guide plate 30 in a zigzag manner, and is
then ejected to the outside of the container 10 from the
heating medium outlet 15 at the upper part of the con-
tainer 10. During this flow, the water vapor 2 contacts the
ore slurry 1 directly by flowing along the ore slurry 1 while
the ore slurry 1 flows down along the respective tilted
surfaces of the umbrella-shape distribution plate 20 and
the annular flow guide plate 30. The water vapor 2 also
contacts the ore slurry 1 directly by passing through the
ore slurry 1 while the ore slurry 1 drops down from the
downstream edge portions 21 and 31 of the umbrella-
shape distribution plate 20 and the annular flow guide
plate 30 respectively. In this way, heat is exchanged be-
tween the ore slurry 1 and the water vapor 2.
[0049] As described above, the countercurrent direct-
heating heat exchanger A exchanges heat by making the
ore slurry 1 and the water vapor 2 contact each other
directly while flowing the ore slurry 1 into the heat ex-
changer A from an upper part thereof and flowing the ore
slurry 1 out of the heat exchanger A from a lower part
thereof, and simultaneously, flowing the water vapor 2
into the heat exchanger A from a lower part thereof and

flowing the water vapor 2 out of the heat exchanger A
from an upper part thereof.
[0050] The ore slurry 1 is distributed radially along the
umbrella-shape distribution plate 20. This increases an
area of contact between the ore slurry 1 and the water
vapor 2 to increase heat exchange efficiency. Further,
the flow of the water vapor 2 is guided along the annular
flow guide plate 30 and the water vapor 2 flows along the
ore slurry 1 while the ore slurry 1 flows down along the
tilted surface of the umbrella-shape distribution plate 20.
This also increases an area of contact between the ore
slurry 1 and the water vapor 2 to increase heat exchange
efficiency.

(Flow Guide 40)

[0051] The flow guide 40 forming a characteristic part
of this embodiment will be described in detail next.
[0052] Fig. 5 is an enlarged view showing the inlet 12
and its vicinity in the absence of the flow guide 40. Alter-
nate long and two short dashes lines O in Fig. 5 show a
vertical line passing through the center of the inlet 12.
[0053] In the absence of the flow guide 40, the ore slur-
ry 1 flows in a substantially horizontal direction in the
supply pipe 11 and then flows down from the inlet 12.
The ore slurry 1 is under the force of gravity while flowing
down from the inlet 12, so that the ore slurry 1 flows in a
direction downward from the horizontal direction.
[0054] Meanwhile, the ore slurry 1 still has momentum
in the horizontal direction generated during the flow of
the ore slurry 1 in the supply pipe 11. Hence, a direction
in which the ore slurry 1 flows down from the inlet 12 is
tilted from a vertically downward direction. The ore slurry
1 is tilted in a downstream direction (leftward direction of
Fig. 5). In this description, a phenomenon where such a
tilt of the flow direction of the ore slurry 1 from the vertically
downward direction occurs when the ore slurry 1 flows
down from the inlet 12 is called "directional deflection."
[0055] Regarding the flow velocity distribution of the
ore slurry 1 flowing down from the inlet 12, the flow ve-
locity is higher on a side V2 downstream of the supply
pipe 11 (left side of Fig. 5) than on a side VI upstream of
the supply pipe 11 (right side of Fig. 5). Hence, from a
local point of view, the flow rate of the ore slurry 1 is lower
on the upstream side and higher on the downstream side
of the supply pipe 11. In this description, such imbalance
of the flow rate distribution of the ore slurry 1 flowing
down from the inlet 12 is called "flow rate deflection." The
"directional deflection" and the "flow rate deflection" are
collectively called "deflection."
[0056] On the occurrence of the deflection, a part of
the ore slurry 1 flowing along the tilted surface of the
umbrella-shape distribution plate 20 and flowing in the
direction of the deflection (downstream side of the supply
pipe 11) has greater momentum than a part of the ore
slurry 1 flowing in a different direction. This part of the
ore slurry 1 having greater momentum drops down from
the downstream edge portion 21 of the umbrella-shape
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distribution plate 20 and then contacts the side wall of
the container 10. Hence, a part of the side wall of the
container 10 located in the direction of the deflection (part
w of Fig. 1) is to contact the ore slurry 1 of a greater
amount than a different part of the side wall. Specifically,
the amount of the ore slurry 1 to contact the side wall of
the container 10 is increased locally. As a result, the part
of the side wall of the container 10 (part w) is more likely
to be worn out by the ore slurry 1 than a different part.
[0057] On the occurrence of the deflection, the ore slur-
ry 1 is not distributed uniformly in all directions of the
umbrella-shape distribution plate 20 to cause imbalance.
As a result, heat exchange efficiency is reduced.
[0058] A deflection angle θ (an angle formed between
a direction in which the ore slurry 1 flows and a vertical
line O) changes in a manner that depends on the flow
rate of the ore slurry 1, a slurry specific gravity, or a solid
concentration. These parameters change during opera-
tion of the countercurrent direct-heating heat exchanger
A. Thus, the deflection angle θ changes during the oper-
ation to change a position where the ore slurry 1 having
flowed down from the inlet 12 collides with the umbrella-
shape distribution plate 20. A part of the umbrella-shape
distribution plate 20 to collide with the ore slurry 1 having
flowed down from the inlet 12 is likely to be damaged. If
the deflection angle θ changes during the operation, flow-
ing down of the ore slurry 1 may cause impact on a wide
range of the umbrella-shape distribution plate 20. It is
difficult to protect the umbrella-shape distribution plate
20 from such impact.
[0059] To solve the foregoing problem, the flow guide
40 is attached to the inlet 12. The flow guide 40 has the
function of achieving a uniform flow rate distribution of
the ore slurry 1 and guiding the ore slurry 1 to flow in a
vertically downward direction.
[0060] As shown in Figs. 6A, 6B, and 7, the flow guide
40 is constructed of a cylindrical body 41, a partitioning
member 42, and a guide plate 45.
[0061] The cylindrical body 41 is a member having a
circular cylindrical shape and includes a flange 41f at an
upper end portion thereof. The flange 41f and a flange
12f of the inlet 12 are coupled with a bolt, a nut, etc.,
thereby attaching the flow guide 40 to the inlet 12.
[0062] The cylindrical body 41 is formed with four slits
41s each extending from the lower end toward a point
near the vertical center of the cylindrical body 41. The
slits 41s are formed at regular intervals (at intervals of
90 degrees) in the peripheral direction of the cylindrical
body 41.
[0063] The partitioning member 42 is constructed of a
pipe 42a of a small diameter, and eight partitioning plates
42b joined to the outer periphery of the pipe 42a. The
partitioning plates 42b are arranged at regular intervals
(at intervals of 45 degrees) in the peripheral direction of
the pipe 42a. In a plan view of the partitioning member
42, the eight partitioning plates 42b are arranged in a
radial pattern about the pipe 42a. The pipe 42a is ar-
ranged in such a manner that the center axis of the pipe

42a agrees with a center axis O of the cylindrical body
41. The partitioning plates 42b are flat plates and ar-
ranged to extend along the center axis O.
[0064] As shown in Fig. 6B, a lower part of the cylin-
drical body 41 is partitioned into eight flow paths 44 by
the partitioning member 42. Both the pipe 42a and the
partitioning plates 42b are arranged to extend along the
center axis O, so that each flow path 44 extends along
the center axis O.
[0065] The partitioning member 42 includes a blocking
member 43. The blocking member 43 is a member having
a circular plate shape and has a diameter substantially
the same as the outer diameter of the pipe 42a. The block-
ing member 43 is arranged on the center axis O of the
cylindrical body 41 and joined to the upper end of the
pipe 42a. The upper end of the pipe 42a is sealed by the
blocking member 43. The flow of the ore slurry 1 is
blocked in a part in which the blocking member 43 is
arranged. Thus, the flow of the ore slurry 1 is blocked at
the center axis O and its vicinity of the cylindrical body 41.
[0066] Four of the eight partitioning plates 42b have
outer edge portions protruding outwardly. These protrud-
ing portions are called insertion plates 42c. The partition-
ing plates 42b with the insertion plates 42c and the par-
titioning plates 42b without the insertion plates 42c are
arranged alternately. Specifically, the insertion plates
42c are arranged at intervals of 90 degrees in the periph-
eral direction of the pipe 42a.
[0067] As shown in Fig. 6A, the guide plate 45 is pro-
vided at an upper part of the cylindrical body 41. The
guide plate 45 stands upright at the center inside the
cylindrical body 41 and is arranged vertical to the axis
direction of the supply pipe 11. Thus, the upper part of
the cylindrical body 41 is partitioned by the guide plate
45 into a flow path 46a upstream of the supply pipe 11
and a flow path 46b downstream of the supply pipe 11.
The guide plate 45 extends upwardly further than the
upper end of the cylindrical body 41, so that the upper
end of the guide plate 45 protrudes into the supply pipe
11. Thus, an area including the inlet 12 and its vicinity of
the supply pipe 11 is also partitioned by the guide plate
45 into a flow path upstream of the supply pipe 11 and a
flow path downstream of the supply pipe 11.
[0068] As shown in Fig. 7, two of the eight partitioning
plates 42b are located at positions where the guide plate
45 extends downwardly. These two partitioning plates
42b and the guide plate 45 are formed integrally. In this
way, the partitioning member 42 and the guide plate 45
can be formed integrally.
[0069] The flow guide 40 is assembled by the following
procedure. First, the guide plate 45 and the partitioning
member 42 are inserted from a lower opening of the cy-
lindrical body 41. At this time, the insertion plates 42c of
the partitioning member 42 are inserted into the slits 41s
of the cylindrical body 41. Then, the slits 41s and the
insertion plates 42c are welded.
[0070] By assembling the flow guide 40 in this way, the
cylindrical body 41 and the partitioning member 42 are
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tightly joined by fitting and welding. If the ore slurry 1
passes through in the flow guide 40, resistance (friction
or impact) acts between the ore slurry 1 and the guide
plate 45 and between the ore slurry 1 and the partitioning
member 42 to produce force of pressing the partitioning
member 42 downwardly. Meanwhile, the tight joint be-
tween the cylindrical body 41 and the partitioning mem-
ber 42 can function to stand against the downwardly act-
ing force produced by the flow of the ore slurry 1, reducing
the probability of damage of the flow guide 40.
[0071] The foregoing method is not a limited method
of assembling the flow guide 40. A configuration of in-
serting the insertion plates 42c into the slits 41s may not
be employed. The flow guide 40 may be assembled sim-
ply by welding the inner surface of the cylindrical body
41 and the outer edge portions of the partitioning plates
42b. Alternatively, the cylindrical body 41 and the parti-
tioning member 42 may be fixed by a different method
such as fastening with a screw.
[0072] The function of the flow guide 40 will be de-
scribed next based on Fig. 8.
[0073] After flowing through inside the supply pipe 11,
the ore slurry 1 is introduced from the inlet 12 into the
flow guide 40. At this time, the ore slurry 1 is guided along
the guide plate 45 to be introduced in a distributed man-
ner into the upstream-side flow path 46a and the down-
stream-side flow path 46b.
[0074] As described above, from a local point of view,
the flow rate of the ore slurry 1 is lower on the upstream
side and higher on the downstream side of the supply
pipe 11 in the absence of the flow guide 40. Meanwhile,
in this embodiment, the upper end of the guide plate 45
protrudes into the supply pipe 11. This allows introduction
of a larger amount of the ore slurry 1 into the upstream-
side flow path 46a to allow increase in a flow rate. As a
result, the ore slurry 1 can flow at a uniform flow rate
through the upstream-side flow path 46a and the down-
stream-side flow path 46b, making it possible to suppress
the flow rate deflection of the ore slurry 1.
[0075] A flow rate in the upstream-side flow path 46a
can be increased by increasing a protrusion amount h of
the guide plate 45. Thus, the protrusion amount h of the
guide plate 45 is controlled so as to achieve a uniform
flow rate in the upstream-side flow path 46a and the
downstream-side flow path 46b.
[0076] After passing through the flow paths 46a and
46b at the upper part of the flow guide 40, the ore slurry
1 flows into the eight flow paths 44 in a distributed manner
formed by the partitioning member 42 at a lower part of
the flow guide 40. The ore slurry 1 flows in a distributed
manner through the plurality of flow paths 44 extending
along the center axis O of the flow guide 40. This makes
it possible to guide the ore slurry 1 to flow in a direction
along the center axis O of the flow guide 40.
[0077] The flow guide 40 is arranged in such a manner
that the center axis O of the flow guide 40 substantially
agrees with the vertical line passing through the center
of the inlet 12. The inlet 12 is arranged at the substantially

central point of the container 10, so that the center axis
O of the flow guide 40 also substantially agrees with the
center axis of the container 10. Thus, after the ore slurry
1 passes through the flow guide 40, the ore slurry 1 flows
vertically downwardly along the center axis of the con-
tainer 10. Even if the ore slurry 1 flows in the supply pipe
11 in the horizontal direction, the partitioning member 42
can still guide the ore slurry 1 to flow in a vertically down-
ward direction. In this way, the partitioning member 42
can suppress the directional deflection of the ore slurry 1.
[0078] As described above, the deflection of the ore
slurry 1 can be suppressed. Thus, the ore slurry 1 flows
down to the top or the vicinity of the top of the umbrella-
shape distribution plate 20 in the top layer and is distrib-
uted uniformly in all directions of the umbrella-shape dis-
tribution plate 20. This prevents the momentum of the
ore slurry 1 flowing along the tilted surface of the umbrel-
la-shape distribution plate 20 from increasing locally. The
amount of the ore slurry 1 to contact the side wall of the
container 10 is not increased locally to allow suppression
of the wear of the container 10 caused by the ore slurry 1.
[0079] The ore slurry 1 is distributed uniformly in all
directions of the umbrella-shape distribution plate 20.
This increases the heat exchange efficiency of the coun-
tercurrent direct-heating heat exchanger A.
[0080] Even if the flow rate of the ore slurry 1, a slurry
specific gravity, or a solid concentration changes, a di-
rection in which the ore slurry 1 flows can still be main-
tained in a vertically downward direction. Thus, the ore
slurry 1 always collides with the top or the vicinity of the
top of the umbrella-shape distribution plate 20 and this
position does not change. Covering the top and the vi-
cinity of the top of the umbrella-shape distribution plate
20 in the top layer with the sacrificial member 22 makes
the sacrificial member 22 receive impact caused by flow-
ing down of the ore slurry 1. In this way, wear of the
umbrella-shape distribution plate 20 can be suppressed.
As a result, the lifetime of the umbrella-shape distribution
plate 20 can be extended.
[0081] The blocking member 43 is provided on the
center axis O of the flow guide 40. The top of the umbrella-
shape distribution plate 20 is arranged vertically below
the blocking member 43. By the presence of the blocking
member 43, the flow rate (flow velocity) of the ore slurry
1 vertically below the blocking member 43 can be restrict-
ed. As a result, collision of the ore slurry 1 with the top
of the umbrella-shape distribution plate 20 in the top layer
can be weakened to allow reduction in damage of the
umbrella-shape distribution plate 20.
[0082] The flow guide 40 causes the ore slurry 1 to
pass through, so that the flow guide 40 is worn out easily.
After long-time use of the flow guide 40, the flow guide
40 should be exchanged or repaired. The flow guide 40
is attached to the inlet 12 at the flange 41f as described
above, so that the flow guide 40 is removable. As the
flow guide 40 is removable, even if the flow guide 40 is
worn out, the flow guide 40 can be exchanged or repaired
easily.
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[0083] A distance H between the opening at the lower
end of the flow guide 40 and the top of the umbrella-
shape distribution plate 20 in the top layer is preferably
from 1. 1 to 1.3 times a diameter D of the flow guide 40.
[0084] If the distance H is less than 1.1 times the di-
ameter D, the ore slurry 1 is accumulated at an exit of
the flow guide 40. In this case, the ore slurry 1 rubs vig-
orously against the umbrella-shape distribution plate 20.
As a result, the umbrella-shape distribution plate 20 be-
comes likely to be worn out easily. Further, by the pres-
ence of the accumulated ore slurry 1, the ore slurry 1 in
the flow guide 40 is decelerated to cause the risk of block-
age of the flow guide 40 by the ore slurry 1. If the distance
H is 1.1 times the diameter D or more, the ore slurry 1 is
caused to flow smoothly to weaken rubbing between the
ore slurry 1 and the umbrella-shape distribution plate 20.
Thus, wear of the umbrella-shape distribution plate 20
can be suppressed.
[0085] If the distance H exceeds 1.3 times the diameter
D, the ore slurry 1 having flowed down from the flow guide
40 is disturbed by the flow of the water vapor 2 to cause
the risk of failing to maintain uniform distribution at the
umbrella-shape distribution plate 20. Additionally, if the
ore slurry 1 of a large amount exceeding the capability
of the flow guide 40 to guide a flow is supplied, the ore
slurry 1 may collide with the side wall of the container 10
directly without abutting on the umbrella-shape distribu-
tion plate 20. If the distance H does not exceed 1.3 times
the diameter D, a direction in which the ore slurry 1 flows
down from the flow guide 40 is unlikely to be changed by
the flow of the water vapor 2. Further, the ore slurry 1
does not collide with the side wall of the container 10
directly.
[0086] An opening surface of the flow guide 40 is per-
pendicular to the center axis O. Thus, even if pressure
in the flow guide 40 is higher than outside pressure, the
ore slurry 1 can still be prevented from flying outwardly.

[Second Embodiment]

[0087] A flow guide 40 according to a second embod-
iment will be described next based on Fig. 9.
[0088] In the flow guide 40 of this embodiment, the
guide plate 45 in the flow guide 40 of the first embodiment
is provided to tilt. More specifically, the guide plate 45 is
tilted from the center axis O of the cylindrical body 41 so
as to tilt the upper end of the guide plate 45 downstream
of the supply pipe 11. The other structures are the same
as those of the first embodiment. Thus, a common mem-
ber is identified by the same sign and will not be de-
scribed.
[0089] This tilt of the guide plate 45 increases the area
of an entrance of the upstream-side flow path 46a. This
allows introduction of the ore slurry 1 of a larger amount
to allow increase in a flow rate. This in turn reduces the
area of an entrance of the downstream-side flow path
46b to allow reduction in a flow rate. Additionally, regard-
ing the upstream-side flow path 46a, the area of an exit

is smaller than the area of the entrance. This increases
the flow velocity of the ore slurry 1 having passed through
the upstream-side flow path 46a. By contrast, regarding
the downstream-side flow path 46b, the area of an exit
is larger than the area of the entrance. This reduces the
flow velocity of the ore slurry 1 having passed through
the downstream-side flow path 46b. In this way, the flow
rate deflection of the ore slurry 1 can be suppressed.
[0090] A flow rate in the upstream-side flow path 46a
can be increased by increasing the tilt angle of the guide
plate 45 from the center axis O. Thus, the tilt angle of the
guide plate 45 is controlled so as to achieve a uniform
flow rate in the upstream-side flow path 46a and the
downstream-side flow path 46b.

[Third Embodiment]

[0091] A flow guide 40 according to a third embodiment
will be described next based on Fig. 10.
[0092] In the flow guide 40 of this embodiment, the
guide plate 45 of the flow guide 40 of the first embodiment
includes a plurality of guide plates 45. While three guide
plates 45 are provided in the illustration of Fig. 10, the
number of the guide plates 45 is not particularly limited.
Two, or four or more guide plates 45 may be provided.
The other structures are the same as those of the first
embodiment. Thus, a common member is identified by
the same sign and will not be described.
[0093] By the provision of the plurality of guide plates
45 in the flow guide 40, the flow rate of the ore slurry 1
can be controlled in fine sections to achieve a more uni-
form flow rate of the ore slurry 1.
[0094] A guide plate 45 arranged downstream of the
supply pipe 11 preferably protrudes a larger amount than
a guide plate 45 arranged upstream of the supply pipe
11. This allows the ore slurry 1 of a required amount to
be introduced into a downstream-side flow path.
[0095] The guide plates 45 may be arranged to stand
upright so as to extend along the center axis O of the
cylindrical body 41. Some or all of the plurality of guide
plates 45 may be provided to tilt. In this case, the tilt angle
of the guide plate 45 may be changed in a manner that
depends on the position of the guide plate 45.

[Other Embodiments]

(Flow Guide 40)

[0096] In the flow guide 40 of the first embodiment, the
partitioning member 42 and the guide plate 45 are formed
integrally. Alternatively, the partitioning member 42 and
the guide plate 45 may be separate members.
[0097] Described herein and as shown in Fig. 11A, the
partitioning member 42 may be formed by tying a plurality
of small-diameter pipes 42d together. The cross section
of the small-diameter pipe 42d is not limited to a circular
shape but may be a polygonal shape.
[0098] As shown in Fig. 11B, the partitioning member
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42 may be formed by combining a plurality of partitioning
plates 42e in a radial pattern. The number of the flow
paths 44 in the cylindrical body 41 is not limited to eight
but is required to be two or more. If the partitioning mem-
ber 42 formed by combining the partitioning plates 42e
in a cross shape is used, four flow paths 44 are formed.
[0099] Adjacent flow paths 44 may be partitioned com-
pletely by the partitioning member 42. The partitioning
member 42 may include a communication part for making
communication between the adjacent flow paths 44.
[0100] The blocking member 43 is required to be ar-
ranged on the center axis O of the cylindrical body 41. If
the blocking member 43 having a circular plate shape is
used, the upper part of the partitioning member 42 is not
a limited place for arrangement of the blocking member
43 but the blocking member 43 may be arranged at a
lower part or a vertically central part of the partitioning
member 42.
[0101] The shape of the blocking member 43 is not
limited to a circular plate shape but various shapes are
applicable. The blocking member 43 may have a circular
columnar shape or a conical shape. For example, the
conical blocking member 43 is assembled into the parti-
tioning member 42 with the top of the blocking member
43 pointed upwardly. This causes the ore slurry 1 to flow
along a tilted surface of the blocking member 43. In this
way, collision of the ore slurry 1 with the blocking member
43 and resultant dispersion of the ore slurry 1 can be
suppressed.

(Heating Target Fluid 1)

[0102] The heating target fluid 1 is not particularly lim-
ited but is required to be a heating target having flowa-
bility. For example, the heating target fluid 1 may be liquid
with flowability in the form of a slurry containing a solid
component. The liquid with flowability in the form of a
slurry may be a slurry (ore slurry) containing an ore. The
ore slurry may be a slurry containing a nickel oxide ore
obtained in the pretreatment step (101) of the hydromet-
allurgy, for example. Even if the heating target fluid 1 is
a slurry, wear of the container 10 caused by the heating
target fluid 1 can still be suppressed.

(Heating Medium 2)

[0103] The heating medium 2 is not particularly limited
but is required to be a medium to supply heat to the heat-
ing target fluid 1. The heating medium 2 may be gas such
as water vapor at a higher temperature than the heating
target fluid 1.

Examples

(Simulation)

[0104] The supply pipe 11, the flow guide 40, and the
umbrella-shape distribution plate 20 in the top layer were

reproduced on a computer and the behavior of a slurry
was simulated. The shape of the flow guide 40 shown in
Figs. 6A and 6B was employed. Fig. 12A shows the con-
centration distribution of the slurry. Fig. 12B shows the
flow velocity distribution of the slurry.
[0105] As understood from Fig. 12A, the concentration
of the slurry is uniform and the slurry is distributed uni-
formly in all directions of the umbrella-shape distribution
plate 20. As understood from Fig. 12B, the flow velocity
of the slurry flowing down from the flow guide 40 is sub-
stantially uniform.

(Working Example 1)

[0106] In the preheating step of the foregoing hydro-
metallurgy, an ore slurry was heated using a countercur-
rent direct-heating heat exchanger. The countercurrent
direct-heating heat exchanger has the same basic con-
figuration as the countercurrent direct-heating heat ex-
changer A shown in Fig. 1.
[0107] The side wall of the container 10 of the coun-
tercurrent direct-heating heat exchanger is made of tita-
nium of a thickness of 9 mm on an inner side and carbon
steel of a thickness of 23.5 mm on an outer side. The
side wall has a total thickness of 32.5 mm.
[0108] The flow guide 40 shown in Figs. 6A and 6B
was attached to the inlet 12. The ore slurry 1 was supplied
to the countercurrent direct-heating heat exchanger and
operation was started.
[0109] The state of the interior of the countercurrent
direct-heating heat exchanger was checked one year af-
ter start of the operation and no thickness reduction of
the side wall of the container 10 was found. The state of
the interior of the countercurrent direct-heating heat ex-
changer was checked two years after start of the opera-
tion and no thickness reduction of the side wall of the
container 10 was found.

(Comparative Example 1)

[0110] The flow guide 40 used in Working Example 1
was replaced by a short pipe. The short pipe has dimen-
sions similar to those of the cylindrical body 41 of the flow
guide 40. The other conditions are the same as those of
Working Example 1.
[0111] The state of the interior of the countercurrent
direct-heating heat exchanger was checked one year af-
ter start of the operation and thickness reduction of the
side wall of the container 10 was found. The state of the
interior of the countercurrent direct-heating heat ex-
changer was checked two years after start of the opera-
tion and a pin hole appeared in the side wall of the con-
tainer 10 due to further development of the thickness
reduction.
[0112] As described above, Working Example 1 was
found to be capable of suppressing wear of the side wall
of the container 10. This is considered to be realized by
the uniform flow of the ore slurry 1 in all directions of the
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umbrella-shape distribution plate 20 as a result of provi-
sion of the flow guide 40.

Reference Signs List

[0113]

A Countercurrent direct-heating heat exchanger
1 Ore slurry
2 Water vapor
10 Container
11 Supply pipe
12 Inlet
20 Umbrella-shape distribution plate
40 Flow guide
41 Cylindrical body
42 Partitioning member
43 Blocking member
45 Guide plate

Claims

1. A countercurrent direct-heating heat exchanger
comprising:

a container;
a supply pipe arranged horizontally in the con-
tainer and through which a heating target fluid
is supplied;
an inlet provided at an end portion of the supply
pipe and having an opening pointed vertically
downwardly;
a flow guide connected to the inlet; and
an umbrella-shape distribution plate having a
top arranged vertically below the flow guide,
wherein
the flow guide includes:

a cylindrical body; and characterised by
a guide plate provided in the cylindrical
body, and in that
the guide plate is arranged so as to partition
the interior of the cylindrical body into a flow
path upstream of the supply pipe and a flow
path downstream of the supply pipe and has
an upper end protruding into the supply pipe
and the flow guide includes a partitioning
member that partitions the interior of the cy-
lindrical body into a plurality of flow paths
extending along the center axis of the cylin-
drical body and a slit is formed at the cylin-
drical body, the partitioning member in-
cludes an insertion plate, and the insertion
plate is inserted into the slit and the slit and
the inserted insertion plate are welded.

2. The countercurrent direct-heating heat exchanger

according to claim 1, wherein
the flow guide includes a plurality of the guide plates.

3. The countercurrent direct-heating heat exchanger
according to claim 1 or 2, wherein
the guide plate is tilted from the center axis of the
cylindrical body so as to tilt the upper end of the guide
plate downstream of the supply pipe.

4. The countercurrent direct-heating heat exchanger
according to claims 1, 2 or 3, wherein
the partitioning member includes a blocking member
arranged on the center axis of the cylindrical body
and blocking the flow of the heating target fluid.

5. The countercurrent direct-heating heat exchanger
according to claim 1, 2, 3 or 4, wherein
the umbrella-shape distribution plate is covered by
a sacrificial member at the top and the vicinity of the
top.

6. The countercurrent direct-heating heat exchanger
according to claim 1, 2, 3, 4 or 5, wherein
the flow guide is connected in a removable manner
to the inlet.

7. The countercurrent direct-heating heat exchanger
according to claim 1, 2, 3, 4, 5 or 6, wherein
a distance between an opening of the flow guide and
the top of the umbrella-shape distribution plate is
from 1.1 to 1.3 times the diameter of the flow guide.

Patentansprüche

1. Gegenstrom-Wärmetauscher mit Direkterhitzung,
umfassend:

einen Behälter;
eine Zufuhrleitung, die horizontal im Behälter
angeordnet ist und durch die ein Heizvorgabe-
fluid zugeführt wird;
einen Einlass, der an einem Endabschnitt der
Zufuhrleitung vorgesehen ist und eine Öffnung
aufweist, die vertikal nach unten weist;
eine Strömungsführung, die mit dem Einlass
verbunden ist, sowie
eine schirmförmige Verteilerplatte, deren Ober-
seite vertikal unter der Strömungsführung ange-
ordnet ist, wobei
die Strömungsführung aufweist:

einen zylinderförmigen Körper,
und gekennzeichnet durch
eine Führungsplatte, die im zylinderförmi-
gen Körper vorgesehen ist,
und dadurch, dass
die Führungsplatte so angeordnet ist, dass

19 20 



EP 3 406 995 B1

12

5

10

15

20

25

30

35

40

45

50

55

das Innere des zylinderförmigen Körpers in
einen Strömungsweg stromaufwärts der
Zufuhrleitung und einen Strömungsweg
stromabwärts der Zufuhrleitung unterteilt
wird, und ein oberes Ende aufweist, das in
die Zufuhrleitung hineinragt, und die Strö-
mungsführung ein Teilungselement auf-
weist, das das Innere des zylinderförmigen
Körpers in eine Mehrzahl von Strömungs-
wegen unterteilt, die entlang der Mittelach-
se des zylinderförmigen Körpers verlaufen,
und ein Schlitz am zylinderförmigen Körper
ausgebildet ist, das Teilungselement eine
Einsetzplatte aufweist, und die Einsetzplat-
te in den Schlitz eingesetzt ist und der
Schlitz und die Einsetzplatte verschweißt
sind.

2. Gegenstrom-Wärmetauscher mit Direkterhitzung
nach Anspruch 1, wobei die Strömungsführung eine
Mehrzahl von Führungsplatten aufweist.

3. Gegenstrom-Wärmetauscher mit Direkterhitzung
nach Anspruch 1 oder 2, wobei die Führungsplatte
von der Mittelachse des zylinderförmigen Körpers
so geneigt ist, dass das obere Ende der Führungs-
platte stromabwärts der Zufuhrleitung geneigt ist.

4. Gegenstrom-Wärmetauscher mit Direkterhitzung
nach Anspruch 1, 2 oder 3, wobei das Teilungsele-
ment ein Blockierelement aufweist, das auf der Mit-
telachse des zylinderförmigen Körpers angeordnet
ist und die Strömung des Heizvorgabefluids blo-
ckiert.

5. Gegenstrom-Wärmetauscher mit Direkterhitzung
nach Anspruch 1, 2, 3 oder 4, wobei die schirmför-
mige Verteilerplatte an der Oberseite und im Bereich
der Oberseite mit einem Opfermaterial bedeckt ist.

6. Gegenstrom-Wärmetauscher mit Direkterhitzung
nach Anspruch 1, 2, 3, 4 oder 5, wobei die Strö-
mungsführung abnehmbar mit dem Einlass verbun-
den ist.

7. Gegenstrom-Wärmetauscher mit Direkterhitzung
nach Anspruch 1, 2, 3, 4, 5 oder 6, wobei ein Abstand
zwischen einer Öffnung der Strömungsführung und
der Oberseite der schirmförmigen Verteilerplatte
vom 1,1-fachen bis 1,3-fachen des Durchmessers
der Strömungsführung beträgt.

Revendications

1. Échangeur de chaleur à chauffage direct à contre-
courant, comprenant :

un conteneur ;
un tuyau d’amenée disposé horizontalement
dans le conteneur et à travers lequel un fluide
cible de chauffage est amené ;
une entrée prévue sur une partie d’extrémité du
tuyau d’amenée et ayant une ouverture dirigée
verticalement vers le bas ;
un guide d’écoulement relié à l’entrée ; et
une plaque de distribution en forme de parapluie
ayant un haut disposé verticalement sous le gui-
de d’écoulement, dans lequel
le guide d’écoulement inclut :

un corps cylindrique ; et caractérisé par
une plaque de guidage prévue dans le corps
cylindrique, et en ce que
la plaque de guidage est disposée de ma-
nière à diviser l’intérieur du corps cylindri-
que en un trajet d’écoulement en amont du
tuyau d’amenée et un trajet d’écoulement
en aval du tuyau d’amenée, et a une extré-
mité supérieure saillant dans le tuyau
d’amenée, et le guide d’écoulement inclut
un élément diviseur qui divise l’intérieur du
corps cylindrique en une pluralité de trajets
d’écoulement s’étendant le long de l’axe
central du corps cylindrique, et une fente
est formée sur le corps cylindrique, l’élé-
ment diviseur inclut une plaque d’insertion,
et la plaque d’insertion est insérée dans la
fente, et la fente et la plaque d’insertion sont
soudées.

2. Échangeur de chaleur à chauffage direct à contre-
courant selon la revendication 1, dans lequel
le guide d’écoulement inclut plusieurs des plaques
de guidage.

3. Échangeur de chaleur à chauffage direct à contre-
courant selon la revendication 1 ou 2, dans lequel
la plaque de guidage est inclinée depuis l’axe central
du corps cylindrique de manière à incliner l’extrémité
supérieure de la plaque de guidage en aval du tuyau
d’amenée.

4. Échangeur de chaleur à chauffage direct à contre-
courant selon les revendications 1, 2 ou 3, dans le-
quel
l’élément diviseur inclut un élément de blocage dis-
posé sur l’axe central du corps cylindrique et blo-
quant l’écoulement du fluide cible de chauffage.

5. Échangeur de chaleur à chauffage direct à contre-
courant selon la revendication 1, 2, 3 ou 4, dans le-
quel
la plaque de distribution en forme de parapluie est
couverte par un élément sacrificiel en haut et près
du haut.
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6. Échangeur de chaleur à chauffage direct à contre-
courant selon la revendication 1, 2, 3, 4 ou 5, dans
lequel
le guide d’écoulement est relié de manière amovible
à l’entrée.

7. Échangeur de chaleur à chauffage direct à contre-
courant selon la revendication 1, 2, 3, 4, 5 ou 6, dans
lequel
une distance entre une ouverture du guide d’écou-
lement et le haut de la plaque de distribution en forme
de parapluie est de 1,1 à 1,3 fois plus grande que le
diamètre du guide d’écoulement.
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