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Description

TECHNICAL FIELD

[0001] The present invention relates to a method for producing a semiconductor device.
A generic method is for instance known from WO 2011/052787 A1.

BACKGROUND ART

[0002] As a power semiconductor device, for example, there is a diode or an insulated gate bipolar transistor (IGBT)
with a breakdown voltage of 400 V, 600 V, 1200 V, 1700 V, 3300 V, or more. The power semiconductor device is used
in a power conversion device, such as a converter or an inverter. The power semiconductor device requires character-
istics, such as low loss, high efficiency, a high breakdown voltage, and low costs.
[0003] Fig. 12 is a cross-sectional view illustrating a diode according to the related art. A p-type anode layer 1501 is
formed on a main surface of an n- semiconductor substrate 1500 and an n+ cathode layer 1502 is formed on an opposite
surface. A p-type layer which will be a termination region 1503 is formed in the outer circumference of the p-type anode
layer 1501. An anode electrode 1505 is formed on the p-type anode layer 1501 and a cathode electrode 1506 is formed
on a lower surface of the n+ cathode layer 1502. Reference numeral 1507 is a field plate and reference numeral 1508
is an insulating layer.
[0004] In an element, such as the diode, in order to reduce voltage oscillation which causes noise during switching,
doping concentration control is required at a deep position of the n- semiconductor substrate 1500 from the front surface
to the rear surface.
[0005] As a carrier concentration control method, a method has been known which generates a donor using proton
implantation in which a deep range is obtained in silicon at a relatively low acceleration voltage. This method performs
proton implantation for a region including a predetermined concentration of oxygen to form an n-type region. It has been
known that crystal defects are generated in the silicon substrate by the proton implantation. The crystal defect is inevitable
in the generation of donors and causes deterioration of electric characteristics which cause an increase in leakage
current, depending on, for example, the kind or concentration of defects.
[0006] A large number of defects which are introduced by proton implantation remain in the range Rp of a proton (the
distance of a position where the concentration of ions implemented by ion implantation is the highest from an implantation
surface), in a proton passage region which extends from the implantation surface to the range, and in the vicinity of the
implantation surface. The remaining defect is in a state close to an amorphous state since the deviation of atoms (in
this case, silicon atoms) from a lattice location is large and the disorder of a crystal lattice is strong. Therefore, the
remaining defect deteriorates the characteristics of the element. For example, the remaining defect becomes the scat-
tering center of carriers, such as electrons and holes, reduce carrier mobility, and increases electric resistance. In
addition, the remaining defect becomes the generation center of carriers and increases the amount of leakage current.
As such, the defect which remains in the proton passage region from the implantation surface to the range of the proton
by proton implantation, causes a reduction in carrier mobility and an increase in leakage current, and is strongly disturbed
from a crystal state is particularly referred to as a disorder.
[0007] The disorder reduces carrier mobility and causes deterioration of characteristics, such as an increase in leakage
current or conduction loss. Therefore, an appropriate crystal defect control technique is required which generates donors
while suppressing an increase in leakage current.
[0008] A method of generating donors using proton implantation has been known in which one of the main donor
generation factors is the substitution of hydrogen which is introduced into silicon with oxygen in a VO defect, which is a
combination of a silicon vacancy and an oxygen atom, by a heat treatment and the generation of donors is accelerated
by an oxygen cluster.
[0009] In the generation of the donors by proton implantation, it is effective to increase the amount of hydrogen
introduced into silicon in order to increase the number of donors generated. However, when a proton dose increases,
the number of crystal defects increases. In addition, when the crystal defect is recovered by a high-temperature heat
treatment, the donor is vanished by the proton. Therefore, it is difficult to increase the number of donors generated due
to the trade-off relationship. In order to overcome the trade-off characteristics, a method which introduces hydrogen into
silicon needs to be combined with the proton implantation or the crystal defect needs to be recovered by a method other
than the high-temperature heat treatment.
[0010] For example, the following techniques have been known: a technique related to a proton dose and an annealing
temperature for the generation of donor by proton implantation (for example, see the following Patent Document 1); a
technique in which heat treatment conditions are described for a method of generating donors using proton implantation
(for example, see the following Patent Document 2); and a technique in which the depth of a region which is formed by
the method of generating donors using proton implantation from an implantation surface is described (for example, see
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the following Patent Document 3) .
[0011] The technique disclosed in Patent Document 1 forms a main junction in a silicon thyristor pellet, locally implants
proton ions in a peripheral portion, performs a low-temperature heat treatment to locally change protons into donors,
and forms a low-resistance channel stop layer. In addition, the technique forms the channel stop layer in a crystal of the
crystal which is difficult to pattern, with a simple process.
[0012] The technique disclosed in Patent Document 2 relates to a method which forms a blocking zone in a semicon-
ductor substrate. The method includes a step of preparing a semiconductor substrate which includes first and second
surfaces and is doped with a first-conductivity-type base material, a step of implanting a proton into one of the first and
second surfaces of the semiconductor substrate such that the proton is introduced into a first region of the semiconductor
substrate which is separated from an implantation surface, and a step of performing a heat treatment which heats the
semiconductor substrate for a predetermined period of time at a predetermined temperature to generate a hydrogen
induced donor in both the first region and a second region which is adjacent to the first region on the implantation surface.
[0013] The technique disclosed in Patent Document 3 forms a plurality of blocking zones using proton implantation
into a semiconductor substrate such that the deepest blocking zone is formed at a depth of 15 mm from an implantation
surface. Further EP 2793 266 A1 discloses a semiconductor device and a method for manufacturing a semiconductor
device. Proton irradiation is performed a plurality of times from the rear surface of an n-type semiconductor substrate,
which is an n - drift layer, to form an n-type FS layer which has a lower resistance than the n-type semiconductor substrate
in the rear surface of the n - drift layer. When the proton irradiation is performed a plurality of times in order to form the
n-type FS layer, the next proton irradiation is performed to as to compensate for a reduction in mobility due to disorder
which remains in the previous proton irradiation. In this case, the second or subsequent proton irradiation is performed
at the position of the disorder which is formed by the previous proton irradiation. In this way, even after proton irradiation
and a heat treatment, the disorde is reduced and it is possible to prevent deterioration of characteristics, such as an
increase in leakage current. In addition, it is possible to form an n-type FS layer including a high-concentration hydrogen-
related donor layer.
[0014] A further method for producing a semiconductor device is disclosed in EP 2793 251 A1.
[0015] Documents EP 2793 266 A1 and EP 2793 251 A1 fall under Article 54(3) EPC.

CITATION LIST

PATENT DOCUMENT

[0016]

Patent Document 1: JP 9-260639 A
Patent Document 2: US 2006-0286753 A
Patent Document 3: US 2006-0081923 A

DISCLOSURE OF THE INVENTION

PROBLEM TO BE SOLVED BY THE INVENTION

[0017] However, Patent Document 1 does not disclose the detailed description of annealing in a hydrogen atmosphere.
Patent Document 2 does not disclose a method of increasing the rate of change into a donor. Here, the rate of change
into a donor means the percentage of the integrated concentration of a region in which a donor is generated by a proton
in the depth direction with respect to a proton dose (dose). In order to increase the rate of change into a donor using
proton implantation, it is necessary to introduce a large amount of hydrogen into silicon. When the proton dose increases,
the number of crystal defects increases, which results in deterioration of characteristics. In addition, when the crystal
defect is recovered by the high-temperature heat treatment, the donor is vanished. As such, in the generation of the
donors by proton implantation, it is possible to reduce the crystal defects and to increase the rate of change into a donor.
[0018] The inventors’ examination result proved that, when the range of proton implantation (the distance of a position
where the concentration of ions implanted by ion implantation was the highest from the implantation surface) was greater
than 15 mm as in Patent Document 3, disorder was not sufficiently reduced in the vicinity of the proton implantation
surface and in the proton passage region. Fig. 13 is a characteristic diagram illustrating the comparison between carrier
concentration distributions in each range when the range Rp of proton implantation is about 15 mm and is greater than
15 mm. Fig. 13(a) illustrates a case in which the range Rp is 50 mm. Fig. 13(b) illustrates a case in which the range Rp
is 20 mm, and Fig. 13(c) illustrates a case in which the range Rp is 15 mm.
[0019] When the range Rp is 15 mm as illustrated in Fig. 13(c), carrier concentration in the vicinity of the proton
implantation surface (the depth is 0 mm to 5 mm) and in the proton passage region is higher than the impurity concentration,
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131014 (/cm3), of the silicon substrate and the disorder is sufficiently reduced. In contrast, when range Rp is 20 mm as
illustrated in Fig. 13(b) and when the range Rp is 50 mm as illustrated in Fig. 13(a), carrier concentration in the vicinity
of the proton implantation surface and in the proton passage region is greatly reduced and the disorder is not reduced.
As such, when the disorder remains, the leakage current or conduction loss of the element increases. Therefore, when
the range Rp of proton implantation is greater than 15 mm, a new method for reducing the disorder needs to be examined.
[0020] The invention has been made in view of the above-mentioned problems of the related art and an object of the
invention is to reduce crystal defects in the generation of donors by proton implantation. In addition, an object of the
invention is to improve the rate of change into a donor in the generation of donors by proton implantation.

MEANS FOR SOLVING PROBLEM

[0021] In particular, it is provided a method for producing a semiconductor device, wherein the method has the features
defined in claim 1. Further preferred embodiments are defined in the dependent claims.

EFFECT OF THE INVENTION

[0022] According to the method for producing a semiconductor device of the invention, in the generation of donors by
proton implantation, it is possible to introduce hydrogen into the silicon substrate, without increasing the crystal defects,
and to prevent deterioration of characteristics due to the crystal defects. In addition, according to the method for producing
a semiconductor device of the invention, it is possible to improve the rate of change into a donor in the generation of
donors by proton implantation.

BRIEF DESCRIPTION OF DRAWINGS

[0023]

Fig. 1 is a cross-sectional view illustrating a diode as a semiconductor device;
Fig. 2 is a cross-sectional view (part 1) illustrating a process of producing an active portion of the diode according
to the invention;
Fig. 3 is a cross-sectional view (part 2) illustrating the process of producing the active portion of the diode according
to the invention;
Fig. 4 is a cross-sectional view (part 3) illustrating the process of producing the active portion of the diode according
to the invention;
Fig. 5 is a cross-sectional view (part 4) illustrating the process of producing the active portion of the diode according
to the invention;
Fig. 6 is a cross-sectional view (part 5) illustrating the process of producing the active portion of the diode according
to the invention;
Fig. 7 is a cross-sectional view (part 6) illustrating the process of producing the active portion of the diode according
to the invention;
Fig. 8 is a cross-sectional view (part 7) illustrating the process of producing the active portion of the diode according
to the invention.
Fig. 9 is a characteristic diagram illustrating the measurement result of a carrier concentration distribution in a depth
direction after annealing in the process of producing the active portion of the diode according to the first arrangement;
Fig. 10 is a characteristic diagram illustrating the relationship between a recovery rate for substrate concentration
and hydrogen concentration in proton furnace annealing;
Fig. 11 is a cross-sectional view illustrating an IGBT;
Fig. 12 is a cross-sectional view illustrating a diode according to the related art;
Fig. 13 is a characteristic diagram illustrating the comparison between the carrier concentration distributions in each
range when the range Rp of proton implantation is about 15 mm and is greater than 15 mm;
Fig. 14 is a characteristic diagram illustrating a threshold voltage at which a voltage waveform starts to oscillate;
Fig. 15 is a diagram illustrating an oscillation waveform during reverse recovery of a general diode;
Fig. 16 is a characteristic diagram illustrating the relationship between the range of a proton and the acceleration
energy of the proton;
Fig. 17 is a diagram illustrating the position conditions of a field stop layer which a depletion layer reaches first in
the semiconductor device;
Fig. 18 is a diagram illustrating an IGBT including a plurality of field stop layers;
Fig. 19 is a diagram illustrating a diode including a plurality of field stop layers;
Fig. 20 is a characteristic diagram illustrating a carrier lifetime of the semiconductor device;
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Fig. 21 is a characteristic diagram illustrating a reverse recovery waveform of the semiconductor device;
Fig. 22 is a characteristic diagram illustrating the measurement result of a carrier concentration distribution in a
depth direction after annealing in the process of producing an active portion of a diode according to a second
arrangement;
Fig. 23 is a characteristic diagram illustrating the measurement result of a carrier concentration distribution in a
depth direction after annealing in the process of producing an active portion of a diode according to a third arrange-
ment; and
Fig. 24 is a characteristic diagram illustrating the measurement result of a carrier concentration distribution in a
depth direction after annealing in the process of producing an active portion of a diode according to a fourth ar-
rangement.

MODE(S) FOR CARRYING OUT THE INVENTION

[0024] Hereinafter, preferred arrangements of a method for producing a semiconductor device according to the in-
vention will be described in detail with reference to the accompanying drawings. In the specification and the accompanying
drawings, in the layers or regions having "n" or "p" appended thereto, an electron or a hole means a majority carrier. In
addition, symbols "+" and "-" added to n or p mean that impurity concentration is higher and lower than that of the layer
without the symbols. In the description of the following arrangements and the accompanying drawings, the same com-
ponents are denoted by the same reference numerals and the description thereof will not be repeated. The further
explained second arrangement is an embodiment in accordance with the present invention. In particular the first and
third arrangement are helpful for understanding the present invention. The scope of protection is defined by the claims.

(First Arrangement)

[0025] Fig. 1 is a cross-sectional view illustrating a diode as a semiconductor device. An example of a semiconductor
device 100 illustrated in Fig. 1 is a diode. However, the semiconductor device 100 may be an insulated gate bipolar
transistor (IGBT).
[0026] In the semiconductor device 100, a p-type anode layer 102 is formed in a surface layer of a main surface of
an n- semiconductor substrate (n- drift region) 101 and an n+ cathode layer 101b is formed in a surface layer of an
opposite surface (rear surface). A p-type layer, which will be a termination region 104, is formed in the outer circumference
of the p-type anode layer 102. The semiconductor device 100 controls the doping concentration of n-type impurities at
a deep position from the front surface to the rear surface in order to reduce voltage oscillation which causes noise during
switching.
[0027] Fig. 1 illustrates a state in which, after proton implantation, annealing is performed in a hydrogen atmosphere
to accelerate the generation of donors, which are protons. For carrier concentration control, an n layer 101a is formed
using proton implantation in which a deep range is obtained in silicon at a relatively low acceleration voltage. The n layer
101a becomes a field stop (FS) layer by proton implantation and has a higher impurity concentration than an n- drift
region (n- semiconductor substrate 101).
[0028] An anode electrode 105 is provided on the p-type anode layer 102 and a cathode electrode 106 is formed on
a lower surface (the rear surface of the semiconductor device 100) of the n+ cathode layer 101b. In addition, the active
portion 110 is a region in which a current flows when the semiconductor device is turned on. A edge termination structure
portion 111 is a region which reduces the electric field of the main surface of the n- semiconductor substrate (n- drift
region) 101 and holds a breakdown voltage.
[0029] For example, a field limiting ring (FLR: a termination region) 104, which is a p-type floating region, and a field
plate (FP) 107, which is a conductive film electrically connected to the termination region 104, are provided in the edge
termination structure portion 111. Reference numeral 108 is an insulating layer.
[0030] Figs. 2 to 8 are cross-sectional views illustrating a process of producing the active portion of the diode according
to the invention. The structure of the active portion 110 will be described with reference to Figs. 2 to 8. First, as illustrated
in Fig. 2, a heat treatment is performed for the n- semiconductor substrate 101, which will be the n- drift region, in a
water-vapor atmosphere to form an initial oxide film. Then, the oxide film is removed only in the active portion region by
photolithography and wet etching.
[0031] Then, as illustrated in Fig. 3, for example, boron (B) ions are implanted from the main surface of the n- semi-
conductor substrate 101, using the oxide film 108 as a mask, and a heat treatment is performed to form the p-type anode
layer 102. In addition, metal is sputtered to form the anode electrode 105 on the p-type anode layer 102. Reference
numeral 108 is an insulating layer which is the oxide film.
[0032] Then, a front surface protection film (not illustrated) which covers the anode electrode 105 is formed. As
illustrated in Fig. 4, electron beams 401 are radiated to the front surface and a heat treatment is performed to perform
lifetime killer control. Then, as illustrated in Fig. 5, the n- semiconductor substrate 101 is ground from the rear surface
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to a position 502 corresponding to the thickness of a product which is used as the semiconductor device 100.
[0033] Then, as illustrated in Fig. 6, a proton 601 is implanted into the rear surface of the n- semiconductor substrate
101 with predetermined implantation energy and a predetermined dose. Then, as illustrated in Fig. 7, annealing 701 is
performed in a hydrogen (H2) atmosphere at a predetermined temperature in a furnace in order to generate a donor
region (the n layer 101a serving as the field stop layer) of the proton 601. The n layer 101a is provided so as to be
separated from the p-type anode layer 102 and the n+ cathode layer 101b.
[0034] The implantation energy of the proton 601 is in the range of 0.3 MeV to 10 MeV, for example, 2.2 MeV (a range
Rp is 55 mm) and the dose thereof is 131014/cm2. When the implantation energy of the proton 601 is in the range of
1.0 MeV to 5.0 MeV, the range Rp of the proton 601 is in the range of 16 mm to 220 mm. In particular, when the implantation
energy of the proton 601 is equal to or greater than 1.0 MeV, the range Rp of the proton 601 is equal to or greater than
16 mm and an oscillation inhibitory effect during reverse recovery is improved, which is preferable. The oscillation
inhibitory effect during reverse recovery will be described below. When the implantation energy of the proton 601 is in
the range of 2.0 MeV to 3.0 MeV, the range Rp of the proton 601 is in the range of 20 mm to 100 mm.
[0035] The dose of the proton 601 may be, for example, in the range of about 331012/cm2 to 531014/cm2. Preferably,
the dose of the proton 601 is in the range of about 131013/cm2 to 131014/cm2 such that defect recovery and the rate
of change into a donor are in desired states. Annealing 701 for generating a donor may be performed, for example, at
a temperature of 380°C in an atmosphere in which hydrogen concentration is equal to or greater than 0.5% and less
than 4.65%. The processing time of the annealing 701 may be, for example, about 1 to 10 hours. Preferably, the
processing time of the annealing 701 may be, for example, in the range of about 3 hours to 7 hours. This is because
the range of the processing time makes it possible to stabilize a temperature variation for 1 hour from the start of the
annealing 701. In order to reduce production costs, the processing time of the annealing 701 may be, for example, in
the range of about 1 hour to 5 hours.
[0036] Then, as illustrated in Fig. 8, for example, phosphorus (P) ion implantation 801 is performed from the rear
surface of the n- semiconductor substrate 101 and a heat treatment is performed to form an n+ layer (the n+ cathode
layer 101b; hereinafter, referred to as an n+ layer 101b). Then, metal is sputtered to form the cathode electrode 106 on
the rear surface of the n- semiconductor substrate 101. The n layer 101a and the n+ layer 101b form a field stop region
and have an impurity concentration higher than the n- drift region (n- semiconductor substrate 101). In this way, the
active portion of the diode illustrated in Fig. 1 is completed.

(Example)

[0037] Next, the characteristics of the semiconductor device 100 having the above-mentioned structure will be de-
scribed. Fig. 9 is a characteristic diagram illustrating the measurement result of a carrier concentration distribution in
the depth direction after annealing in the process of producing the active portion of the diode according to the first
arrangement. Fig. 9 illustrates the measurement result of the carrier concentration distribution in a portion corresponding
to the X-X’ axis of Fig. 1 by a spreading resistance analysis (SRA) method when annealing is performed at a hydrogen
concentration of 0% and 4% in a proton furnace (which holds for Figs. 22 to 24). The carrier concentration measured
by the SRA method substantially indicates doping concentration when the mobility of carriers is equal to an ideal value
of a crystal. In contrast, when there are many crystal defects or crystal disorder is large, mobility is reduced. Therefore,
spreading resistance increases and low carrier concentration is measured (that is, apparently, doping concentration is
reduced). In Fig. 9, the position of 0 is the boundary between the cathode electrode 106 and the n+ layer 101b (which
holds for Figs. 22 to 24). When the hydrogen concentration is 0%, a large number of crystal defects occur in a portion
through which protons, as represented by a dotted line in Fig. 9. Therefore, as can be seen from Fig. 9, carrier concentration
is reduced between the n layer 101a and the n+ layer 101b.
[0038] In contrast, when the hydrogen concentration is 4%, as represented by a solid line in Fig. 9, crystal defects in
the portion through which protons pass are recovered and carrier concentration is not reduced between the n layer 101a
and the n+ layer 101b, but is equal to about substrate concentration (N0).
[0039] Fig. 10 is a characteristic diagram illustrating the relationship between a recovery rate with respect to the
substrate concentration and hydrogen concentration in proton furnace annealing. Fig. 10 illustrates the relationship
between the recovery rate with respect to the substrate concentration and the hydrogen concentration in proton furnace
annealing, in which the minimum carrier concentration in measurement using the SRA method is N1. When the hydrogen
concentration is changed from 0% to 0.5%, the recovery rate of a crystal rapidly increases and is substantially saturated
at 3% or more. When the influence of a variation in hydrogen concentration is considered, annealing needs to be
performed at a hydrogen concentration of 0.5% or more. In addition, when the hydrogen concentration is equal to or
greater than 4.65%, there is a danger of explosion. Therefore, when the hydrogen concentration is equal to or greater
than 3%, the effect is substantially saturated. When the relationship between the recovery rate of the crystal and the
hydrogen concentration is considered, it is preferable that the hydrogen concentration be less than 4.65%. More pref-
erably, the recovery rate of the crystal is equal to or greater than 80% and the hydrogen concentration is equal to or
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greater than 1.0% and equal to or less than 4.0% in order to reduce the danger of explosion.
[0040] As described above, according to the first arrangement, after proton implantation, the heat treatment is per-
formed in a hydrogen atmosphere in which hydrogen concentration is equal to or greater than 0.5% and less than 4.65%.
Therefore, it is possible to introduce hydrogen into silicon, using a method other than proton implantation. A large amount
of hydrogen terminates the dangling bond of a crystal defect and accelerates the recovery of a crystal.
[0041] According to the production method according to the first arrangement, it is possible to reduce a dose required
to generate donors and to reduce the annealing temperature of the furnace. Therefore, it is possible to reduce the
processing time (lead time) and to reduce the chip cost of the semiconductor device 100.

(Second Arrangement)

[0042] Next, a method for producing a semiconductor device according to a second arrangement will be described.
The method for producing the semiconductor device according to the second arrangement differs from the method for
producing the semiconductor device according to the first arrangement in the acceleration energy and annealing con-
ditions of a proton. The method for producing the semiconductor device according to the second arrangement is the
same as the method for producing the semiconductor device according to the first arrangement except for proton an-
nealing conditions.
[0043] Specifically, first, similarly to the first arrangement, a process from the formation of a p-type anode layer 102
to the implantation of a proton 601 is performed (Figs. 2 to 6). The acceleration energy of the proton is, for example, 1.1
MeV (a range Rp is 18 mm). Then, for example, annealing 701 is performed at a temperature of 340°C for 10 hours in
an atmosphere in which hydrogen concentration is equal to or greater than 0.5% and less than 4.65% to form a donor
region (n layer 101a) (Fig. 7). Then, similarly to the first arrangement, a process of forming an n+ layer 101b using
phosphorus ion implantation and laser annealing and the subsequent processes are performed (Fig. 8). In this way, the
diode illustrated in Fig. 1 is completed.
[0044] Fig. 22 illustrates the measurement result of the carrier concentration distribution of the produced diode in the
depth direction by an SRA method. Fig. 22 is a characteristic diagram illustrating the measurement result of the carrier
concentration distribution in the depth direction after annealing in a process of producing an active portion of the diode
according to the second arrangement. As illustrated in Fig. 22, since carrier concentration in the vicinity of an implantation
surface of the proton 601 and in a passage region of the proton 601 is higher than the impurity concentration of the n-

semiconductor substrate 101 (substrate concentration represented by a dotted line, which holds for Figs. 23 and 24), it
is possible to generate the donor region while recovering a crystal defect (disorder).
[0045] As described above, according to the second arrangement, it is possible to obtain the same effect as that of
the first arrangement. According to the second arrangement, since the annealing temperature of protons is equal to or
less than 340°C, it is possible to form all front surface structures (for example, a p-type anode layer, an anode electrode,
and an interlayer insulating film) on a thick n- semiconductor substrate before the rear surface is ground. Therefore, it
is possible to reduce the number of processes which are performed for a thin n- semiconductor substrate. As a result,
it is possible to improve yield and to reduce the costs of production facilities. In addition, according to the second
arrangement, since the annealing temperature of protons is equal to or less than 340°C, it is possible to radiate electron
beams to the thick n- semiconductor substrate before the rear surface is ground. Therefore, it is possible to improve
yield. The rate of change from protons to donors is the highest when the annealing temperature is equal to or higher
than 300°C and lower than 350°C (for example, 10% to 50%). When an annealing process is performed in this temperature
range, it is possible to maintain a high rate of change from protons to donors.

(Third Arrangement)

[0046] Next, a method for producing a semiconductor device according to a third arrangement will be described. The
method for producing the semiconductor device according to the third arrangement differs from the method for producing
the semiconductor device according to the first arrangement in that proton annealing is performed at a temperature of
340°C to 400°C in an atmosphere in which hydrogen concentration is equal to or greater than 0.5% and less than 4.65%
such that desired proton acceleration energy, desired defect recovery, and the desired rate of change into donors are
obtained. Therefore, in the third arrangement, the order of processes is different from that in the first arrangement and
electron beam irradiation and a heat treatment for lifetime control are performed after proton annealing.
[0047] Specifically, first, similarly to the first arrangement, a process from the formation of a p-type anode layer to the
formation of a front surface protection film is performed. Then, an n- semiconductor substrate is ground from the rear
surface to a position corresponding to the thickness of a product which is used as the semiconductor device. Then,
protons are implanted into the rear surface of the n- semiconductor substrate with an acceleration energy of 1.1 MeV
and annealing is performed at a temperature of, for example, 380°C for 10 hours in an atmosphere in which hydrogen
concentration is equal to or greater than 0.5% and less than 4.65% to form a donor region. Then, electron beams are



EP 2 790 208 B1

8

5

10

15

20

25

30

35

40

45

50

55

radiated to the front surface of the substrate and a heat treatment is performed to perform lifetime killer control. Then,
similarly to the first arrangement, a process of forming an n+ layer using phosphorus ion implantation and laser annealing
and the subsequent processes are performed. In this way, the diode illustrated in Fig. 1 is completed.
[0048] Fig. 23 illustrates the measurement result of the carrier concentration distribution of the produced diode in the
depth direction by an SRA method. Fig. 23 is a characteristic diagram illustrating the measurement result of the carrier
concentration distribution in the depth direction after annealing in a process of producing an active portion of the diode
according to the third arrangement. As illustrated in Fig. 23, since carrier concentration in the vicinity of a proton implan-
tation surface and in a passage region of the proton is higher than the impurity concentration of the n- semiconductor
substrate, it is possible to generate the donor region while recovering a crystal defect (disorder) in the third arrangement.
[0049] As described above, according to the third arrangement, it is possible to obtain the same effect as that in the
first arrangement. According to the third arrangement, since the annealing temperature of protons is equal to or less
than 400°C, it is possible to reduce defects and to improve the rate of change into donors. In addition, similarly to the
second arrangement, it is possible to form all front surface structures on a thick n- semiconductor substrate before the
rear surface is ground. Therefore, it is possible to improve yield and to reduce costs.

(Fourth Arrangement)

[0050] Next, a method for producing a semiconductor device according to a fourth arrangement will be described. The
method for producing the semiconductor device according to the fourth arrangement differs from the method for producing
the semiconductor device according to the first arrangement in that proton annealing is performed at a temperature of
300°C to 450°C in an atmosphere in which hydrogen concentration is equal to or greater than 0.5% and less than 4.65%
in order to increase acceleration energy and the rate of change into donors. Therefore, in the fourth arrangement, the
order of processes is different from that in the first arrangement and the formation of a front surface protection film, and
electron beam irradiation and a heat treatment for lifetime control are performed after proton annealing.
[0051] Specifically, first, similarly to the first arrangement, a p-type anode layer and an anode electrode are formed.
Then, an n- semiconductor substrate is ground from the rear surface to a position corresponding to the thickness of a
product which is used as the semiconductor device. Then, protons are implanted into the rear surface of the n- semi-
conductor substrate with an acceleration energy of 1.1 MeV and annealing is performed at a temperature of, for example,
420°C for 5 hours in an atmosphere in which hydrogen concentration is equal to or greater than 0.5% and less than
4.65% to form a donor region. Then, a front surface protection film which covers the anode electrode is formed. Then,
electron beams are radiated to the front surface of the substrate and a heat treatment is performed to perform lifetime
killer control. Then, similarly to the first arrangement, a process of forming an n+ layer using phosphorus ion implantation
and laser annealing and the subsequent processes are performed. In this way, the diode illustrated in Fig. 1 is completed.
[0052] Fig. 24 illustrates the measurement result of the carrier concentration distribution of the produced diode in the
depth direction by an SRA method. Fig. 24 is a characteristic diagram illustrating the measurement result of the carrier
concentration distribution in the depth direction after annealing in a process of producing an active portion of the diode
according to the fourth arrangement. As illustrated in Fig. 24, since carrier concentration in the vicinity of a proton
implantation surface and in a passage region of the proton is higher than the impurity concentration of the n- semiconductor
substrate, it is possible to generate the donor region while recovering a crystal defect (disorder) in the fourth arrangement.
In addition, since the carrier concentration in the vicinity of the proton implantation surface and in the passage region of
the proton is higher than that in the second and third arrangements, it is possible to stably recover a crystal defect, as
compared to the second and third arrangements.
[0053] As described above, according to the fourth arrangement, it is possible to obtain the same effect as that in the
first arrangement. In addition, according to the fourth arrangement, since the annealing temperature of the proton is
high, the number of processes which are performed for a thin n- semiconductor substrate thickness increases after the
rear surface is ground, but it is possible to stably recover a crystal defect.

(Fifth Arrangement)

[0054] In the above-described arrangements, the semiconductor device producing method which forms the diode on
the semiconductor substrate has been described above. However, the invention is not limited to the above-described
arrangements. The invention can be similarly applied to produce an n layer (field stop layer) 101a of an insulated gate
bipolar transistor (IGBT).
[0055] Fig. 11 is a cross-sectional view illustrating an IGBT as the semiconductor device. In an IGBT 200, a p-type
base layer 210 is formed in a surface layer of a main surface of an n- semiconductor substrate (n- drift region) 201. An
n-type emitter layer 209 is formed in a surface layer of the p-type base layer 210. A trench gate electrode 208 is provided
so as to be opposite to an n- drift region (n- semiconductor substrate 201), the p-type base layer 210, and an n-type
emitter layer 209, with a gate oxide film 213 interposed therebetween. In this way, a metal-oxide film-semiconductor
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(MOS) gate electrode is formed.
[0056] In addition, a floating p layer 211 with a floating potential is formed in a surface layer of the main surface of the
n- semiconductor substrate 201 so as to come into contact with a side surface of the trench gate electrode 208 opposite
to the p-type base layer 210. Then, a trench dummy gate 212 is formed through a gate oxide film 213 so as to be adjacent
to the trench gate electrode 208 with the floating p layer 211 interposed therebetween. The potential of the dummy gate
212 may be floating potential or emitter potential. A p+ collector layer 203 is formed in a surface layer of an opposite
surface (rear surface). Then, a p-type guard ring 204 which will be a termination region 104 is formed in the outer
circumference of the p-type base layer 210.
[0057] The IGBT 200 controls the doping concentration of n-type impurities at a deep position from the front surface
to the rear surface in order to reduce voltage oscillation which causes noise during switching. Fig. 11 illustrates a state
in which, after proton implantation, annealing is performed in a hydrogen atmosphere to accelerate the generation of
donors, which are protons. For carrier concentration control, an n layer 201a is formed using proton implantation in which
a deep range is obtained in silicon at a relatively low acceleration voltage. The n layer 201a becomes a field stop (FS)
layer by proton implantation and has a higher impurity concentration than an n- drift region (n- semiconductor substrate
201).
[0058] An emitter electrode 202 is provided on the p-type base layer 210 and the n-type emitter layer 209 and a
collector electrode 206 is provided on a lower surface of a p+ collector layer 203 (the rear surface of the IGBT 200). An
active portion 110 is a region in which a current flows when the IGBT is turned on and a termination region 104 is a
region which reduces the electric field of the main surface of the n- semiconductor substrate (n- drift region) 201 and
holds a breakdown voltage. For example, a p-type guard ring 204, which is a p-type floating region, and a field plate
(FP) 207, which is a conductive film electrically connected to the guard ring 204, are provided in the termination region
104. Reference numeral 205 is an interlayer insulating film and reference numeral 214 is an insulating layer.
[0059] As described above, according to the fifth arrangement, it is possible to obtain the same effect as that in the
first arrangement.

(Sixth Arrangement)

[0060] The position of the field stop layer will be described as a sixth arrangement. One or a plurality of field stop
layers may be formed by proton implantation. Hereinafter, the preferred position of the proton peak of a first-stage field
stop layer will be described in a plurality of proton implantation operations. The first-stage field stop layer means a field
stop layer which is disposed at the deepest position from the rear surface of the substrate, which is an n+ cathode layer
in the case of a diode and is a p+ collector layer in the case of an IGBT, in the depth direction.
[0061] Fig. 15 illustrates an oscillation waveform during the reverse recovery of a general diode. When an anode
current is equal to or less than a tenth of a rated current, oscillation is likely to occur before reverse recovery ends since
the number of stored carriers is small. The anode current is fixed to a given value and the diode is reversely recovered
by a different power supply voltage VCC. In this case, when the power supply voltage VCC is greater than a predetermined
value, the voltage is greater than the peak value of a general overshoot voltage in a voltage waveform between the
cathode and the anode and then an additional overshoot occurs. Then, the additional overshoot (voltage) triggers the
oscillation of the subsequent waveform. When the power supply voltage VCC is greater than the predetermined value
again, an addition overshoot voltage further increases and the amplitude of the subsequent oscillation increases. As
such, a threshold voltage at which the voltage waveform starts to oscillate is referred to as an oscillation start threshold
value VRRO. As the oscillation start threshold value VRRO increases, the possibility of the diode oscillating during reverse
recovery is reduced, which is preferable.
[0062] The oscillation start threshold value VRRO depends on the position of a first proton peak which the end of a
depletion layer (strictly, the end of a space-charge region since there is a hole), which is spread from a pn junction
between the p-type anode layer and the n- drift region of the diode to the n- drift region, reaches first, among a plurality
of proton peaks. The reason is as follows. When the depletion layer is spread from the p-type anode layer on the front
surface side to the n- drift region during reverse recovery, the end of the depletion layer reaches the first field stop layer
and the spreading of the depletion layer is suppressed. Therefore, the sweep of the stored carriers is weakened. As a
result, the depletion of carriers is suppressed and oscillation is prevented.
[0063] During reverse recovery, the depletion layer is spread in the depth direction from the pn junction between the
p-type anode layer and the n- drift region to the cathode electrode. Therefore, the peak position of the field stop layer
which the end of the depletion layer reaches first is the field stop layer which is closest to the pn junction between the
p-type anode layer and the n- drift region. It is assumed that the thickness of the n- semiconductor substrate (the thickness
of a portion interposed between the anode electrode and the cathode electrode) is W0 and the depth of the peak position
of the field stop layer which the end of the depletion layer reaches first from the interface between the cathode electrode
and the rear surface of the n- semiconductor substrate (hereinafter, referred to as a distance from the rear surface) is
X. Here, a distance index L is introduced. The distance index L is represented by the following Expression (1). 
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[0064] Fig. 17 is a diagram illustrating the position conditions of the field stop layer which the depletion layer reaches
first in the semiconductor device. Fig. 19 is a diagram illustrating a diode including a plurality of field stop layers. Fig.
19(a) is a cross-sectional view illustrating the diode including a plurality of field stop layers 3. Fig. 19(b) illustrates a net
doping concentration distribution along the cutting line B-B’ of Fig. 19(a). A p-type anode layer 52 is formed on a front
surface of an n- semiconductor substrate which will be an n- drift region 1 and an n+ cathode layer 53 is formed on a
rear surface. Reference numeral 51 is an anode electrode and reference numeral 54 is a cathode electrode. For example,
the field stop layers 3 are formed in the n- drift region 1 in three stages. In addition, the distance X of the peak position
of the field stop layer 3, which is disposed at the deepest position from the rear surface of the substrate, from the rear
surface of the substrate is 50 mm. This corresponds to a case in which the distance index L is 58.2 mm and y, which will
be described below, is 1.2 on the basis of the diagram illustrated in Fig. 17. An arrow L illustrated in Fig. 19(b) indicates,
for example, a distance (length) from the pn junction between the p-type anode layer 52 and the n- drift region 1.
[0065] Fig. 18 is a diagram illustrating an IGBT including a plurality of field stop layers. Fig. 18(a) is a cross-sectional
view illustrating the IGBT including a plurality of field stop layers 3. Fig. 18(b) illustrates a net doping concentration
distribution along the cutting line A-A’ of Fig. 18(a). A p-type base layer 33 is formed on a front surface of an n- semi-
conductor substrate which will be an n- drift region 1 and a p collector layer 4 is formed on a rear surface. Reference
numeral 2 is an n+ emitter layer, reference numeral 23 is a pn junction between the p-type base layer 33 and the n- drift
region 1, reference numeral 31 is an emitter electrode, and reference numeral 32 is a collector electrode. In addition,
reference numeral 38 is an n buffer layer, reference numeral 41 is an interlayer insulating film, reference numeral 42 is
a gate electrode, and reference numeral 43 is a gate insulating film. For example, the field stop layers 3 are formed in
the n- drift region 1 in three stages. The distance X of the peak position of the field stop layer 3, which is disposed at
the deepest position from the rear surface of the substrate, from the rear surface of the substrate is 50 mm. This
corresponds to a case in which the distance index L is 58.2 mm and y, which will be described below, is 1.2 on the basis
of the diagram illustrated in Fig. 17. An arrow L illustrated in Fig. 18(b) indicates, for example, a distance (length) from
the pn junction 23 between the p-type base layer 33 and the n- drift region 1.
[0066] Next, the reverse recovery oscillation of the diode will be described. The distance index L represented by the
above-mentioned Expression (1) is an index indicating the distance of the end of the depletion layer (exactly, a space-
charge region) (depletion layer end), which is spread from the pn junction between the p-type anode layer and the n-

drift region to the n- drift region, from the pn junction when a voltage VAK between the cathode and the anode is the
power supply voltage VCC during reverse recovery. In a fraction in the square root, a denominator indicates the space-
charge density of the space-charge region (simply, the depletion layer) during reverse recovery. The known Poisson’s
equation is represented by divE = ρ/ε (where E is electric field intensity, ρ is the space-charge density, and ρ = q(p - n
+ Nd - Na) is established). In addition, q is an elementary charge, p is hole concentration, n is electron concentration,
Nd is donor concentration, Na is acceptor concentration, and ε is the permittivity of a semiconductor. In particular, the
donor concentration Nd is average concentration obtained by integrating the n- drift region in the depth direction and
dividing the integrated value by the length of the integration section.
[0067] The space-charge density ρ is described by the hole concentration p in the space-charge region (depletion
layer) during reverse recovery and the average donor concentration Nd of the n- drift region. The space-charge density
ρ can be represented by ρ ≈ q(p + Nd) since the electron concentration is negligibly less than the space-charge density
ρ and there is no acceptor. In this case, the hole concentration p is determined by a breaking current of the diode. In
particular, the hole concentration p is represented by p = JF/(qvsat) since a situation in which the rated current density
of the element flows is assumed (where JF is the rated current density of the element and vsat is a saturated speed at
which the speed of carriers is saturated with predetermined electric field intensity).
[0068] The Poisson’s equation is integrated with the distance x two times and a voltage V satisfies E = -gradV (the
relationship between a known electric field E and the voltage V). Therefore, when boundary conditions are appropriate,
V = (1/2) (ρ/ε)x2 is established. The length x of the space-charge region when the voltage V is half of a rated voltage
BV is the distance index L. The reason is that, in the actual device, such as an inverter, an operating voltage (power
supply voltage VCC), which is the voltage V, is about half of the rated voltage. When the doping concentration of the field
stop layer is higher than the concentration of the n- drift region, the field stop layer has a function of making it difficult
for the space-charge region to be spread during reverse recovery. In a case in which the anode current of the diode
starts to be reduced from the breaking current due to the turn-on of a MOS gate of the IGBT which is disposed at a
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different position on the circuit, when the peak position of the field stop layer which the depletion layer reaches first is
in the range of the length of the space-charge region, it is possible to suppress the spreading of the space-charge region,
with the stored carriers remaining in the n- drift region. Therefore, the sweep of the remaining carriers is suppressed.
[0069] For example, in the actual reverse recovery operation, when an IGBT module is driven by a known PWM
inverter, the power supply voltage VCC or the breaking current is not fixed, but is variable. Therefore, in this case, the
preferred peak position of the field stop layer which the depletion layer reaches first needs to have a certain width. The
inventors’ examination result proved that the distance X of the peak position of the field stop layer which the depletion
layer reached first from the rear surface was as illustrated in Fig. 17. Fig. 17 illustrates the distance X of the peak position
of the field stop layer which the depletion layer reaches first from the rear surface at a rated voltage of 600 V to 6500 V.
Here, X = W0 - yL is established and y is a coefficient. Fig. 17 illustrates the distance X when the coefficient y is changed
from, for example, 0.7 to 1.6.
[0070] As illustrated in Fig. 17, the safe design is made at each rated voltage such that the element (diode) has a
breakdown voltage that is about 10 percent higher than the rated voltage. As illustrated in Fig. 17, the total thickness of
the n- semiconductor substrate (the thickness of the n- semiconductor substrate during a finishing process after the n-

semiconductor substrate is thinned by, for example, grinding) and the average specific resistance of the n- drift region
are set such that an on-voltage or reverse recovery loss is sufficiently reduced. The term "average" means the average
concentration and specific resistance of the entire n- drift region including the field stop layer. As illustrated in Fig. 17,
the rated current density JF has a typical value, depending on the rated voltage. The rated current density JF is set such
that energy density which is determined by the product of the rated voltage is substantially constant and substantially
has the value illustrated in Fig. 17. When the distance index L is calculated by the above-mentioned Expression (1) on
the basis of these values, the value illustrated in Fig. 17 is obtained. The distance X of the peak position of the field stop
layer which the end of the depletion layer reaches first from the rear surface is obtained by subtracting the value of y
which is in the range of 0.7 to 1.6 with respect to the distance index L from the thickness W0 of the n- semiconductor
substrate.
[0071] The distance X of the peak position of the field stop layer which the end of the depletion layer reaches first from
the rear surface, at which reverse recovery oscillation is sufficiently suppressed, with respect to the distance index L
and the thickness W0 of the n- semiconductor substrate, is as follows. Fig. 14 is a characteristic diagram illustrating a
threshold voltage at which the voltage waveform starts to oscillate. Fig. 14 illustrates the dependence of the oscillation
start threshold value VRRO on y at some typical rated voltages Vrate (600 V, 1200 V, and 3300 V). Here, the vertical axis
indicates a value obtained by normalizing the oscillation start threshold value VRRO with the rated voltage Vrate. As can
be seen from Fig. 14, it is possible to rapidly increase the oscillation start threshold value VRRO together with three rated
voltages Vrate at y of 1.5 or less.
[0072] As described above, in the actual device, such as an inverter, the operating voltage (power supply voltage VCC)
which is the voltage V is about half of the rated voltage Vrate. Therefore, when the power supply voltage VCC is half of
the rated voltage Vrate, at least the reverse recovery oscillation of the diode should not occur. That is, the value of
VRRO/Vrate needs to be equal to or greater than 0.5. As illustrated in Fig. 14, when y is equal to or greater than 0.2 and
equal to or less than 1.5, the value of VRRO/Vrate is equal to or greater than 0.5. Therefore, it is preferable that y be at
least in the range of 0.2 to 1.5.
[0073] At a voltage between 600 V and 1200 V (for example, 800 V or 1000 V), a voltage between 1200 V and 3300
V (for example, 1400 V, 1700 V, or 2500 V), and a voltage equal to or higher than 3300 V (for example, 4500 V or 6500
V) which are not illustrated, the oscillation start threshold value VRRO does not greatly deviate from three curves illustrated
in Fig. 14 and has the same dependence as the three curves (the oscillation start threshold value VRRO with respect to
γ). As can be seen from Fig. 17, there is a region in which the oscillation start threshold value VRRO can be sufficiently
increased at any rated voltage Vrate when y is in the range of 0.7 to 1.4.
[0074] When y is less than 0.7, the oscillation start threshold value VRRO is about equal to or higher than 80% of the
rated voltage Vrate, but the avalanche breakdown voltage of the element is likely to be lower than the rated voltage Vrate
since the field stop layer is close to the p-type base layer. Therefore, it is preferable that y be equal to or greater than
0.7. When y is greater than 1.4, the oscillation start threshold value VRRO is rapidly reduced from about 70% of the rated
voltage Vrate and reverse recovery oscillation is likely to occur. Therefore, it is preferable that y be equal to or less than
1.4. In addition, y is more preferably in the range of 0.8 to 1.3 and most preferably in the range of 0.9 to 1.2. In this case,
it is possible to maximize the oscillation start threshold value VRRO while increasing the avalanche breakdown voltage
of the element to be sufficiently higher than the rated voltage Vrate.
[0075] The important point in Fig. 14 is that the range of y which can sufficiently increase the oscillation start threshold
value VRRO is substantially the same (0.7 to 1.4) at any rated voltage Vrate. The reason is as follows: it is most effective
to set the range of the distance X of the peak position of the field stop layer which the depletion layer reaches first from
the rear surface to be centered on W0-L (γ = 1). It is most effective to include y = 1.0 since power density (the product
of the rated voltage Vrate and the rated current density JF) is substantially constant (for example, 1.83105 VA/cm2 to
2.63105 VA/cm2). That is, when the voltage of the element is equivalent to the rated voltage Vrate during switching, such
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as turn-off, the distance (depth) of the end of the space-charge region is equal to about the distance index L represented
by the above-mentioned Expression (1). When the peak position of the field stop layer which is disposed at the deepest
position from the rear surface is aligned with the position of the distance index L (that is, y is about 1.0), it is possible to
suppress oscillation during switching. Since power density is substantially constant, the distance index L is proportional
to the rated voltage Vrate. Therefore, in the range which has y = 1 substantially as the center, it is possible to sufficiently
increase the oscillation start threshold value VRRO at any rated voltage Vrate and to maximize the oscillation inhibitory
effect during reverse recovery.
[0076] As described above, when the distance X of the peak position of the field stop layer which the end of the
depletion layer reaches first from the rear surface is set in the above-mentioned range, the stored carriers can sufficiently
remain in the diode during reverse recovery and it is possible to suppress an oscillation phenomenon. Therefore, for the
distance X of the peak position of the field stop layer which the end of the depletion layer reaches first from the rear
surface, the coefficient y of the distance index L may be in the above-mentioned range at any rated voltage Vrate. In this
case, it is possible to effectively suppress the oscillation phenomenon during reverse recovery.
[0077] As can be seen from Fig. 17, as described above, when the depth of the first (first-stage) field stop layer, which
is disposed at the deepest position from the rear surface, from the rear surface is set such that y is about 1 at a rated
voltage Vrate of 600 V or more, the distance index L is greater than 20 mm at any rated voltage Vrate. That is, the range
Rp of protons for forming the first proton peak at the deepest position from the rear surface is deeper than 15 mm,
particularly, equal to or deeper than 20 mm from the rear surface of the substrate in order to maximize the oscillation
inhibitory effect.
[0078] As described above, in order to obtain good switching characteristics, it is necessary to form the field stop layer
in a region which is deeper than at least 15 mm from the rear surface of the n- semiconductor substrate. The concept of
the distance index L and the preferred range of y in the diode can be similarly applied to an IGBT. That is, reverse
recovery oscillation may be considered to be replaced with turn-off oscillation. In this case, the likeliness of oscillation
and the effect of suppressing the oscillation are the same as those for the reverse recovery oscillation.

(Seventh Arrangement)

[0079] Next, the acceleration energy of a proton in the method for producing the semiconductor device according to
the invention will be described as a seventh arrangement. The acceleration energy of the proton may be determined
from the characteristic diagram illustrated in Fig. 16 in order to actually form a field stop layer using proton implantation
such that the peak position of the field stop layer which a depletion layer reaches first has a distance X from the rear
surface of a substrate and the above-mentioned range of y is satisfied. Fig. 16 is the characteristic diagram illustrating
the relationship between the range of the proton and the acceleration energy of the proton in the semiconductor device.
[0080] The inventors’ examination result proved that, when the logarithm log(Rp) of the range Rp of the proton (the
peak position of the field stop layer) was x and the logarithm log(E) of the acceleration energy E of the proton was y,
the range Rp of the proton and the acceleration energy E of the proton satisfied the relationship represented by the
following Expression (2). 

[0081] Fig. 16 is the characteristic diagram illustrating the above-mentioned Expression (2) and illustrates the accel-
eration energy of the proton for obtaining the desired range Rp of the proton. In Fig. 16, the horizontal axis indicates the
logarithm log(Rp) of the range Rp of the proton and a corresponding range Rp (mm) is described in parentheses below
the axis value of log(Rp). In addition, the vertical axis indicates the logarithm log(E) of the acceleration energy E of the
proton and the corresponding acceleration energy E of the proton is described in parentheses on the left side of the axis
value of log(E). The above-mentioned Expression (2) is obtained by fitting the logarithm log(Rp) of the range Rp of the
proton and the logarithm log(E) of the acceleration energy of the proton, which are obtained by, for example, experiments,
to the quartic of x (= log(Rp)).
[0082] When the acceleration energy E of proton implantation is calculated (hereinafter, referred to as a calculated
value E) from the desired average range Rp of the proton by the above-mentioned fitting expression and the proton is
implemented into a silicon substrate with the calculated value E of the acceleration energy, the relationship between the
actual acceleration energy E’ and the average range Rp’ (proton peak position) which is actually obtained by the spreading
resistance analysis (SRA) method may be considered as follows.
[0083] When the actual acceleration energy E’ is in the range of about E610% with respect to the calculated value E
of the acceleration energy, the actual average range Rp’ is in the range of about 610% of the desired average range
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Rp, which is in a measurement error range. Therefore, the influence of the deviation of the actual average range Rp’
from the desired average range Rp on the electrical characteristics of the diode or the IGBT is small enough to be
negligible. When the actual acceleration energy E’ is in the range of 610% of the calculated value E, the actual average
range Rp’ can be determined to be substantially equal to the set average range Rp. Alternatively, the actual average
range Rp’ may be in the range of 610% of the average range Rp which is calculated by substituting the actual acceleration
energy E’ into the above-mentioned Expression (2).
[0084] In the actual accelerator, since both the acceleration energy E and the average range Rp are within the above-
mentioned ranges (610%), it is considered that the actual acceleration energy E’ and the actual average range Rp’
follow the fitting expression shown in the above-mentioned Expression (2) which is represented by the desired average
range Rp and the calculated value E and no problem occurs. In addition, the range of a variation or an error may be in
the range of 610% of the average range Rp. It is preferable that the range of the variation or the error be in the range
of 65% of the average range Rp. In this case, it can be considered that the actual acceleration energy E’ and the actual
average range Rp’ perfectly follow the above-mentioned Expression (2).
[0085] The use of the above-mentioned Expression (2) makes it possible to calculate the acceleration energy E of the
proton required to obtain the desired range Rp of the proton. When the above-mentioned Expression (2) is used, the
acceleration energy E of each proton for forming the field stop layer is substantially equal to a measured value obtained
by actually measuring a sample, which is irradiated with protons with the acceleration energy E’, using the spreading
resistance analysis (SRA) method. Therefore, the use of the above-mentioned Expression (2) makes it possible to
estimate the required acceleration energy E of the proton with high accuracy on the basis of the range Rp of the proton.

(Eighth Arrangement)

[0086] Next, a reverse recovery waveform of a semiconductor device will be described as an eighth arrangement. Fig.
21 is a characteristic diagram illustrating the reverse recovery waveform of the semiconductor device. Fig. 21 illustrates
a reverse recovery waveform (hereinafter, referred to as Example 1) which is produced according to the first arrangement
and a reverse recovery waveform of a comparative example in which proton implantation is not performed and only
electron beam irradiation is performed. A rated voltage is 1200 V and the doping concentration (average concentration)
Nd of an FZ silicon substrate and the finished thickness W0 of the FZ silicon substrate after grinding are as illustrated in
Fig. 17. The value of y of a field stop layer which is disposed at the deepest position from the rear surface of the substrate
is 1. In the invention, electron beam irradiation conditions were that a dose was 300 kGy and acceleration energy was
5 MeV. In the comparative example, a dose was 60 kGy. In the eighth arrangement and the comparative example, a
forward voltage drop was 1.8 V at any rated current density (in Fig. 17, a field corresponding to 1200 V). Test conditions
were that a power supply voltage VCC was 800 V, an initial steady anode current was a rated current (current density3an
active area: about 1 cm2), and the floating inductance of a diode, a driving IGBT (1200 V), and an intermediate capacitor
in a chopper circuit was 200 nH.
[0087] As can be seen from Fig. 21, in Example 1, a reverse recovery peak current is less than that in the comparative
example and an overshoot voltage which is higher than the power supply voltage VCC is about 200 V lower than that in
the comparative example. That is, the reverse recovery waveform according to the : eighth arrangement is a so-called
soft recovery waveform. This indicates that it is possible to achieve a very soft waveform in lifetime control using electron
beam irradiation which is fast, but is likely to cause hard recovery, which is the effect that has not been obtained in the
related art (comparative example).
[0088] The operation (reason) of the effect of the invention will be described with reference to Fig. 20. Fig. 20 is a
characteristic diagram illustrating the carrier lifetime of the semiconductor device fabricated according to the invention.
Fig. 20 illustrates the net doping concentration, point defect concentration, and carrier lifetime of the diode according to
Example 1 in the depth direction from the anode electrode. It is guessed that the reason why the invention can achieve
soft recovery is that, for a point defect (a vacancy (V) and a divacancy (VV)) which is introduced by electron beam
irradiation, a dangling bond is terminated by a hydrogen atom which is introduced from the rear surface of the substrate
by proton implantation. The defect which accelerates the generation and extinction of carriers is mainly a point defect
and is energy center having the vacancy (V) and the divacancy (VV) as the main components. A dangling bond is formed
in the point defect. When proton implantation is performed for the rear surface of the substrate and annealing (heat
treatment) is performed, the defect is released and returns to a state close to a normal crystal state. In this case, peripheral
hydrogen atoms terminate the dangling bond. In this way, the center having the vacancy (V) and the divacancy (VV) as
main components disappears. In contrast, for a donor which is caused by a hydrogen atom (hydrogen induced donor),
since a VOH defect composed of a vacancy(V), oxygen (O), and hydrogen (H) is the main defect, the dangling bond is
terminated by the hydrogen atom by proton implantation and the VOH defect is also formed. That is, the point defect
having the vacancy (V) and the divacancy (VV) as the main components is vanished by the formation of the VOH defect
which most contributes to forming the donor. It is guessed that this accelerates the generation of the VOH donor while
reducing the density of vacancies (V) and divacancies (VV) which causes a leakage current or carrier recombination.
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[0089] In general, in the stage in which a silicon wafer is produced from an ingot and is sliced into wafers, the wafer
includes oxygen. For example, an FZ wafer which is produced from pure polysilicon includes about 131015/cm3 to
131016/cm3 of oxygen. An FZ wafer which is drawn from polysilicon derived from a CZ wafer includes about 131016/cm

3

to 131017/cm3 of oxygen. The oxygen included in the wafers contributes as O of the VOH defect.
[0090] In the related art, proton implantation which is used in order to reduce only the lifetime, without forming a large
number of donors, has been known. It is guessed that the proton implantation leaves a large number of defects having
the vacancy (V) and the divacancy (VV) as main components and forms few VOH defects. This is greatly different from
the formation of the field stop layer by proton implantation from the rear surface of the substrate and hydrogen induced
donors and a reduction in the defect having the vacancy (V) and the divacancy (VV) as main components which is
obtained by the effect of terminating the dangling bond by electron beam irradiation with the hydrogen atom in the
invention.
[0091] By this phenomenon, as illustrated in the middle of Fig. 20, for point defect density, a sufficient number of point
defects caused by electron beam irradiation remain between the p-type anode layer and the field stop layer and a uniform
lifetime distribution is formed. In this case, the lifetime is, for example, equal to or greater than about 0.1 ms and equal
to or less than about 3 ms. Hydrogen concentration is increased by proton implantation in a portion that is about 50 mm
from the rear surface of the substrate and is closer to the cathode than the position in the range from the field stop layer
to the cathode on the rear surface of the substrate. Since the hydrogen atom terminates the dangling bond, the point
defect concentration is reduced. Therefore, the lifetime of a depth region (a depth of 50 mm from the rear surface to the
surface layer of the rear surface of the substrate) in which the field stop layer is formed is more than that of a region that
is shallower than the deep region and is, for example, about 10 ms. This value is equal to or sufficiently close to a lifetime
value (10 ms or more) when electron beam irradiation is not performed. Therefore, the concentration of minority carriers
(not illustrated) (in this case, holes) has a distribution in which it is sufficiently low on the anode side and is sufficiently
high on the cathode side. As a result, it is possible to achieve a very ideal carrier concentration distribution, depending
on the soft recovery characteristics of the diode.
[0092] As described above, the point defect is introduced in the depth direction of the substrate by electron beam
irradiation and the field stop layer including the hydrogen induced donors is formed by proton implantation from the rear
surface of the substrate. Therefore, it is possible to reduce the number of point defects having the vacancy (V) and the
divacancy (VV) as the main components in the region in which the field stop layer is formed and to obtain a lifetime
distribution that is useful for soft recovery characteristics.

INDUSTRIAL APPLICABILITY

[0093] As described above, the method for producing the semiconductor device according to the invention is useful
for fabricating, for example, a power semiconductor device that is used for industrial or automotive motor control or
engine control.

EXPLANATIONS OF LETTERS OR NUMERALS

[0094]

100 SEMICONDUCTOR DEVICE (DIODE)
101 n- SEMICONDUCTOR SUBSTRATE
101a n LAYER (FIELD STOP LAYER)
101b n+ CATHODE LAYER (n+ LAYER)
102 p-TYPE ANODE LAYER
104 TERMINATION REGION
105 ANODE ELECTRODE
106 CATHODE ELECTRODE
107 FIELD PLATE
108 INSULATING LAYER
200 SEMICONDUCTOR DEVICE (IGBT)

Claims

1. A method for producing a semiconductor device (100; 200) comprising:

a radiation step of radiating an electron beam to the a front side of an n-type silicon substrate (101) and a heat
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treatment step to perform lifetime killer control; after said radiation step and heat treatment step an implantation
step of performing proton implantation from a rear surface of the n-type silicon substrate (101); and
a formation step of performing an annealing process for the silicon substrate (101) in an annealing furnace to
form a first semiconductor region of n-type which has a higher impurity concentration than the silicon substrate
(101) after the implantation step,
wherein
in the formation step, the annealing furnace is in a hydrogen atmosphere and volume concentration of hydrogen
is equal to or greater than 0.5% and less than 4.65%; an annealing temperature of the annealing process is
equal to or higher than 300 °C and lower than 350°C; and wherein a range of the proton implanted from the
rear surface is in the range of 16 mm to 220 mm.

2. The method for producing a semiconductor device (100; 200) according to claim 1,
wherein the semiconductor device (100; 200) is a diode (100),
the first semiconductor region is an n-type field stop layer (101a), and
the silicon substrate (101) is a drift layer, or wherein the semiconductor device (100; 200) is an insulated gate bipolar
transistor (200),
the first semiconductor region is an n-type field stop layer (101a), and
the silicon substrate (101) is a drift layer.

3. The method for producing a semiconductor device (100) according to claim 2,
wherein the semiconductor device (100; 200) is a diode (100) and the volume concentration of the hydrogen is set
such that carrier concentration of a region from the n-type field stop layer (101a) of the silicon substrate (101) to a
cathode electrode (106) is about substrate concentration, or
wherein the semiconductor device (100; 200) is an insulated gate bipolar transistor (200) and the volume concen-
tration of the hydrogen is set such that carrier concentration of a region from the n-type field stop layer (101a) of
the silicon substrate (101) to a collector electrode (206) is about substrate concentration.

4. The method for producing a semiconductor device (100; 200) according to claim 1,
wherein a processing time of the annealing process is in the range of 1 hour to 10 hours, and/or
wherein the processing time of the annealing process is in the range of 3 hours to 7 hours, and/or
wherein the processing time of the annealing process is 5 hours or more.

5. The method for producing a semiconductor device (100; 200) according to claim 1,
wherein a proton dose in the proton implantation is in the range of 331012/cm2 to 531014/cm2, and/or
wherein the proton dose in the proton implantation is in the range of 131013/cm2 to 131014/cm2.

6. The method for producing a semiconductor device (100; 200) according to any one of claims 1 to 5 ,
wherein, when a logarithm log(E) of implantation energy E of a proton in the proton implantation is y and a logarithm
log(Rp) of a range Rp of the proton is x, y = - 0.0047x4 + 0.0528x3 - 0.2211x2 + 0.9923x + 5.0474 is satisfied.

7. The method for producing a semiconductor device (100; 200) according to claim 2,
wherein the semiconductor device (100; 200) is a diode (100) and the volume concentration of the hydrogen is set
such that carrier concentration of a region from the n-type field stop layer (101a) of the silicon substrate (101) to a
cathode electrode (106) is equal to or higher than substrate concentration, or
wherein the semiconductor device (100; 200) is an insulated gate bipolar transistor (200) and the volume concen-
tration of the hydrogen is set such that carrier concentration of a region from the n-type field stop layer (101a) of
the silicon substrate (101) to a collector electrode (206) is equal to or higher than substrate concentration.

8. The method for producing a semiconductor device (100; 200) according to claim 1, further comprising:

after radiating the electron beams a grinding process of grinding the rear surface of the semiconductor substrate
(101).
wherein the proton implantation is performed from the ground surface of the silicon substrate (101).

Patentansprüche

1. Verfahren zur Herstellung einer Halbleitervorrichtung (100; 200), umfassend:
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einen Bestrahlungsschritt des Abstrahlens eines Elektronenstrahls auf die Vorderseite eines n-Siliziumsubstrats
(101) und einen Wärmebehandlungsschritt, um eine Lebensdauer-Killer-Steuerung auszuführen;
nach dem Bestrahlungsschritt und dem Wärmebehandlungsschritt einen Implantationsschritt des Ausführens
einer Protonenimplantation von einer hinteren Fläche des n-leitenden Siliziumsubstrats (101); und
einen Bildungsschritt des Ausführens eines Temperprozesses für das Siliziumsubstrat (101) in einem Temper-
ofen, um eine erste n-Halbleiterregion zu bilden, die nach dem Implantationsschritt eine höhere Störstellenkon-
zentration als das Siliziumsubstrat (101) aufweist, wobei
sich in dem Bildungsschritt der Temperofen in einer Wasserstoffatmosphäre befindet und die Volumenkonzen-
tration des Wasserstoffs gleich oder größer als 0,5 % und kleiner als 4,65 % ist; eine Tempertemperatur des
Temperprozesses gleich oder höher als 300 °C und niedriger als 350 °C ist; und wobei ein Bereich des von der
Rückfläche implantierten Protons im Bereich von 16 mm bis 220 mm liegt.

2. Verfahren zur Herstellung einer Halbleitervorrichtung (100; 200) nach Anspruch 1,
wobei die Halbleitervorrichtung (100; 200) eine Diode (100) ist,
die erste Halbleiterregion eine n-Feldstoppschicht (101a) ist und
das Siliziumsubstrat (101) eine Driftschicht ist, oder
wobei die Halbleitervorrichtung (100; 200) ein Bipolartransistor mit isoliertem Gate (200) ist,
die erste Halbleiterregion eine n-Feldstoppschicht (101a) ist und
das Siliziumsubstrat (101) eine Driftschicht ist.

3. Verfahren zur Herstellung einer Halbleitervorrichtung (100) nach Anspruch 2,
wobei die Halbleitervorrichtung (100; 200) eine Diode (100) ist und die Volumenkonzentration des Wasserstoffs
derart eingestellt ist, dass die Ladungsträgerkonzentration einer Region von der n-Feldstoppschicht (101a) des
Siliziumsubstrats (101) zu einer Kathodenelektrode (106) ungefähr der Substratkonzentration entspricht, oder
wobei die Halbleitervorrichtung (100; 200) ein Bipolartransistor mit isoliertem Gate (200) ist und die Volumenkon-
zentration des Wasserstoffs derart eingestellt ist, dass die Ladungsträgerkonzentration einer Region von der n-
Feldstoppschicht (101a) des Siliziumsubstrats (101) zu einer Kollektorelektrode (206) ungefähr der Substratkon-
zentration entspricht.

4. Verfahren zur Herstellung einer Halbleitervorrichtung (100; 200) nach Anspruch 1,
wobei eine Verarbeitungszeit des Temperprozesses im Bereich von 1 Stunde bis 10 Stunden liegt, und/oder
wobei die Verarbeitungszeit des Temperprozesses im Bereich von 3 Stunden bis 7 Stunden liegt, und/oder
wobei die Verarbeitungszeit des Temperprozesses 5 Stunden oder mehr beträgt.

5. Verfahren zur Herstellung einer Halbleitervorrichtung (100; 200) nach Anspruch 1,
wobei eine Protonendosis bei der Protonenimplantation im Bereich von 3x1012/cm2 bis 5x1014/cm2 liegt, und/oder
wobei die Protonendosis bei der Protonenimplantation im Bereich von 1x1013/cm2 bis 1x1014/cm2 liegt.

6. Verfahren zur Herstellung einer Halbleitervorrichtung (100; 200) nach einem der Ansprüche 1 bis 5,
wobei, wenn ein Logarithmus log(E) der Implantierungsenergie E eines Protons bei der Protonenimplantation y ist
und ein Logarithmus log(Rp) eines Bereichs Rp des Protons x ist, y = - 0,0047x4 + 0,0528x3 - 0,2211x2 + 0,9923x
+ 5,0474 erfüllt ist.

7. Verfahren zur Herstellung einer Halbleitervorrichtung (100; 200) nach Anspruch 2,
wobei die Halbleitervorrichtung (100; 200) eine Diode (100) ist und die Volumenkonzentration des Wasserstoffs
derart eingestellt ist, dass die Ladungsträgerkonzentration einer Region von der n-Feldstoppschicht (101a) des
Siliziumsubstrats (101) zu einer Kathodenelektrode (106) gleich oder höher als die Substratkonzentration ist, oder
wobei die Halbleitervorrichtung (100; 200) ein Bipolartransistor mit isoliertem Gate (200) ist und die Volumenkon-
zentration des Wasserstoffs derart eingestellt ist, dass die Ladungsträgerkonzentration einer Region von der n-
Feldstoppschicht (101a) des Siliziumsubstrats (101) zu einer Kollektorelektrode (206) gleich der oder höher als die
Substratkonzentration ist.

8. Verfahren zur Herstellung einer Halbleitervorrichtung (100; 200) nach Anspruch 1, ferner umfassend:

nach dem Abstrahlen der Elektronenstrahlen einen Schleifprozess des Schleifens der hinteren Fläche des
Halbleitersubstrats (101),
wobei die Protonenimplantation von der geschliffenen Fläche des Siliziumsubstrats (101) ausgeführt wird.
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Revendications

1. Procédé de production d’un dispositif semi-conducteur (100;200) comprenant:

une étape de rayonnement consistant à faire rayonner un faisceau d’électrons vers la face avant d’un substrat
de silicium de type n (101) et une étape de traitement thermique pour effectuer une commande de destruction
de durée de vie;
après ladite étape de rayonnement et l’étape de traitement thermique, une étape d’implantation consistant à
effectuer une implantation de protons à partir d’une surface arrière d’un substrat de silicium de type n (101); et
une étape de formation consistant à effectuer un processus de recuit pour le substrat de silicium (101) dans
un four de recuit pour former une première région semi-conductrice de type n qui a une concentration d’impuretés
plus élevée que le substrat en silicium (101) après l’étape d’implantation, dans lequel
dans l’étape de formation, le four de recuit est dans une atmosphère d’hydrogène et la concentration volumique
d’hydrogène est égale ou supérieure à 0.5% et inférieure à 4.65%;
une température de recuit du processus de recuit est égale ou supérieure à 300°C et inférieure à 350°C; et
dans lequel une plage du proton implanté à partir de la surface arrière est dans la plage de 16 à 220 mm.

2. Procédé de production d’un dispositif semi-conducteur (100;200) selon la revendication 1,
dans lequel le dispositif semi-conducteur (100; 200) est une diode (100),
la première région semi-conductrice est une couche d’arrêt de champ de type n (101a), et
le substrat de silicium (101) est une couche de dérive, ou
dans lequel le dispositif semi-conducteur (100; 200) est un transistor bipolaire à grille isolée (200), la première région
semi-conductrice est une couche d’arrêt de champ de type n (101a), et
le substrat de silicium (101) est une couche de dérive.

3. Procédé de production d’un dispositif à semi-conducteur (100) selon la revendication 2,
dans lequel le dispositif à semi-conducteur (100; 200) est une diode (100) et la concentration volumique de l’hydro-
gène est réglée de telle sorte que la concentration de porteurs d’une région de la couche d’arrêt de champ de type
n (101a) du substrat de silicium (101) à une électrode de cathode (106) est environ une concentration de substrat, ou
dans lequel le dispositif à semi-conducteur (100; 200) est un transistor bipolaire à grille isolée (200) et la concentration
volumique de l’hydrogène est réglée de telle sorte que la concentration de porteurs d’une région de la couche d’arrêt
de champ de type n (101a) du substrat de silicium (101) à une électrode de collecteur (206) est environ la concen-
tration du substrat.

4. Procédé de production d’un dispositif à semi-conducteur (100;200) selon la revendication 1,
dans lequel un temps de traitement du processus de recuit est dans la plage de 1 heure à 10 heures, et/ou dans
lequel le temps de traitement du processus de recuit se situe entre 3 heures et 7 heures, et/ou
dans lequel le temps de traitement du processus de recuit est de 5 heures ou plus.

5. Procédé de production d’un dispositif semi-conducteur (100; 200) selon la revendication 1,
dans lequel une dose de protons dans l’implantation de protons est dans la plage de 3x1012/cm2 à 5x1014/cm2, et/ou
dans lequel la dose de protons dans l’implantation de protons est dans la plage de 1x1013/cm2 à 1x1014/cm2.

6. Procédé de production d’un dispositif à semi-conducteur (100; 200) selon une quelconque des revendications 1 à 5,
dans lequel, lorsqu’un logarithme log (E) de l’énergie d’implantation E d’un proton dans l’implantation du proton est
y et un logarithme log (Rp) d’une plage Rp du proton est x, y = - 0.0047x4 + 0.0528x3 - 0.2211x2 + 0.9923x + 5.0474
est satisfait.

7. Procédé de production d’un dispositif semi-conducteur (100; 200) selon la revendication 2, dans lequel
le dispositif semi-conducteur (100; 200) est une diode (100) et la concentration volumique de l’hydrogène est réglée
de telle sorte que la concentration de porteurs d’une réaction de la couche d’arrêt de champ de type n (101a) du
substrat de silicium (101) à une électrode de cathode (106) soit égale ou supérieure à la concentration du substrat,
ou dans lequel le dispositif à semi-conducteur (100; 200) est un transistor bipolaire à grille isolée (200) et la con-
centration volumique de l’hydrogène est établie de telle sorte que la concentration de porteurs d’une région de la
couche d’arrêt de champ de type n (101a) du substrat de silicium (101) à une électrode de collecteur (206) est égale
ou supérieure à la concentration de substrat.

8. Procédé de production d’un dispositif semi-conducteur (100; 200) selon la revendication 1, comprenant en outre:
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après avoir fait rayonner les faisceaux d’électrons, un processus de meulage consistant à broyer la surface
arrière du substrat semi-conducteur (101)
dans lequel l’implantation de protons est effectuée à partir de la surface de masse du substrat de silicium (101) .
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