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Description 

Background  of  the  Invention 

5  The  present  invention  relates  to  an  acidic  equilibration  catalyst  method  for  equilibrating  organopolysilox- 
ane  having  aromatic  organic  radicals  attached  to  silicon  by  carbon-silicon  bonds  with  poly(organosiloxane) 
having  aliphatic  organic  radicals  attached  to  silicon  by  carbon-silicon  bonds.  More  particularly,  the  present 
invention  relates  to  a  method  of  reducing  cleavage  of  aromatic  organic  radicals  attached  to  silicon  by 
carbon-silicon  bonds  during  equilibration,  by  delaying  the  addition  of  such  aromatic  organic  siloxane  to  the 

io  acidic  equilibration  mixture. 
FR-A-2  598  426  discloses  polyanhydride-siloxanes  and  polyimide-siloxanes. 
EP-A-0  012  892  discloses  a  process  for  making  of  silicon-functional  polyorganosiloxanes 
Prior  to  the  present  invention,  a  satisfactory  procedure  was  not  available  for  acid  equilibrating 

organopolysiloxane  having  aromatic  organic  radicals  attached  to  silicon  without  "protodesilation"  occurring. 
75  In  instances  where  a  basic  equilibration  catalyst  such  as  potassium  hydroxide  is  used,  the  problem  of 

protodesilation  or  acid  cleavage  is  avoided.  However,  basic  equilibration  cannot  be  used  effectively  in 
instances  where  the  organopolysiloxane  has  base  sensitive  functional  groups,  such  as  aromatic  anhydrides, 
attached  to  silicon. 

It  would  be  desirable,  therefore,  to  provide  a  satisfactory  procedure  for  acid  equilibrating  aromatic 
20  organic-substituted  siloxanes  with  poly(aliphatic  organicsiloxane)s  which  minimizes  protodesilation. 

The  present  invention  is  based  on  the  discovery  that  acid  equilibration  of  poly(aliphatic  organicsilox- 
ane)  and  organicsiloxane  having  aromatic  organic  radicals  attached  to  silicon  by  carbon-silicon  bonds,  such 
as  phthalic  anhydride-substituted  organicsiloxane,  can  be  achieved  without  a  significant  degree  of  acid 
cleavage  of  phthalic  anhydride  groups  occurring.  It  has  been  found  that  protodesilation  of  aromatic  organic 

25  groups  from  organicsiloxane  can  be  reduced  by  delaying  the  addition  of  the  aromatic  organic  radical- 
substituted  organicsiloxane  to  the  equilibration  mixture.  If  the  equilibration  catalyst,  such  as 
trifluoromethanesulfonic  acid,  is  initially  dispersed  in  the  poly(organicsiloxane)  substantially  free  of  aromatic 
organic  substitution  and  the  resulting  mixture  is  then  blended  with  poly(aromatic  organic  siloxane),  a 
significant  reduction  in  acid  cleavage  of  aromatic  organic  radicals  is  achieved.  It  also  has  been  found  that 

30  alkenyl  radicals  such  as  vinyl  attached  to  silicon  by  carbon-silicon  bonds  also  are  less  likely  to  cleave  under 
acidic  equilibration  conditions  if  the  addition  of  the  alkenyl  siloxane  is  delayed  in  a  similar  manner. 

Statement  of  the  Invention 

35  There  is  provided  by  the  present  invention,  a  method  for  equilibrating  poly(aliphaticorganicsiloxane)  and 
organicpolysiloxane  having  aromatic  organic  radicals  attached  to  silicon  by  carbon-silicon  bonds,  whereby 
the  tendency  of  the  aromatic  organic  radicals  attached  to  silicon  by  carbon-silicon  bonds  to  cleave  from 
silicon  atoms  is  substantially  reduced,  which  comprises: 

(1)  agitating  a  mixture  comprising  poly(aliphatic  organicsiloxane)  and  an  effective  amount  of  an  acidic 
40  equilibration  catalyst  until  the  equilibration  catalyst  is  uniformely  dispersed  throughout  the  resulting 

mixture  and 
(2)  adding  organicpolysiloxane  having  aromatic  organic  radicals  attached  to  silicon  by  carbon-silicon 
bonds  to  (1)  and  agitating  the  resulting  mixture  at  a  temperature  of  about  25  °C  to  150°C  until 
equilibration  is  effected. 

45  Some  of  the  organicpolysiloxanes  having  aromatic  organic  radicals  attached  to  silicon  by  carbon-silicon 
bonds  which  can  be  equilibrated  in  accordance  with  the  practice  of  the  present  invention  are,  for  example, 
organicpolysiloxane  having  an  average  of  from  about  1  .8  to  about  2.5  aromatic  organic  radicals  attached  to 
silicon  by  carbon-silicon  bonds  which  consists  essentially  of  chemically  combined  organicsiloxy  units 
having  the  formula 

50 

( R ) a ( R 1 ) b S i O ( 4 - a - b )   ;  ( D  

2 
55 

where  R  is  a  C(6-14)  aromatic  organic  radical,  R1  is  a  C(1-8)  aliphatic  radical,  or  substituted  aliphatic  radical, 
a  is  an  integer  equal  to  1  to  3  inclusive,  b  is  an  integer  equal  to  0  to  2  inclusive  and  the  sum  of  a  +  b  is 
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equal  to  1  to  3  inclusive. 
Aromatic  organic  radicals  which  are  included  within  R  of  the  above  formula  are  C(6-i  4)  aromatic 

hydrocarbon  radicals,  such  as  phenyl,  tolyl,  xylyl,  naphthyl,  anthryl,  and  C(6-14)  aromatic  hydrocarbon 
radicals,  substituted  with  inert  or  radicals  unreactive  during  equilibration,  such  as  halo,  for  example,  chloro, 

5  bromo,  nitro,  cyano,  anhydride,  such  as 

w 

15 
imide 

where  R2  is  selected  from  hydrogen,  R  and  R1  radicals.  Aliphatic  radicals  which  are  included  within  R1  are, 
for  example,  C(1-8)  alkyl  and  C(1-8)  alkyl  substituted  with  radicals  inert  during  equilibration,  such  as  methyl, 
ethyl,  propyl,  butyl,  pentyl,  hexyl,  trifluoroethyl,  trifluoropropyl,  cyanoethyl  and  alkenyl  radicals,  such  as 

30  vinyl,  allyl,  propenyl,  etc. 
Some  of  the  organicpolysiloxanes,  which  can  be  equilibrated  and  can  contain  chemically  combined 

units  of  formula  (1)  are,  for  example,  cyclic  siloxane,  such  as  octamethylcyclotetrasiloxane,  tetramethyl- 
tetravinylcyclotetrasiloxane,  hexamethylcyclotrisiloxane,  1  ,3-divinyltetramethyldisiloxane,  hexamethyldisilox- 
ane,  hexaphenyltrisiloxane,  polydimethylsiloxane,  having  from  about  2  to  200  chemically  combined 

35  dimethylsiloxy  units,  4,4'-(tetramethyldisiloxane-1  ,3-diyl)diphthalic  anhydride,  etc. 
Acidic  equilibration  catalysts  which  can  be  used  in  the  practice  of  the  present  invention  are,  for 

example,  trifluoromethanesulfonic  acid,  fluoromethanesulfonic  acid,  methanesulfonic  acid,  toluenesulfonic 
acid,  polymeric  acid  resins,  such  as  Nation  types,  acidic  clays  and  aluminas,  sulfuric  acid  and  trich- 
loroacetic  acid.  An  effective  amount  of  acidic  equilibration  catalyst  is  from  .05%  to  .2%  by  weight  of  catalyst 

40  based  on  the  equilibration  mixture. 
In  the  practice  of  one  of  the  preferred  forms  of  the  present  invention,  the  poly(aliphatic  organicsiloxane) 

and  acidic  equilibration  catalyst  are  stirred  together  at  a  temperature  in  the  range  of  from  about  25  °  C  to 
about  150°C  until  a  uniform  mixture  is  achieved.  Organic  solvents  which  can  be  used  in  combination  with 
the  polyalkylsiloxane  are,  for  example,  any  inert  organic  solvent  which  is  inert  to  the  reactants  during  the 

45  equilibration.  Some  organic  solvents  which  can  be  used  are,  for  example,  chlorobenzene,  toluene, 
methylene  chloride  and  1  ,2-dichloroethane. 

After  the  acidic  catalyst  has  been  uniformly  dispersed  throughout  the  polyalkylsiloxane,  the  aromatic 
organic  siloxane  is  added  to  the  mixture  and  then  heating  of  the  mixture  along  with  agitation  can  be 
continued.  Temperatures  in  the  range  of  from  about  25  °C  to  150°C  can  be  employed.  In  instances  where 

50  equilibration  is  effected  under  neat  conditions,  a  temperature  in  the  range  of  130  °  C  to  150  °  C  can  be  used. 
Equilibration  of  the  ingredients  can  be  achieved  in  a  few  minutes.  A  metal  oxide  quenching  agent,  such  as 
magnesium  oxide,  can  be  added  to  the  equilibration  mixture  to  quench  excess  acidic  catalyst,  or  if  the 
catalyst  is  sufficiently  volatile  it  may  be  removed  by  distillation. 

In  order  that  those  skilled  in  the  art  will  be  better  able  to  practice  the  present  invention,  the  following 
55  examples  are  given  by  way  of  illustration  and  not  by  way  of  limitation.  All  parts  are  by  weight. 

3 
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Example  1 

There  was  added  20  M.I  of  trifluoromethanesulfonic  acid  (0.009  m)  to  a  mixture  of  0.43  grams  of 
hexamethyldisiloxane  (2.65  millimoles)  in  26  grams  of  chlorobenzene  (23.5  ml.)  at  a  temperature  of  30  °C 

5  until  thermal  equilibrium  had  been  achieved.  After  the  mixture  had  been  stirred  for  60  seconds,  there  was 
added  1.13  grams  of  4,4'-(tetramethyldisiloxane-1  ,3-diyl)diphthalic  anhydride  (2.65  millimoles).  Aliquots 
were  removed  at  various  times  over  a  period  of  19  hours  and  analyzed  by  liquid  chromatography.  The 
same  procedure  was  repeated  except  the  temperature  of  120°C  was  used.  It  was  found  that  the  aliquots 
from  the  30  °C  run  and  120°C  run  contained  0.2  mole  percent  of  phthalic  anhydride  which  was  substantially 

io  the  same  as  the  level  of  phthalic  anhydride  in  the  original  4,4'-(tetramethyldisiloxane-1  ,3-diyl)diphthalic 
anhydride.  Conversion  to  4-(pentamethyldisiloxane-yl)phthalic  anhydride  also  was  found  in  both  runs. 

Comparative  Example  1 

is  The  same  procedure  was  repeated  except  that  the  trifluoromethanesulfonic  acid  was  added  to  the 
respective  mixtures  at  30  °C  and  120°C.  It  contained  the  4,4'-(tetramethyldisiloxane-1  ,3-diyl)diphthalic 
anhydride,  hexamethyldisiloxane  and  chlorobenzene  uniformly  dispersed  together.  The  trifluoromethanesul- 
fonic  acid  was  added  to  each  of  the  respective  solutions  in  shaking  for  30  seconds.  Aliquots  were  taken  of 
the  various  solutions  over  a  period  of  from  20  to  320  minutes  and  analyzed  by  liquid  chromatography.  It 

20  was  found  that  mixtures  that  were  formed  at  30  °  C  contained  3.2  mole  percent  of  phthalic  anhydride  while 
aliquots  from  the  120°C  runs  displayed  3.1  mole  percent  of  the  phthalic  anhydride. 

The  above  results  demonstrate  that  the  delayed  addition  of  the  4,4'-(tetramethyldisiloxane-1  ,3-diyl)- 
diphthalic  anhydride  to  the  mixture  substantially  eliminated  acid  cleavage  or  protodesilation  of  phthalic 
anhydride  from  silicon. 

25 
Example  2 

There  was  added  1.0  M.I  (0.006  m)  of  trifluoromethanesulfonic  acid,  with  stirring,  to  0.69  grams  of 
octamethylcyclotetrasiloxane  at  a  temperature  of  135°C.  Sixty  seconds  after  the  addition  of  the  acid,  1 

30  gram  of  4,4'-(tetramethyldisiloxane-1  ,3-diyl)diphthalic  anhydride  (2.35  millimoles)  was  added  to  the  mixture. 
After  2  hours,  excess  magnesium  oxide  was  added  to  the  mixture.  Tetrahydrofuran  was  then  added  to  the 
mixture  and  the  solution  filtered  and  analyzed  by  liquid  chromatography.  Analysis  indicated  that  0.3  mole 
percent  of  phthalic  anhydride  was  present. 

35  Comparative  Example  2 

The  same  procedure  was  repeated  except  that  1  .2  u\  of  trifluoromethanesulfonic  acid  (0.005  mole)  was 
added  to  a  mixture  of  0.69  grams  of  octamethylcyclotetrasiloxane  (2.33  millimoles)  in  2  grams  of  4,4'- 
(tetramethyldisiloxane-1  ,3-diyl)diphthalic  anhydride  (4.69  millimoles)  which  had  been  melted  prior  to  the 

40  addition  of  the  acid.  The  resulting  mixture  became  homogeneous  after  10  minutes.  After  2  hours,  a  slight 
excess  of  magnesium  oxide  was  added.  Tetrahydrofuran  was  then  added  to  the  mixture  and  the  solution 
filtered.  Analysis  by  liquid  chromatography  indicated  that  2.2  mole  percent  of  phthalic  anhydride  was 
present. 

Although  the  above  examples  are  directed  to  only  a  few  of  the  very  many  variables  which  can  be  used 
45  in  the  practice  of  the  method  of  the  present  invention,  it  should  be  understood  that  a  much  broader  variety 

of  aromatic  organic-substituted  organopolysiloxanes  and  acidic  catalysts,  as  well  as  alkylpolysiloxanes,  can 
be  used  as  described  in  the  description  preceding  these  examples. 

Claims 
50 

1.  A  method  for  equilibrating  polyalkylsiloxane  with  organic  polysiloxane  having  aromatic  organic  radicals 
attached  to  silicon  by  carbon-silicon  bonds,  whereby  the  tendency  of  the  aromatic  organic  radicals 
attached  to  silicon  by  carbon-silicon  bonds  to  cleave  is  substantially  reduced,  which  comprises: 

(1)  heating  with  agitation,  a  mixture  comprising  polyalkylsiloxane  and  from  0,05%  to  0,2%  by  weight, 
55  based  on  the  equilibrating  mixture,  of  acidic  equilibration  catalyst  until  the  equilibration  catalyst  is 

uniformly  dispersed  throughout  the  resulting  mixture  and 
(2)  adding  the  organic  polysiloxane  having  aromatic  organic  radicals  attached  to  silicon  by  carbon- 
silicon  bonds  to  (1)  and  heating  the  resulting  mixture  with  agitation  at  a  temperature  of  25  °C  to 

4 
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150°C  until  equilibration  is  effected. 

2.  A  method  in  accordance  with  claim  1  ,  where  the  organic  polysiloxane  having  aromatic  organic  radicals 
attached  to  silicon  by  carbon-silicon  bonds  is  4,4'-(tetramethyldisiloxane-1  ,3-diyl)diphthalic  anhydride. 

5 
3.  A  method  in  accordance  with  claim  1  ,  where  the  polyalkylsiloxane  is  hexamethyldisiloxane. 

4.  A  method  in  accordance  with  claim  1  ,  where  the  polyalkylsiloxane  is  octamethylcyclotetrasiloxane. 

io  5.  A  method  in  accordance  with  claim  1  ,  where  the  acidic  equilibration  catalyst  is  trifluoromethanesulfonic 
acid. 

6.  A  method  in  accordance  with  claim  1,  where  the  acidic  equilibration  catalyst  is  methanesulfonic  acid. 

is  7.  A  method  in  accordance  with  claim  1,  where  the  equilibration  catalyst  is  removed  by  distillation. 

8.  A  method  in  accordance  with  claim  1  ,  where  the  equilibration  mixture  is  quenched  with  a  metal  oxide. 

9.  A  method  in  accordance  with  claim  6,  where  the  quenching  agent  is  magnesium  oxide. 
20 

Patentanspruche 

1.  Verfahren  zum  Aquilibrieren  von  Polyalkylsiloxan  mit  organischem  Polysiloxan,  das  durch  Kohlenstoff- 
Silicium-Bindungen  an  Silicium  gebundene  aromatische  organische  Reste  aufweist,  wobei  die  Neigung 

25  der  durch  Kohlenstoff-Silicium-Bindungen  an  Silicium  gebundenen  aromatischen  organischen  Reste, 
abzuspalten,  betrachtlich  vermindert  ist,  umfassend: 

(1)  Erhitzen  unter  Ruhren  einer  Mischung,  umfassend  Polyalkylsiloxan  und  von  0,05  bis  0,2  Gew.-%, 
bezogen  auf  die  aquilibrierende  Mischung,  eines  sauren  Aquilibrierungskatalysators,  bis  der  Aquili- 
brierungskatalysator  gleichmaBig  in  der  resultierenden  Mischung  dispergiert  ist  und 

30  (2)  Hinzugeben  des  organischen  Polysiloxans,  das  durch  Kohlenstoff-Silicium-Bindungen  an  Silicium 
gebundene  aromatische  organische  Reste  aufweist,  zu  (1)  und  Erhitzen  der  resultierenden  Mischung 
unter  Ruhren  auf  eine  Temperatur  von  25  bis  150°C,  bis  die  Aquilibrierung  bewirkt  ist. 

2.  Verfahren  nach  Anspruch  1,  worin  das  organische  Polysiloxan,  das  durch  Kohlenstoff-Silicium-Bindun- 
35  gen  an  Silicium  gebundene  aromatische  organische  Reste  aufweist,  4,4'-(Tetramethyldisiloxan-1  ,3-diyl)- 

diphthalsaureanhydrid  ist. 

3.  Verfahren  nach  Anspruch  1  ,  worin  das  Polyalkylsiloxan  Hexamethyldisiloxan  ist. 

40  4.  Verfahren  nach  Anspruch  1  ,  worin  das  Polyalkylsiloxan  Octamethylcyclotetrasiloxan  ist. 

5.  Verfahren  nach  Anspruch  1  ,  worin  der  saure  Aquilibrierungskatalysator  Trifluormethansulfonsaure  ist. 

6.  Verfahren  nach  Anspruch  1  ,  worin  der  saure  Aquilibrierungskatalysator  Methansulfonsaure  ist. 
45 

7.  Verfahren  nach  Anspruch  1,  worin  der  Aquilibrierungskatalysator  durch  Destination  entfernt  wird. 

8.  Verfahren  nach  Anspruch  1,  worin  die  Aquilibrierungsmischung  mit  einem  Metalloxid  geloscht  wird. 

50  9.  Verfahren  nach  Anspruch  6,  worin  das  Loschmittel  Magnesiumoxid  ist. 

Revendicatlons 

1.  Methode  d'equilibrage  de  polyalkylsiloxanes  avec  des  polysiloxanes  organiques  portant  des  radicaux 
55  organiques  aromatiques,  lies  au  silicium  par  une  liaison  carbone-silicium,  diminuant  considerablement 

la  tendance  au  clivage  des  radicaux  organiques  aromatiques,  lies  au  silicium  par  une  liaison  carbone- 
silicium,  et  comprenant 

5 
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(1)  le  chauffage  sous  agitation,  d'un  melange  comprenant  un  polyalkylsiloxane  et  un  catalyseur 
d'equilibrage  acide  jusqu'a  obtention  d'une  dispersion  uniforme  du  catalyseur  d'equilibrage  dans  le 
melange  resultant,  et 
(2)  I'addition  du  polysiloxane  organique  portant  des  radicaux  organiques  aromatiques,  lies  au  silicium 
par  une  liaison  carbone-silicium,  au  melange  (1)  et  le  chauffage  du  melange  resultant  sous  agitation 
a  une  temperature  de  25  °C  a  150  °C,  jusqu'a  ce  que  I'equilibrage  soit  realise. 

Methode  conforme  a  la  revendication  1,  dans  laquelle  le  polysiloxane  organique  portant  des  radicaux 
organiques  aromatiques  lies  au  silicium  par  des  liaisons  carbone-silicium  est  I'anhydride  4,4'-tetrame- 
thyldisiloxane-1  ,3-diyl)diphtalique. 

Methode  conforme  a  la  revendication  1  ,  dans  laquelle  le  polyalkylsiloxane  est  I'hexamethyldisiloxane. 

Methode  conforme  a  la  revendication  1  ,  dans  laquelle  le  polyalkylsiloxane  est  I'octamethylcyclotetrasi- 
loxane. 

Methode  conforme  a  la  revendication  1,  dans  laquelle  le  catalyseur  d'equilibrage  acide  est  le  I'acide 
trifluoromethanesulfonique. 

Methode  conforme  a  la  revendication  1,  dans  laquelle  le  catalyseur  d'equilibrage  acide  est  le  I'acide 
methanesulfonique. 

Methode  conforme  a  la  revendication  1,  dans  laquelle  le  catalyseur  d'equilibrage  est  elimine  par 
distillation 

Methode  conforme  a  la  revendication  1  ,  dans  laquelle  la  reaction  du  melange  d'equilibrage  est  arretee 
par  addition  d'un  oxyde  metallique. 

Methode  conforme  a  la  revendication  1  ,  dans  laquelle  la  reaction  du  melange  d'equilibrage  est  arretee 
par  addition  d'oxyde  de  magnesium. 
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