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@  Aromatic  polyester,  aromatic  polyester-amide  and  processes  for  producing  the  same. 

(g)  An  aromatic  polyester  having  a  melt  viscosity  of  10  poise  (1  (d)  2  to  40  mole  % 
Pas)  or  more  at  320°C  and  a  shear  rate  of  100s"1,  which  the  aromatic  diol  unit: 
polyester  comprises: 

(a)  2  to  40  mole  %  of  2,6-na.phthalenedicarboxylic  acid  / / ~ \ \  
units  of  formula  (1):  —  0  \(  )/  0  — 

(1) 

!1 
O 
(b)  0  to  40  mole  %  of  terephthalic  acid  units  of  formula 

(2): 

(2) 

(c)  3  to  40  mole  %  of  4,4'-dihydroxydiphenyl  units  of 
formula  (3)  : 

(d)  2  to  40  mole  °/o  ot  at  least  one  memDer  seiectea  trom 
the  aromatic  diol  units  of  formulae  (4)  to  (8): 

—  u- 

CH,  '  CH, 

—  O 

(4) 

15; 
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(3) 

ana 
(e)  20  to  80  mole  %  of  p-hydroxybenzoic  acid  units  of 

formula  (9)  : 

(9) 

and  an  aromatic  polyester-amide  having  a  melt  viscosity  of  10 
poise  (  1  Pas)  or  more  at  320°  C  and  a  shear  rate  of  1  00s"1  .which 
polyester-amide  comprises: 

(k)  2  to  50  mole  °/o  of  2,6-naphthalenedicarboxylic  acid 
units  of  formula  (19): 

(19) 

(I)  u  to  4b  mole  Wo  ot  terephthalic  acid  units  of  formula 
(20): 

o h -  (20) 
J 

\m)  z  to  su  moie  wo  or  4,4  -dihydroxydiphenyl  units  of 
formula  (21): 

(21) 

(n)  0  to  75  mole  Wo  of  p-hydroxybenzoic  acid  units  of 
formula  (22): 

(22) 

ana 
(ot  i  T0  3U  moie  wool  units  of  formula  (23): 

■  ^  (23) 

wnerein  a  is  an  oxygen  atom  or  a  carbonyl  group;  and  R  is 
i  hydrogen  atom  or  a  hydrocarbon  group  having  1  to  6 
;arbon  atoms. 
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Description 

Aromatic  polyester,  aromatic  polyester-amide  and  processes  for  producing  the  same. 

This  invention  relates  to  a  novel  aromatic  polyester,  aromatic  polyester-amide  and  processes  for  producing 
these. 

5  The  aromatic  polyester  and  the  aromatic  polyester  amide  of  the  present  invention  show  liquid  crystallinity 
(optical  anisotropy)  at  melting  so  that  they  are  excellent  in  moldability  (fluidity),  and  have  high  modulus  of 
elasticity,  high  strength,  high  heat  resistance  and  also  low  water  absorption.  They  are  particularly  excellent  in 
soldering  resistance  so  that  they  can  be  utilized  as  an  electric  or  electronic  material  such  as  a  precision 
component,  a  connector,  an  IC  socket,  an  encapsulated  material,  etc.,  a  molding  such  as  a  part  for  automobile, 

10  etc.,  a  film,  a  fiber,  etc. 
Also,  when  the  processes  of  the  present  invention  are  employed,  the  aromatic  polyester  and  the  aromatic 

polyester-amide  of  the  present  invention  can  be  prepared  by  the  conventional  and  usual  apparatus  for 
preparing  polyester-whereby  it  leads  to  improvement  in  productivity  and  also  lowering  costs. 

In  recent  years,  in  the  fields  of  moldings  of  precision  instrument  parts,  electric  or  electronic  parts,  or 
is  automobile  parts,  or  film,  fiber,  etc.,  demand  for  engineering  plastics  excellent  in  rigidity,  heat  resistance, 

chemical  resistance,  etc.  has  been  increased.  As  a  polyester  satisfying  such  demands  in  recent  years,  a  liquid 
crystal  polyester,  for  example,  a  copolyester  showing  melt  anisotropy,  obtained  by  polyethylene  terephthalate 
and  p-acetoxybenzoic  acid  ("Journal  of  Polymer  Science  Polymer  Chemistry  Edition  ",  vol.14,  p.  2043  (1976) 
and  Japanese  Patent  Publication  No.  18016/1981  ),  etc.  has  been  attracted  to  attention.  This  liquid  crystalline 

20  copolyester  obtained  by  polyethylene  terephthalate  and  p-acetoxybenzoic  acid  has  excellent  mechanical 
properties  without  blending  a  reinforcing  material  and,  for  example,  it  has  been  reported  that  it  has  5-fold  or 
more  of  modulus  of  elasticity,  4-fold  or  more  of  strength  and  25-fold  or  more  of  impact  strength  as  compared 
with  polyethylene  terephthalate. 

However,  the  liquid  crystalline  copolyester  is  not  necessarily  satisfied  in  heat  resistance,  and  particularly,  it 
25  has  no  soldering  resistance  so  that  it  cannot  be  used  for  electronic  parts,  etc.  Thus,  it  has  disadvantage  that  its 

use  is  considerably  limited. 
On  the  other  hand,  as  an  aromatic  polyester  containing  a  constitutional  unit  represented  by 

various  examples  have  hitherto  been  known.  For  example,  there  are  described  in  bntisn  KOiymer  journal,  104 
(1980);  Macromolecules,  16  (7),  1027  (1983);  IUPAC  Macromol.  Symp.  28th,  800  (1982)  ;  U.S.  Patents 

40  No.  4,067,852  and  No.4,664,972;  Japanese  Patent  Applications  Laid-Open  No.  156313/1987,  No.  206017/1987, 
No.  39623/1987  and  No.  48722/1987;  etc. 

These  aromatic  polyesters  have  disadvantages  of  lacking  in  soldering  resistance,  or  in  case  of  having 
soldering  resistance,  they  sometimes  cannot  be  prepared  by  the  conventional  producing  apparatus  for 
polyester  (for  example,  the  bulk  method  reacting  in  a  vertical  type  polymerization  reactor  at  320°C). 

45  For  example,  according  to  British  Polymer  Journal,  154  (1980)  and  U.S.  Patent  No.  4,067,852,  a  polyester 
comprising 

II 
O 

55 
has  high  melting  point  of  330  °C  or  higher  so  that  it  cannot  be  prepared  by  the  producing  apparatus  for 
polyester  conventionally  used  at  320  "Cor  lower.  For  this  reason,  this  polyester  is  prepared  with  the  use  of  a 
solvent  or  at  a  temperature  as  high  as  335  °C.  A  polyester  comprising 

60 

2 
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has  further  high  melting  point  (500  °C  or  higher),  so  that  production  by  the  conventional  producing  apparatus 
for  polyester  is  impossible. 

Also,  according  to  the  description  of  Macromolecules,  16,  1027  (1983),  a  polyester  comprising 

o  N  —   '  o  

a n d  

IU 

ID 

has  been  described  in  detail,  but  melting  points  thereof  are  as  high  as  320  "Cor  higher  in  any  composition  ratio 
of  these  four  components  whereby  they  cannot  be  prepared  by  the  conventional  polymerizing  apparatus 
which  has  been  used  at  320°  C  or  lower. 

In  the  above  document,  the  melting  point  has  been  lowered  by  using  20 

in  place  of 

but  in  this  case,  while  the  melting  point  has  remarkably  been  lowered,  the  polymer  becomes  amorphous  so 
that  soldering  resistance  at  260  °C  is  lost. 

Regarding  a  polyester  comprising 

o  —   < 

there  are  many  reports,  but  in  this  case,  it  is  clear  that  it  cannot  be  prepared  by  the  conventional  and  usual  45 
polyester-producing  apparatus. 

Further,  as  an  aromatic  polyester-amide  containing  a  constitutional  unit  represented  by 

ou 

DO 

there  are  descriptions  in  British  Polymer  Journal,  vol.  13,  No,  1,  p.  5  (1981),  Japanese  Patent  Applications 
Laid-Open  No.  177021/1982  and  No.  27391/1980,  etc.,  but  any  one  of  which  only  uses,  as  a  nitrogen-containing 
component,  an  aromatic  diamine  compound  unit  or  an  aromatic  amino-oxy  compound  unit. 

Regarding  an  aromatic  polyester-  amide  containing  an  aminocarboxylic  acid  unit,  there  is  a  description  in 
macromolecules,  vol.  20,  No.  4,  p.  877  (1987),  but  this  is  high  content  in  the  aminocarboxylic  acid  unit  as  50 
equivalent  °/o  so  that  it  can  be  considered  to  involve  a  problem  in  water  absorption  properties.  Also,  there  is  no 
description  whether  this  aromatic  polyester  -  amide  has  liquid  crystallinity. 

Regarding  an  aromatic  polyester  amide  containing  an  aminophenol  unit,  there  are  descriptions  in  British 

ou 

OD 
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Polymer  Journal,  vol.  13,  No.  1,  p.  5  (1981),  Japanese  Patent  Application  Laid-open  No.  177021/1987  and 
No.  27391/1980,  but  any  one  of  which  has  problems  that  they  have  high  softening  points,  cannot  be  produced 
by  the  conventional  polyester-producing  apparatus,  and  also  do  not  show  any  liquid  crystallinity.  Further,  there 
is  no  description  concerning  soldering  resistance.  Moreover,  in  Japanese  Patent  Application  Laid-Open 

5  no.  284221/1988,  there  is  a  description  concerning  an  aromatic  polyester-amide  using  a  starting  material  of 
m-orientation,  and  examples  of  polymerization  at  320  °C  have  been  mentioned.  However,  each  of  which  has  a 
heat  deflection  temperature  of  200  "Cor  lower  and  thus,  it  would  be  clear  that  they  do  not  have  practical 
soldering  resistance  (260  "C-10  sec). 

The  present  inventors  have  investigated,  in  such  circumstances,  to  provide  an  aromatic  polyester  and  an 
10  aromatic  polyester-  amide  which  have  high  modulus  of  elasticity,  high  strength  and  low  water  absorption,  are 

excellent  in  heat  resistance,  particularly  in  soldering  resistance  (  240  °C  or  260  °C,  10  sec  or  more  )  and  yet 
excellent  in  fluidity  and  good  in  moldability,  and  which  are  suitable  for  engineering  plastics,  and  to  provide 
processes  for  producing  these  by  using  the  conventional  and  usual  polyester-producing  apparatus  (for 
example,  a  vertical  type  polymerization  reactor  used  in  the  bulk  method  at  a  temperature  of  320  °C  or  below) 

15  with  good  efficiency.  As  the  results,  they  have  found  that  the  aromatic  polyester  and  the  aromatic 
polyester-amide  having  the  composition  mentioned  hereinbelow  in  detail  have  satisfied  the  above  objects,  and 
base  on  this  finding  the  present  invention  has  been  accomplished. 

In  a  first  aspect  of  the  present  invention,  there  is  provided  an  aromatic  polyester  which  comprises 
a)  2  to  40  mole  °/o  of  2,6-naphthalenedicarboxyIic  acid  unit  represented  by  the  formula  (1  )  : 

20 

( 1 )  
25 —  c  

II 
0  

30 (b)  0  to  40  mole  %  of  terephthalic  acid  unit  represented  by  the  formula  (2)  : 

35 

( 2 )  

(c)  3  to  40  mole  %  of  4,4'-dihydroxydiphenyI  unit  represented  by  the  formula  (3)  : 

40 
( 3 )  

45 
(d)  2  to  40  mole  %  of  at  least  one  of  aromatic  diol  units  represented  by  the  following  formula  (4)  to  (8)  : 

50 

55 

60 

65 
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and 
(e)  20  to  80  mole  o/o  of  p-hydroxybenzoic  acid  unit  represented  by  the  formula  (9)  : 

The  moie  o/o  is  a  value  based  on  [1]  +  [2]  +  [3]  +  [4]  +  [5]  +  [6]  +  [7]  +  [8]  +  [9]  (hereafter 
represented  by  [A]),  when  molar  numbers  of  the  above  constitutional  units  represented  by  (1),  (2),  (3), 
(4),  (5),  (6),  (7),  (8)  and  (9)  are  represented  by  [1],  [2],  [3],  [4],  [5],  [6],  [7],  [8]  and  [9],  respectively,  and  the 

aromatic  polyester  having  a  melt  viscosity  of  10  poise  or  more  at  320°  C  and  100  sec-1. 
In  a  second  aspect  of  the  present  invention,  there  is  provided  a  process  for  producing  the  aromatic 

polyester  as  defined  above. 
In  a  third  aspect  of  the  present  invention,  there  is  provided  aromatic  polyester-amide  which  mainly 

comprises 
(k)  2  to  50  mole  o/o  of  2,6-naphthalenedicarboxylic  acid  unit  represented  by  the  formula  (19): 

( 1 9 )  

—  C 
II 
O 

(I)  0  to  45  mole  o/o  of  terephthalic  acid  unit  represented  by  the  formula  (20)  : 



EP  0  356  226  A2 

0  *  —   '  O 

( 2 0 )  

(m)  2  to  50  mole  o/o  of  4,4'-dihydroxydiphenyl  unit  represented  by  the  formula  (21): 

—  o- 0  —  ( 2 1 )  

(n)  0  to  75  mole  o/o  of  p-hydroxybenzoic  acid  unit  represented  by  the  formula  (22)  : 

—  0- ( 2 2 )  

and 
(o)  1  to  30  mole  o/o  of  the  unit  represented  by  the  formula  (23)  : 

—  N- 
R 

X  —  ( 2 3 )  

wherein  X  represents  an  oxygen  atom  or  a  carbonyl  group;  and  R  represents  a  hydrogen  atom  or  a 
hydrocarbon  group  having  1  to  6  carbon  atoms,  the  mole  %  is  a  value  based  on  [19]  +  [20]  +  [21]  +  [22] 
+  [23]  (hereafter  represented  by  [C]),  when  molar  numbers  of  the  above  constitutional  units  represented 
by  (19),  (20),  (21),  (22)  and  (23)  are  represented  by  [19],  [20],  [21],  [22]  and  [23],  respectively,  and  the 

aromatic  polyester-amide  having  a  melt  viscosity  of  10  poise  or  more  at  320°  C  and  100  sec-1. 
In  a  fourth  aspect  of  the  present  invention,  there  is  provided  a  process  for  producing  the  aromatic 

polyester-amide  as  defined  above. 
Figs.  1  ,  3-5  and  7  are  IR  charts  of  the  polymers  respectively  obtained  in  Examples  1  ,  2,  3,  28  and  32. 
Figs.  2,  6  and  8  are  Vibron  charts  of  the  polymers  respectively  obtained  in  Examples  1,  28  and  32.  The 

curves  1-3  in  Figs.  2,  6  and  8  depict  dynamic  modulus  (E'),  loss  modulus  (E")  and  tan  8  defined  as  E"/E', 
respectively. 

The  aromatic  polyester  of  the  present  invention  is  an  aromatic  polyester  which  comprises 
(a)  2  to  40  mole  %  of  2,6-naphthalenedicarboxylic  acid  unit  represented  by  the  formula  (1  )  : 

C 

( 1 )  

C 
II 
0  

(b)  0  to  40  mole  o/o  of  terephthalic  acid  unit  represented  by  the  formula  (2)  : 

( 2 )  

(c)  3  to  40  mole  o/o  of  4,4'-dihydroxydiphenyl  unit  represented  by  formula  (3)  : 
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/  N  5 

(d)  2  to  40  mole  o/o  of  at  least  one  of  aromatic  diol  units  represented  by  the  following  formulae  (4)  to  (8)  : 

and 
(e)  20  to  80  mole  o/o  of  p-hydroxybenzoic  acid  unit  represented  by  the  formula  (9)  : 

50 

55 
The  mole  Wo  being  a  value  based  on  [A]  and  the  aromatic  polyester  having  a  melt  viscosity  of  10  poise  or 

more  at  320  °C  and  100  sec-1. 
The  aromatic  polyester  of  the  present  invention  can  be  preferably  prepared  by  using  as  starting  materials, 

(f)  2  to  40  mole  o/o  of  2,6-naphthalenedicarboxylic  acid  represented  by  the  formula  (10): 
60 

65 
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COH 

( 1 0 )  

II 
0  

(g)  0  to  40  mole  o/o  of  terephthalic  acid  represented  by  the  formula  (11): 

( 1 1 )  

(h)  3  to  40  mole  o/o  of  4,4'-dihydroxydiphenyl  represented  by  the  formula  (12): 

h o a O K O ) - o h   < i2> 

(i)  2  to  40  mole  o/o  of  at  least  one  of  aromatic  diol  compounds  represented  by  the  following  formulae 
(13)  to  (17): 

( 1 3 )  

( 1 4 )  

8 
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( 1 5 )  

10 

( 1 6 )  

15 

20 
( 1 7 )  

25 

and 
(j)  20  to  80  mole  %  of  p-hydroxybenzoic  acid  represented  by  the  formula  (18): 

30 
( 1 8 )  

wherein  when  molar  numbers  of  the  above  constitutional  units  represented  by  (10),  (11),  (12),  (13),  (14),  35 
(15),  (16),  (17)  and  (18)  are  represented  by  [10],  [11],  [12],  [13],  [14],  [15],  [16],  [17]  and  [18],  respectively, 
the  mole  %  being  a  value  based  on  [10]  +  [11]  +  [12]  +  [13]  +  [14]  +  [15]  +  [16]  +  [17]  +  [18] 
(hereafter  represented  by  [B]),  reacting  the  above  materials  in  the  presence  of  an  acid  anhydride,  and 

further  reacting  at  a  temperature  of  100  to  400  °  C  while  removing  the  excess  acid  anhydrides  and  acids  formed 
therefrom.  40 

The  aromatic  polyester  and  the  process  for  preparing  the  same  of  the  present  invention  will  be  explained  in 
more  detail. 

In  the  aromatic  polyester  of  the  present  invention,  as  constitutional  units,  it  is  essential  requirement  that  it 
contains  the  2,6-naphthaienedicarboxyIic  acid  unit  represented  by  the  above  formula  (1),  the  4,4-dihydroxydi- 
phenyl  unit  represented  by  the  formula  (3),  at  least  one  of  the  aromatic  diol  units  represented  by  the  formulae  45 
(4)  to  (8)  and  the  p-hydroxybenzoic  acid  unit  represented  by  the  formula  (9). 

A  content  of  the  2,6-naphthalenedicarboxylic  acid  unit  represented  by  the  formula  (1)  is  2  to  40  mole  o/o, 
preferably  3  to  35  mole  o/o,  more  preferably  3  to  30  mole  o/o,  particularly  preferably  3  to  15  mole  o/o  based  on 
[A].  When  the  2,6-naphthalenedicarboxylic  acid  unit  presents  in  an  amount  of  2  to  40  mole  o/o,  not  only  liquid 
crystallinity  of  the  resulting  aromatic  polyester  becomes  a  higher  degree  but  also  it  can  be  prepared  by  the  50 
conventional  polyester-producing  apparatus  (320  °C  or  lower).  The  conventional  polyester-producing 
apparatus  may  include,  for  example,  those  as  described  in  "  Sen-i  Binran  "  (Genryo-hen),  p.  808,  Fig.  7.11. 
Also,  "can  be  prepared"  means  that  the  polymer  maintains  fluidity  in  a  polymerization  reactor  without 
solidification  so  that  it  can  be  drawn  out  from  the  polymerization  reactor.  Further,  due  to  a  high  degree  of  liquid 
crystallinity,  improvements  in  modulus  of  elasticity  and  moldability  can  be  obtained.  If  the  content  of  the  55 
2,6-naphthalenedicarboxylic  acid  unit  is  less  than  2  mole  o/o  or  exceeds  40  mole  o/o,  the  produced  polymer 
solidifies  during  polymerization  and  becomes  hard  to  draw  out  from  the  reactor  so  that  it  is  not  preferred. 

A  content  of  the  terephthalic  acid  unit  represented  by  the  formula  (2)  is  0  to  40  mole  o/o,  preferably  2  to  35 
mole  o/o,  more  preferably  5  to  30  mole  o/o,  particularly  preferably  7  to  25  mole  %  based  on  [A].  Even  when  the 
component  (2)  is  not  contained,  liquid  crystallinity  can  be  developed  and  the  polymer  can  be  prepared  by  the  60 
conventional  apparatus,  but  if  it  exist  in  an  amount  of  40  mole  o/o  or  less,  not  only  much  higher  degree  of  liquid 
crystallinity  can  be  resulted,  but  also  the  polymer  can  be  easily  prepared  by  the  conventional 
polyester-producing  apparatus  (320  °C  or  lower).  Here,  "can  be  prepared  by  the  conventional  apparatus" 
means  as  mentioned  above.  If  it  exceeds  40  mole  o/o,  the  produced  polymer  solidifies  during  polymerization 
and  becomes  hard  to  draw  out  from  the  reactor  so  that  it  is  not  preferred.  65 

9 
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A  ratio  of  (2)  and  (1)  ([2]/[1])  is  preferably  0   ̂ [2]/[1]  ^  10,  and  0.3  <  [2]/[1]  <  7  is  particularly  preferred. 
From  a  standpoint  of  obtaining  a  higher  modulus  of  elasticity,  it  is  preferred  that  [2]  is  about  the  same  amount 
as  [1]  or  larger  than  [  1].  If  [2  ]/  [1]  exceeds  10,  a  flow  initiating  temperature  becomes  high  and  it  becomes 
difficult  to  draw  out  the  polymer  from  a  reaction  so  that  It  is  not  preferred. 

5  A  content  of  4,4'-dihydroxydiphenyl  unit  represented  by  the  formula  (3)  is  3  to  40  mole  %,  preferably  4  to  30 
mole  o/o,  more  preferably  5  to  25  mole  %  and  particularly  preferably  10  to  25  mole  %  based  on  [A].  When  it 
exists  3  to  40  mole  o/o,  it  contributes  to  not  only  result  a  higher  degree  of  liquid  crystallinity  but  also  make 
easier  to  prepare  the  aromatic  polyester  by  the  conventional  polyester-producing  apparatus  (320  °  C  or  lower)  . 
If  it  is  less  than  3  mole  o/o  or  exceeds  40  mole  o/o,  the  produced  polymer  solidifies  during  polymerization  and 

10  becomes  hard  to  draw  out  from  a  reactor  so  that  it  is  not  preferred. 
It  is  essential  that  the  aromatic  polyester  of  the  present  invention  contains  at  least  one  unit  of  the  aromatic 

diol  units  of  the  formulae  (4)  to  (8). 
A  total  content  of  the  aromatic  diol  units  of  the  formulae  (4)  to  (8)  is  2  to  40  mole  o/0,  preferably  2  to  30 

mole  o/o  based  on  [A].  When  it  exists  2  to  40  mole  o/o,  it  contributes  to  not  only  result  a  higher  degree  of  liquid 
15  crystallinity  but  also  make  easier  to  prepare  the  aromatic  polyester  by  the  conventional  polyester-producing 

apparatus  (320  °C  or  lower).  If  it  is  less  than  2  mole  o/o  or  exceeds  40  mole  o/o,  the  produced  polymer  solidifies 
during  polymerization  and  becomes  hard  to  draw  out  from  a  reactor  so  that  it  is  not  preferred. 

Among  these  aromatic  diol  units,  particularly  when  the  hydroquinone  unit  of  the  formula  (4)  and/or  the 
methylhydroquinone  unit  of  the  formula  (5)  is/are  contained,  a  content  of  the  hydroquinone  unit  and/or 

20  methylhydroquinone  unit  is  preferably  3  to  25  mole  o/o,  more  preferably  3  to  15  mole  %  based  on  [A]. 
Also,  a  ratio  of  the  units  of  the  formula  (4)  and/or  the  formula  (5)  and  the  unit  of  the  formula  (3)  (([4]  + 

[5])/[3])  is  preferably  in  the  range  of  0.1  to  10,  particularly  0.3  to  5. 
When  the  trimethylhydroquinone  unit  of  the  formula  (6)  and/or  the  resorcin  unit  of  the  formula  (7)  is/are 

contained,  a  content  of  the  trimethylhydroquinone  unit  and/or  resorcin  unit  is  preferably  2  to  25  mole  o/o,  more 
25  preferably  2  to  15  mole  o/o,  particularly  preferably  2  to  10  mole  o/o  based  on  [A]. 

A  ratio  of  the  units  of  the  formula  (6)  and/or  the  formula  (7)  and  the  unit  of  the  formula  (3)  (([6]  +  [7])/[3])  is 
preferably  in  the  range  of  0.05  to  5,  particularly  0.1  to  2. 

When  the  tetramethylbiphenol  unit  of  the  formula  (8)  is  contained,  its  content  is  preferably  2  to  20  mole  o/o, 
particularly  2  to  10  mole  o/o  is  preferred. 

30  A  ratio  of  the  units  of  the  formula  (8)  and  the  unit  of  the  formula  (3)  ([8]/[3])  is  preferably  in  the  range  of  0.05 
to  5,  particularly  0.1  to  2. 

Of  the  above  aromatic  diol  units  of  the  formulae  (4)  to  (8)  ,  the  unit(s)  of  the  formula  (4)  and/or  the  formula  (5) 
is/are  particularly  preferred,  and  next  preferred  is  the  unit  of  the  formula  (8). 

Regarding  the  constitutional  units  of  formulae  (1)  to  (8),  it  is  preferred  to  set  their  contents  so  as  to  satisfy 
35  the  relation  of  0.8  ;£  ([1]  +  [2])/([3]  +  [4]  +  [5]  +  [6]  +  [7]  +  [8])  <  1.2.  At  the  range  out  of  the  above, 

degree  of  polymerization  becomes  insufficient.  More  preferably,  0.9   ̂ ([1]  +[2])/  ([3]  +  [4]  +  [5]  +  [6]  +  [7] 
+  [8])  S  1.1,  and  particularly  preferably  0.95  S  ([1]  +  [2])/([3]  +  [4]  +  [5]  +  [6]  +  [7]  +  [8])  1.05. 

A  content  of  the  p-hydroxybenzoic  acid  unit  represented  by  the  formula  (9)  is  20  to  80  mole  o/o,  preferably  25 
to  75  mole  o/o,  more  preferably  30  to  70  mole  o/o,  particularly  preferably  40  to  70  mole  o/o  based  on  [A]. 

40  When  it  exists  20  to  80  mole  o/o,  it  contributes  to  not  only  result  a  higher  degree  of  liquid  crystallinity  but  also 
make  easier  to  prepare  the  aromatic  polyester  by  the  conventional  polyester-producing  apparatus  (320  °C  or 
lower).  If  it  is  less  than  20  mole  o/o  or  exceeds  80  mole  o/o,  the  produced  polymer  solidifies  during 
polymerization  and  becomes  hard  to  draw  out  from  a  reaction  tank  so  that  it  is  not  preferred. 

Regarding  the  contents  of  the  constitutional  units  represented  by  the  formulae  (  1  )  ,  (2)  and  (9)  ,  it  is  preferred 
45  to  satisfy  the  relationship  of  0.1  =g  ([1]  +  [2]  )/[9]   ̂ 9,  more  preferably  0.2   ̂ ([1]  +  [2])/[9]  =S  4,  particularly 

preferably  1  S  ([1]  +  [2])/[9]   ̂ 4. 
If  the  ratio  of  ([1]  +  [2])/[9]  is  less  than  0.1  or  exceeds  9,  a  flow  initiating  temperature  becomes  high  and  it 

becomes  difficult  to  draw  out  the  polymer  from  a  reactor  so  that  it  is  not  preferred. 
In  the  present  invention,  there  is  no  problem  to  add  other  components  than  the  above  in  a  small  content 

50  (about  3  mole  o/o  or  less  based  on  [A]). 
The  aromatic  polyester-amide  of  the  present  invention  comprises 

(k)  2  to  50  mole  o/o  of  2,6-naphthalenedicarboxylic  acid  unit  represented  by  the  formula  (19)  : 

( 1 9 )  

II 
60  O 

(I)  0  to  45  mole  o/o  of  terephthalic  acid  unit  represented  by  the  formula  (20)  : 

65 

10 



EP  0  356  226  A2 

is  N  '  r\ 
( 2 0 )  

(m)  2  to  50  mole  o/o  of  4,4'-dihydroxydiphenyl  unit  represented  by  the  formula  (21  )  : 

( 2 1 )  

(n)  0  to  75  mole  o/o  of  p-hydroxybenzoic  acid  unit  represented  by  the  formula  (22)  : 

( 2 2 )  

and 
(o)  1,to  30  mole  o/o  of  the  unit  represented  by  the  formula  (23)  : 

( 2 3 )  

wherein  X  represents  an  oxygen  atom  or  a  carbonyl  group  ;>  and  R  represents  a  hydrogen  atom  or  a 
hydrocarbon  group  having  1  to  6  carbon  atoms,  the  aromatic  polyester-amide  having  a  melt  viscosity  of  10 

poise  or  more  at  320  °C  and  100  sec-1. 
Here,  when  molar  numbers  of  the  above  constitutional  units  represented  by  (19),  (20),  (21),  (22)  and  (23)  are 

represented  by  [19],  [20],  [21],  [22]  and  [23],  respectively,  each  of  the  mole  o/0  is  a  value  based  on  [19]  +  [20] 
+  [21]  +  [22]  +  [23]  (hereafter  represented  by  [C]). 

The  aromatic  polyester-amide  of  the  present  invention  can  be  prepared  by  using,  as  starting  materials, 
(p)  2  to  50  mole  o/o  of  2,6-naphthalenedicarboxylic  acid  represented  by  the  formula  (24)  : 

( 2 4 )  

(q)  0  to  45  mole  o/o  of  terephthalic  acid  represented  by  the  formula  (25)  : 

HOC 
II 
O 

COH 
II 
O 

( 2 5 )  

(r)  2  to  50  mole  o/o  of  4,4'-dihydroxydiphenyl  represented  by  the  formula  (26)  : 

0 H 0  ( 2 6 )  

(s)  0  to  75  mole  o/o  of  p-hydroxybenzoic  acid  represented  by  the  formula  (27)  : 

11 
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H O - / Q V c O H   ( 2 7 )  

10 

and 
(t)  1  to  30  mole  %  of  the  compound  represented  by  the  formula  (28)  : 

( 2 8 )  

wherein  Y  represents  a  hydroxyl  group  or  a  carboxyl  group;  and  R  represents  a  hydrogen  atom  or  a 
15  hydrocarbon  group  having  1  to  6  carbon  atoms, 

wherein  when  molar  numbers  of  the  above  constitutional  units  represented  by  (24),  (25),  (26),  (27)  and 
(28)  are  represented  by  [24],  [25],  [26],  [27]  and  [28],  respectively,  each  of  the  mole  o/o  is  a  value  based  on 
[24]  +  [25]  +  [26]  +  [27]  +[28]  (hereafter  represented  by  [D]),  reacting  the  above  materials  in  the 

presence  of  an  acid  anhydride,  and  further  reacting  at  a  temperature  of  100  to  400  °C  while  removing  the 
20  excess  acid  anhydrides  and  the  acids  formed  therefrom. 

The  aromatic  polyester-  amide  and  the  process  for  preparing  the  same  of  the  present  invention  will  be 
explained  in  more  detail. 

In  the  aromatic  polyester  -  amide  of  the  present  invention,  as  constitutional  units,  it  is  essential  requirement 
that  it  contains  2,6-naphthalenedicarboxylic  acid  unit  represented  by  the  above  formula  (19),  4,4'-dihydroxydi- 

25  phenyl  unit  represented  by  the  formula  (21)  and  aromatic  aminocarboxylic  acid  unit  or  amino  phenol  unit 
represented  by  the  formula  (23). 

A  content  of  the  2,6-naphthalenedicarboxylic  acid  unit  represented  by  the  formula  (19)  is  2  to  50  mole  o/o, 
preferably  3  to  35  mole  o/o,  more  preferably  5  to  30  mole  o/o  based  on  [C].  When  the  2,6-naphthalenedicarbox- 
ylic  acid  unit  presents  in  an  amount  of  2  to  50  mole  o/o,not  only  liquid  crystallinity  of  the  resulting  aromatic 

30  polyester  becomes  a  higher  degree  but  also  the  polymer  can  be  prepared  by  the  conventional 
polyester-producing  apparatus  (320  °C  or  lower).  Also,  "can  be  prepared"  means  that  the  polymer  maintains 
fluidity  in  a  polymerization  reactor  without  solidification  so  that  It  can  be  easily  drawn  out  from  the 
polymerization  reactor. 

A  higher  degree  of  liquid  crystallinity  brings  about  improvements  in  modulus  of  elasticity  and  moldability 
35  (improvement  in  fluidity,  i.e.  lowering  in  the  melt  viscosity)  .  If  the  content  of  the  2,  6-naphthalenedicarboxylic 

acid  unit  is  less  than  2  mole  o/o,  not  only  the  produced  polymer  solidifies  during  polymerization  and  becomes 
hard  to  draw  out  from  a  reactor  but  also  lowering  in  modulus  of  elasticity  and  lowering  in  moldability  (fluidity) 
are  caused  so  that  it  is  not  preferred. 

A  content  of  the  aromatic  aminocarboxylic  acid  unit  or  the  aminophenol  unit  represented  by  the  formula  (23) 
40  is  1  to  30  mole  o/o,  preferably  2  to  25  mole  o/o,  more  preferably  3  to  20  mole  %  based  on  [C]. 

When  it  exist  1  to  30  mole  o/o,  a  higher  heat  resistance  as  well  as  a  higher  modulus  of  elasticity  and  a  higher 
strength  are  resulted. 

If  it  exceeds  30  mole  °/o,  fluidity  becomes  low  or  water  absorption  property  becomes  bad  so  that  it  is  not 
preferred. 

45  The  aromatic  aminocarboxylic  acid  unit  represented  by  the  formula  (23)  can  be  formed  from  the  aromatic 
aminocarboxylic  acid  represented  by  the  formula  (28)  or  a  reactive  derivative  thereof.  Specific  examples  of  the 
aromatic  aminocarboxylic  acid  may  include  m-aminobenzoic  acid,  p-aminobenzoic  acid,  p-N-methylaminoben- 
zoic  acid,  p-N-phenylaminobenzoic  acid,  etc.  and  two  or  more  among  these  may  be  used. 

Among  these,  m-aminobenzoic  acid  and  p-aminobenzoic  acid  are  preferred  and  p-aminobenzoic  acid  is 
50  particularly  preferred. 

The  aminophenol  unit  represented  by  the  formula  (23)  can  be  formed  from  an  aminophenol  compound 
monomer  represented  by  the  formula  (28)  or  a  reactive  derivative  thereof.  As  the  aminophenol  compound 
monomers,  there  may  be  mentioned  m-aminophenol,  p-aminophenol,  p-N-methylaminophenol,  p-N-pheny- 
laminophenol,  p-acetaminophenol  acetate,  etc.,  but  it  is  not  limited  by  these.  Among  these,  m-aminophenol 

55  and  p-aminophenol,  etc.  are  preferred,  and  p-aminophenol  is  particularly  preferred.  Also,  these  may  be  used 
only  one  kind,  or  else  may  be  used  two  or  more. 

The  4,4'-dihydroxydiphenyl  unit  represented  by  the  formula  (21)  can  be  formed  by  4,4'-dihydroxydiphenyl 
represented  by  the  formula  (26)  or  a  reactive  derivative  thereof.  Specific  examples  thereof  may  include 
4,4'-dihydroxydiphenyl,  4,4'-diacetoxydiphenyl,  4,4'-dipropoxydiphenyl,  4,4'-dibenzoyloxydiphenyl,  etc.,  but  it 

60  is  not  limited  by  these.  Among  these,  4,4'-dihydroxydiphenyl  is  preferred.  A  content  of  the  4,4'-dihydroxydi- 
phenyl  unit  is  selected  from  the  range  of  2  to  50  mole  o/o,  preferably  3  to  35  mole  o/o,  more  preferably  5  to  30 
mole  %  based  on  [C].  If  it  is  less  than  2  mole  %,  an  effect  of  increasing  the  degree  of  liquid  crystallinity  cannot 
be  shown  and  preparation  becomes  hard  by  the  conventional  polyester-producing  apparatus  (320  0  C  or 
lower),  and  if  it  exceeds  50  mole  o/o,  degree  of  polymerization  becomes  insufficient  so  that  it  is  not  preferred. 

65  In  this  invention,  "to  increase  the  degree  of  liquid  crystallinity"  means  that  it  brings  about  improvements  in 
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modulus  of  elasticity  and  moldability  (improvement  in  fluidity,  i.e.  lowering  in  the  melt  viscosity). 
The  aromatic  polyester-amide  of  the  present  invention  may  further  contain,  as  a  constitutional  component, 

the  terephthalic  acid  unit  represented  by  the  above  formula  (20).  The  terephthalic  acid  unit  can  be  formed  from 
terephthalic  acid  or  a  reactive  derivative  thereof.  Examples  thereof  may  include  terephthalic  acid,  dimethyl 
terephthalate,  diphenyl  terephthalate,  terephthaloyl  dichloride,  etc.,  but  it  is  not  limited  by  these.  Among  these, 
terephthalic  acid  is  preferred.  The  content  of  the  terephthalic  acid  unit  is  0  to  45  mole  Wo,  preferably  0  to  40 
mole  o/o,  more  preferably  0  to  35  mole  o/o  based  on  [C].  If  it  exceeds  45  mole  o/o,  it  becomes  hard  to  produce  by 
the  conventional  polyester-producing  apparatus  or  degree  of  polymerization  becomes  insufficient  so  that  it  is 
not  preferred.  When  the  aromatic  polyester-amide  contains,  as  the  unit  represented  by  the  formula  (23),  the 
aminophenol  unit  of  the  formula: 

wherein  R  is  the  same  as  defined  above, 
the  content  of  the  terephthalic  acid  unit  is  preferably  3-35  mole  o/o,  more  preferably  5-30  mole  o/o. 

Also,  when  the  unit  represented  by  the  formula  (23)  is  the  aromatic  aminocarboxylic  acid  unit,  it  is  preferred 
to  satisfy  the  relation  of 
0.9  g  ([19]  +  [20])/[21]   ̂ 1.1 
preferably 
0.95  ^  ([19]  +  [20])/[21]   ̂ 1.05 
when  the  unit  represented  by  the  formula  (23)  is  the  aminophenol  unit, 
0.9  S  ([19  +  [20])/([21]  +  [23])  <  1.1 
preferably 
0.95  ^  ([19]  +  [20])/([21]  +  [23])  g  1.05. 
If  out  of  the  above  range,  degree  of  polymerization  becomes  insufficient  so  that  it  is  not  preferred. 

The  aromatic  polyester-amide  of  the  present  invention  can  further  contain,  as  a  constitutional  unit,  the 
p-hydroxybenzoic  acid  unit  represented  by  the  above  formula  [22].  The  p-hydroxybenzoic  acid  unit  can  be 
prepared  from  p-hydroxybenzoic  acid  unit  or  a  reactive  derivative  thereof.  Examples  thereof  may  include 
p-hydroxybenzoic  acid,  p-acetoxybenzoic  acid,  phenyl  p-hydroxybenzoate,  etc.,  but  it  is  not  limited  by  these. 
Among  these,  p-hydroxybenzoic  acid  is  preferred.  Also,  the  content  of  the  p-hydroxybenxoic  acid  unit  is  0  to 
75  mole  Wo,  preferably  10  to  60  mole  %,  more  preferably  30  to  60  mole  o/o  based  on  [C]. 

If  it  exceeds  75  mole  Wo,  fluidity  becomes  bad  or  it  becomes  hard  to  produce  by  the  conventional 
polyester-producing  apparatus  so  that  it  is  not  preferred. 

In  the  aromatic  polyester  -  amide  of  the  present  invention,  there  is  no  problem  to  add  other  components 
than  the  components  of  the  formulae  (19)  to  (23)  in  a  small  content  (about  3  mole  Wo  or  less). 

The  aromatic  polyester  and  the  aromatic  polyester-amide  of  the  present  invention  show  optical  anisotropy 
(liquid  crystallinity)  in  a  melting  state  whereby  they  show  excellent  moldability,  high  modulus  of  elasticity,  high 
strength  and  good  heat  resistance  by  containing  the  above  constitutional  units  with  the  respective  specified 
ratios.  Also,  there  is  a  great  merit  that  even  when  the  conventional  polyester-producing  apparatus  (for 
example,  a  vertical  type  polyethylene  terephthalate  producing  apparatus)  is  used,  the  polymer  can  be  drawn 
from  the  bottom  of  the  reactor  (hereinafter  referred  to  drawn  property).  It  can  be  considered  that  the  flow 
initiating  temperature  becomes  low  by  the  combination  of  the  above  constitutional  units  in  the  specific  ratio. 

In  the  aromatic  polyester,  by  containing  the  components  of  the  formulae  (1),  (3),  at  least  one  of  (4)  to  (8)  and 
(9),  and  in  the  aromatic  polyester-amide,  by  containing  the  components  of  the  formulae  (19),  (21)  and  (23),  it 
cannot  be  expected  to  obtain  effect  of  improving  heat  resistance  and  thus  providing  soldering  resistance, 
effect  of  not  increasing  the  flow  initiating  temperature  so  high  and  making  a  flowable  state  generally  at  a 
temperature  of  320  °  C  or  lower  and  effect  of  rather  lowering  the  melt  viscosity  whereby  improving  moldability 
(fluidity). 

It  can  be  clear  from  the  fact  as  shown  below  that  the  aromatic  polyester  and  the  aromatic  polyester-amide  of 
the  present  invention  are  excellent  in  heat  resistance.  For  example,  when  the  absolute  values  of  complex 
elastic  moduli  (E*)  measured  by  Vibron  (110  Hz)  at  40  °C  and  150  °C  are  defined  as  |E*Uo  and  I  E*  1  150, 
respectively,  these  values  are  as  follows. 
IE*h50/|E*l40  5:1/3 
lE*li50§:4.0  X  1010  dyne/cm2  (4.0  GPa) 
IE*Uo>;8.0  X  1010  dyne/cm2  (8.0  GPa) 
In  the  above,  complex  elastic  modulus  (E*)  is  represented  by  the  following  expression: 
E*  =  E'  +  iE" 
wherein  E'  is  dynamic  modulus  and  E"  is  loss  modulus,  and  the  absolute  value  of  complex  elastic  modulus  is 
represented  by  the  following  expression: 
I  EE*  i  =  !/E'2  +  E"2 

When  the  composition  ratio  of  the  polymer  is  selected  adequately,  it  is  possible  to  obtain  an  aromatic 
polyester  or  an  aromatic  polyester-amide  showing  the  following  values. 

R 
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|E*|150/IE*|40  5:1/2 
|E*[i5o£;6.0  X  1010  dyne/cm2  (6.0  GPa) 
|E*UoS12.0  X  1010  dyne/cm2  (12.0  Gpa) 

Also,  the  absolute  value  of  complex  elastic  modulus  measured  at  240°  C  is 
5  IE*  1  240   ̂ 2.0  X  1010  dyne/cm2  (2.0  GPa) 

and  this  shows  extremely  high  heat  resistance  of  the  polymers  of  the  present  invention.  Thus,  the  aromatic 
polyester  and  the  aromatic  polyester-amide  have  soldering  resistance  at  a  temperature  as  high  as  240°  C. 

Further,  the  composition  ratio  of  the  polymer  is  selected  adequately,  it  is  possible  to  obtain  a  polymer 
showing  an  extremely  high  heat  resistance  in  which  the  absolute  value  of  complex  elastic  modulus  measured 

10  at  260°  C  is 
|E*  1  260  2.0  X  1010  dyne/cm2  (2.0  GPa) 
Thus,  the  aromatic  polyester  and  the  aromatic  polyester-amide  have  soldering  resistance  even  at  a 
temperature  as  high  as  260°  C. 

Thus,  the  aromatic  polyester  and  the  aromatic  polyester-amide  of  the  present  invention  show  high  modulus 
15  of  elasticity,  as  mentioned  above,  at  240  0  C,  and  further  at  260  0  C  when  the  composition  ratio  of  the  polymer  is 

selected  adequately,  and  have  a  great  advantage  that  they  can  be  prepared  by  the  melt  polymerization  method 
at  320°  C  with  the  conventional  polyester-producing  apparatus. 

Also,  they  have  low  melt  viscosities  as  rheological  characteristics  whereby  good  in  moldability. 
The  aromatic  polyester  and  the  aromatic  polyester-amide  of  the  present  invention  are  required  to  have  melt 

20  viscosities  of  10  poise  or  more  measured  at  the  conditions  of  a  temperature  of  320  °C  and  a  shear  rate  of  100 
sec-1,  and  if  it  is  less  than  10  poise,  sufficient  strength  cannot  be  obtained.  A  preferred  melt  viscosity  at  the 
above  measurement  conditions  is  100  poise  or  more,  particularly  preferred  is  100  to  10000  poise  in  the  point  of 
moldability. 

The  aromatic  polyester  and  the  aromatic  polyester-amide  of  the  present  invention  can  be  prepared  by  using 
25  starting  materials  corresponding  to  the  above  constitutional  units  in  a  predetermined  ratio  and  effecting 

condensation  polymerization  with  a  well  known  polymerization  method  such  as  melt  polymerization  method, 
solution  polymerization  method,  interracial  polymerization  method,  etc.  Particularly,  the  melt  polymerization 
method  is  advantageous  for  industrial  production  since  no  post-treatment  is  necessary  after  polymerization 
reaction,  while  the  solution  polymerization  and  the  interfacial  polymerization  have  advantage  that 

30  polymerization  reaction  can  be  carried  out  at  relatively  lower  temperature. 
In  the  case  of  the  melt  polymerization  method,  there  can  be  usually  employed  a  method  in  which  a  part  of  the 

above  starting  materials  is  used  as  an  acylated  compound  or  an  ester,  and  polymerization  is  carried  out  at  a 
temperature  of  200  to  400  °C,  or  a  method  in  which  an  acylation  agent  is  added  to  the  above  starting  materials 
and  polymerization  is  effected,  etc.  Also,  in  the  solution  polymerization  method  or  the  interfacial 

35  polymerization  method,  a  carboxyl  group  of  the  starting  monomer  is  generally  used  as  an  acid  halide, 
particularly  acid  chloride,  and  in  the  interfacial  polymerization  method,  a  hydroxyl  group  of  the  starting  material 
is  used  in  the  form  of  a  salt. 

Particularly,  according  to  the  process  of  the  present  invention,  the  aromatic  polyester  and  the  aromatic 
polyester  -amide  can  be  produced  extremely  advantageously  and  effectively  in  the  points  of  production  costs 

40  and  workability,  etc. 
The  composition  of  the  produced  aromatic  polyester  and  the  aromatic  polyester-amide  of  the  present 

invention  is  the  same  as  that  of  the  charged  starting  materials.  Therefore,  the  composition  of  the  starting 
materials  is  determined  according  to  the  desired  composition  of  the  aromatic  polyester  or  the  aromatic 
polyester-amide. 

45  As  the  catalyst,  there  may  be  used  BuSnOOH,  Bu2SnO,  Ti(Oi-Pr)4,  Zn(OAc)2,  Sn(OAc)2,  Sb203,  Co(OAc>2, 
KOAc,  etc.  but  it  may  not  be  used. 

Also,  as  the  acylation  agent,  there  may  be  mentioned,  for  example,  acid  anhydrides  such  as  acetic 
anhydride,  propionic  anhydride,  benzoic  anhydride,  etc.,  and  among  these,  acetic  anhydride  is  particularly 
preferred.  These  acid  anhydrides  may  be  used  singly  or  in  combination  of  two  or  more.  It  is  preferred  to  use  the 

50  acid  anhydrides  in  such  an  amount  that  the  molar  ratio  of  the  acid  anhydride  and  the  total  of  an  amino  group,  a 
hydroxyl  group  in  the  starting  materials  is  0.8  to  2.0,  preferably  1  .0  to  1  .5.  That  is,  when  the  mole  number  of  the 
acid  anhydride  is  represented  by  [Anh],  and  mole  numbers  of  the  starting  materials  represented  by  the 
formulae  (12)  to  (18)  and  (26)  to  (28)  are  represented  by  [12]  to  [18]  and  [26]  to  [28],  respectively,  it  is 
preferred  for  the  aromatic  polyester  to  satisfy  the  relation  of 

55 
[ A n h ]  

0 . 8 <   < 2 . 0  
2  X  { [ 1 2 ] + [ 1 3 ] + [ 1 4 ] + [ 1 5 ] + [ 1 6 ] + [ 1 7 ]   } + [ 1 8 ]  

60 
preferably 

65 

14 



EP  0  356  226  A2 

[ A n h ]  
i .   u< < 1 . 5  

2  X  {  [ 1 2 ] + [ 1 3 ] + [ 1 4 J + [ 1 5 ] + [ 1 6 ] + [ 1 7 ]   } + [ 1 8 ]  

ana  Tor  tne  aromatic  polyester-amide, 

[ A n h ]  
<  2 . 0  

2  X  [26]   +  [27]  +  n  X  [ 2 8 ]  

prereraDiy 

[ A n h ]  
1  .  u< <  1 . 5  

2  X  [26]   +  [27]  +  n  X  [ 2 8 ]  

wnerein  n  is  1  when  the  formula  (23)  is  an  aromatic  aminocarboxylic  acid  and  is  2  when  the  formula  (23)  is  an 
aminophenol. 
Also,  the  reaction  temperature  is  not  particularly  limited  so  long  as  in  the  range  of  100  to  400  °C,  but  when 
acylation  is  first  mainly  carried  out  by  adding  an  acid  anhydride  and  then  condensation  is  mainly  carried  out 
thereafter,  a  temperature  of  100  to  200  °C  is  preferred  for  acylation,  and  it  is  advantageous  to  carry  out  the 
condensation  at  an  elevated  temperature  of  250  to  400  °C. 

In  the  present  invention,  the  reaction  is  carried  out  while  removing  the  acid  anhydride  and  acids  formed 
therefrom  out  of  the  system,  and  in  order  to  carry  out  the  removal  with  good  efficiency,  an  inert  gas  such  as 
nitrogen  or  argon  may  be  passed  through  the  system  or  the  pressure  may  be  reduced.  Also,  if  the  degree  of 
polymerization  is  to  be  further  increased,  it  is  possible  to  apply  the  solid  state  polymerization  method. 

The  aromatic  polyester  and  the  aromatic  polyester-amide  of  the  present  invention  thus  obtained  show 
optical  anisotropy  (liquid  crystallinity)  in  a  melting  state,  whereby  have  extremely  excellent  fluidity  and  thus 
good  in  moldability.  Accordingly,  it  is  possible  to  effect  usual  melt  molding  such  as  extrusion  molding,  injection 
molding,  compression  molding,  etc.,  whereby  a  molded  article,  film,  fiber,  etc.  can  be  easily  produced. 
Particaularly,  it  is  suitable  for  precision  molded  article  since  they  have  high  fluidity. 

Further,  at  the  molding  step,  to  the  aromatic  polyester  or  the  aromatic  polyester-amide  of  the  present 
invention,  may  be  added  fibers  such  as  a  glass  fiber,  carbon  fiber,  etc.,  fillers  such  as  talc,  mica,  calcium 
carbonate,  etc.,  nuclear  agents,  pigments,  antioxidants,  lubricants,  stabilizers,  flame  retardants,  other  various 
additives,  and  other  thermoplastic  resins,  etc.  to  provide  desired  characteristics  to  resulting  molded  article. 

Also,  by  blending  with  other  polymer  or  alloying,  it  is  possible  to  make  a  composition  having  both  merits  of 
the  other  polymer  and  those  of  the  aromatic  polyester  or  the  aromatic  polyester  amide  of  the  present 
invention. 

The  present  invention  will  be  explained  in  more  detail  by  referring  to  the  following  non-limitative  Examples. 
For  measuring  a  melt  viscosity  in  Examples,  a  flow  tester  (produced  by  Shimazu  Seisakusho  K.K.)  was  used 

and  the  conditions  of  a  temperature  of  320  °C,  a  shear  rate  (  )  of  100  sec-1  and  a  length/diameter  of  a 
cylinder  nozzle  =  10  were  employed. 

Regarding  IR,  as  an  infrared  spectrophotometer,  20DXBFT-IR  produced  by  Nicolet  Co.  was  used,  and 
measured  with  a  solution  in  hexafluoroisopropanol  or  KBr  disc. 

Molding  was  carried  out  by  using  0.1  oz  injection  molding  machine  produced  by  Nippon  Seiko  K.K.  to 
prepare  a  molded  piece. 

As  to  Vibron,  Rheovibron  produced  by  Toyo  Boldwin  Co.  was  used  and  the  above  molded  piece  was 
measured  under  110  Hz. 

Optical  anisotropy  (liquid  cyrstallinity)  was  observed  by  using  a  polarized  optical  microscope  attached  with  a 
hot  stage. 

A  flow  initiating  temperature  was  judged  from  data  of  Vibron. 
Water  absorption  was  measured  according  to  ASTM-D-570. 
Evaluation  of  soldering  resistance  was  carried  out  by  dipping  a  sample  in  a  soldering  bath  at  a  temperature 

Df  240  °C  or  260  °C  for  10  seconds  in  accordance  with  the  condition  B  in  Table  1  of  JIS  C5034. 

Example  1 
In  a  reaction  vessel  equipped  with  a  stirrer,  an  outlet  for  evacuation  and  a  N2  inlet,  were  charged  the 

Allowing  starting  materials. 
(1)  4,4'-dihydroxydiphenyl  16.89  g  (0.091  mole) 
(2)  hydroquinone  9.99  g  (0.091  mole) 
(3)  terephthalic  acid  15.07g  (0.091  mole) 
(4)  2,6-naphthalenedicarboxylic  acid  19.61  g  (0.091  mole) 

!5 
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(5)  p-hydroxybenzoic  acid  58.45  g  (0.423  mole)  After  replaced  with  nitrogen  under  reduced  pressure, 
N2  seal  was  made,  and  then  88.26  g  (0.86  mole)  of  acetic  anhydride  was  added.  Under  stirring,  the  reaction 
vessel  was  dipped  in  an  oil  bath  at  a  temperature  of  145  °C  to  conduct  reaction  for  one  hour,  and  then  raised 
the  temperature  to  320  "C  over  1.5  hours. 

5  Then,  a  pressure  was  reduced  from  normal  pressure  to  10  mmHg  over  45  minutes,  and  further  reduced  to 
0.3  mmHg  over  15  minutes.  Thereafter,  the  reaction  was  continued  for  one  hour  to  complete  polymerization 
reaction. 

This  polymer  flew  by  gravity  and  was  possible  to  be  drawn  out  from  the  bottom  of  the  reaction  vessel.  A  melt 
viscosity  (320  °C,  100  sec-1)  of  the  polymer  thus  obtained  was  320  poise. 

10  This  polymer  was  molded  with  a  0.1  oz  injection  molding  machine  at  320  °C  and  the  molded  pieces  were 
measured  by  Vibron.  The  following  results  were  obtained. 
|E*Uo  =  10.5  x  1010  dyne/cm2  (10.5  GPa) 
|E*  1  150  =  4.6  x  1010  dyne/cm2  (  4.6  GPa) 
IE*  1  260  =  3.9  x  1010  dyne/cm2  (  3.9  Gpa) 

15  Also,  when  tensile  tests  were  carried  out  to  obtain  the  following  results. 

Tensile  modulus  61,700  kg/cm2 
Tensile  strength  1,270  kg/cm2 
Elongation  at  break  3.1  % 

20 

Also,  by  using  the  same  molded  pieces,  soldering  resistance  (260  °C,  10  seconds)  was  measured  but  no 
change  in  appearance  can  be  admitted. 

IR  spectrum  chart  of  the  polymer  is  shown  in  Fig.  1  and  vibron  chart  thereof  in  Fig.  2.  The  compositional  ratio 
25  of  this  polymer  was  (1)/(2)/(3)/(4)/(5)  =  11.5/11.5/11.5/11.5/54. 

Example  2 
In  a  reactor  equipped  with  a  stirrer,  an  outlet  for  evacuation  and  a  N2  inlet,  were  charged  the  following 

starting  materials. 
30  (1)  4,4'-dihydroxydiphenyl  22.32  g  (0.12  mole) 

(2)  methylhydroquinone  7.44  g  (0.06  mole) 
(3)  terephthalic  acid  19.92  g  (0.12  mole) 
(4)  2,6-naphthalenedicarboxylic  acid  12.96  g  (0.06  mole) 
(5)  p-hydroxybenzoic  acid  57.96  g  (0.42  mole)  After  replaced  with  nitrogen  under  reduced  pressure,  N2 

35  seal  was  made,  and  then  87.52  g  (0.86  mole)  of  acetic  anhydride  was  added.  Under  stirring,  the  reaction  vessel 
was  dipped  in  an  oil  bath  at  a  temperature  of  145  °C  to  conduct  reaction  for  one  hour,  and  then  raised  the 
temperature  to  320  °C  over  1.5  hours. 

Then,  a  pressure  was  reduced  from  normal  pressure  to  10  mmHg  over  45  minutes,  and  further  reduced  to 
0.3  mmHg  over  15  minutes.  Thereafter,  the  reaction  was  continued  for  2  hours  to  complete  polymerization 

40  reaction. 
This  polymer  flew  by  gravity  and  was  possible  to  drawn  out  from  the  bottom  of  the  reaction  vessel.  This 

polymer  was  molded  with  0.1  oz  injection  molding  machine  at  320  °C  and  the  molded  pieces  were  measured 
by  vibron  to  obtain  the  following  results. 
IE*  1  40  =  15.0  x  1010  dyne/cm2  (15.0  GPa) 

45  IE*  I  iso  =  8.3  x  1010  dyne/cm2  (8.3  GPa) 
IE*  1  260  =  6.8  x  101°  dyne/cm2  (6.8  GPa) 
Also,  tensile  tests  were  carried  out  to  obtain  the  following  results. 

Tensile  modulus  81,200  kg/cm2 
SO  Tensile  strength  1,670  kg/cm2 

Elongation  at  break  2.9  % 

The  water  absorption  of  the  polymer  was  measured  to  obtain  the  result  or  extremely  low  vaiue  ot  u.Uzi  wo. 
55  Also,  by  using  the  same  molded  pieces,  soldering  resistance  (260  °C,  10  seconds)  was  measured  but  no 

change  in  appearance  can  be  admitted. 
IR  spectrum  chart  of  the  polymer  is  shown  in  Fig.3.  The  compositional  ratio  of  this  polymer  was 

(1)/(2)/(3)/(4)/(5)  =  15.3/7.7/15.3/7.7/54. 

60  Example  3 
In  a  20̂   vertical  reactor  equipped  with  a  stirrer,  an  outlet  for  evacuation  and  a  N2  inlet,  were  charged  the 

following  starting  materials. 
(1)  4,4'-dihydroxydiphenyl  819  g  (4.5  mole) 
(2)  trimethylhydroquinone  669  g  (4.5  mole) 

65  (3)  terephthalic  acid  730  g  (4.5  mole) 
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(4)  2,6-naphthalenedicarboxylic  acid  950  g  (4.5  mole) 
(5)  p-hydroxybenzoic  acid  2,833  g  (21  mole)  After  replaced  with  nitrogen  under  reduced  pressure,  N2 

leal  was  made,  and  then  4,277  g  (42  mole)  of  acetic  anhydride  was  added.  Under  stirring,  the  mixture  was 
eacted  at  145  °C  for  one  hour,  and  then  raised  the  temperature  to  320  °c  and  polymerization  was  carried  out 
or  3  hours.  5 

Final  pressure  was  0.5  mmHg. 
This  polymer  flew  by  gravity  and  was  possible  to  be  drawn  out  from  the  bottom  of  the  reactor.  A  melt 

'iscosity  (320  °C,  100  sec-1)  of  the  polymer  thus  obtained  was  210  poise. 
This  polymer  was  molded  with  a  0.1  oz  injection  molding  machine  at  320  °C  and  the  molded  pieces  were 

neasured  by  Vibron  and  to  obtain  the  following  results.  10 
E*Uo  =  17.9  x  1010  dyne/cm2  (17.9  GPa) 
E*|i50  =  7.9  x  1010  dyne/cm2  (7.9  GPa) 
E*|260  =  1.0  x  1010  dyne/cm2  (1.0  GPa) 

Tensile  modulus  97,600  kg/cm2  15 
Tensile  strength  1,490  kg/cm2 
Elongation  at  break  1  .9  % 

Also,  by  using  the  same  molded  pieces,  soldering  resistance  (240  °C,  10  seconds)  was  measured  but  no  20 
;hange  in  appearance  can  be  admitted. 

IR  spectrum  chart  of  the  polymer  is  shown  in  Fig.4.  The  compositional  ratio  of  this  polymer  was 
1)/(2)/(3)/(4)/(5)  =  11.5/11.5/11.5/11.5/54. 

The  polymer  was  added  with  30  weight  0/0  of  glass  fiber,  and  after  mixing  and  kneading  with  twin-screw 
jxtruder,  it  was  molded  by  using  0.1  oz.  injection  molding  machine  to  prepare  dumbbell  specimen.  25 

When  soldering  resistance  (260  °C,  10  seconds)  of  the  specimen  was  measured  but  no  change  in 
appearance  can  be  admitted. 

Examples  4-27 
In  the  same  manner  as  in  Example  1  except  for  replacing  monomers,  compositional  ratio  and  polymerization  30 

:emperature  as  shown  in  Table  1,  polymerization  was  effected.  The  results  of  measurement  of  physical 
Droperties  are  shown  in  Table  1. 

35 
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?able  1 

Composition 
(mol  %) 

C 
u 
0 

4  11.5  11.5  17.2  [ Q j   54 

5.8 

- 0 - / O / - 0 -  
5  11.5  11.5  7.7  V_7  54. 

15.3 

6  11.5  11.5  15.3  W   54 
7.7 

7  7.7  15.3  15.3  XI/   54 
7.7 

- 0 - / O / - 0 -  
8  12.5  4.2  12.5  Vl/  66.7 

4.2 

- o - ( 0 > - o -  
9  22.2  11.1  22.2  V_/  33.3 

11.1 

10  7.1  21.4  7.1  
" 0 - @ - 0 -   A2g 

21.4 

4.6 
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Table  1  (Cont'd) 

Polymerization  Complex  Elastic  Modulus  Soldering 
Melt  Resistance  Tensile  Liauid 

Ex.  T T . . ,   „,  ,,  Initiating  „  .  „. viscosity  1  Strength  Crystalli- 
I  °-  Temp.  Drawing  (poise)  |E*|4Q  |E*|150  |E*|260  Temp_  Resist.  (kg/cm2)  e™P*  

.  n i ty  
(°C)  Out  (GPa)  (GPa)  (GPa)  (=C)  ^   

1  W 

4  320  good  —  —  —  —  240  good  —  —  good 

5  320  good  630  9.1  4.3  3.8  260  good  1320  317  good 

6  320  good  570  10.7  5.4  4.6  260  good  —  303  good 

7  320  good  480  11.3  5.8  4.8  260  good  1630  286  good 

8  320  good  1320  8.3  4.1  3.7  260  good  1190  315  good 

9  320  good  940  10.4  5.6  4.6  260  good  1560  310  good 

10  320  good  1430  —  —  —  260  good  —  —  good 

II  320  good  410  13.6  7.1  5.0  260  good  1490  316  good 

19 
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Table  1  (Cont'd) 

Composition  (mol  %) 

Ex.  0 

No-  
^ c m f ~   - s - @ r   - o ^ ^ o -   - o - R - o -   - 0 - © - ? -  

11 
0 

/CH3 

12  8.3  8.3  8.3  - O - f c y - O -   66.7 

8.3 

CH3N̂  /CH3 

13  7.7  15.3  15.3  - o - ^ O V o -   54 
NCH3 

7.7 

CH3Ŝ  /CH3 

14  8.3  8.3  8.3  -o -<0>-o-   6 g J  
NCH3 

8.3 

15  11.1  22.2  26.7  I Q J   33.3 

6.6 

16  8.3  8.3  11.7  66.7 

5.8 

/CH3 

17  15.4  7.7  11.5  ~ 0 - ( r i ) - 0 -   54 

11.5  . 

CH3  x  /CH3 

18  17.2  5.8  15.3  - o - < o V o -   54 
7JCH= 

CH3v  /CH3 

19  15.4  7.7  7.7  - o ^ O V o -   54 
CH3 15.4 

20 



EP  0  356  226  A2 

Table  1  (Cont'd) 

Polymerization  Complex  Elastic  Modulus  Soldering  
^  Melt  Resistance  Tensile  „  Liquid Ex.  _ . . . ,   ■■-  _  ,  Initiating Viscosity  1  Strength  Crystalli- 

i  0-  Temp.  Drawing  (poise)  lE*|4Q  \E*\15(j  |E*|260  Temp.  Resist.  (kg/cm1)  ^   nizv 
(°C)  Out  .  (GPa)  (GPa)  (GPa)  (=C)  ^   

1  UJ 

12  320  good  520  17.2  8.4  6.3  260  good  —  312  good 

13  320  good  570  14.2  7.6  4.8  260  good  —  303  good 

14  320  good  480  13.3  6.1  4.8  260  good  1590  298  •  good 

15  320  good  880  10.1  6.2  4.3  260.  good  —  279  good 

16  320  good  630  9.1  4.2  3.8  240  good  1320  317  good 

17  320  good  570  10.7  5.4  2.1  240  good  —  282  good 

18  300  good  480  11.3  5.8  2.2  240  good  1630  278  good 

19  300  good  420  12.2  6.4  3.1  240  good  -   286  good 

21 
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Table  1  (Cont'd) 

Composition  (mol  %) 

Ex-  <u 
Xo'  J @ § f   - s - f e h -   - o - < o X o V o -   - o - R - o -   - o ^ Q > - r  

- c ^ ^ ^   o  o  w   ^   0 
6 

/CH3 

20  16.7  0  5.8  - O - Z O / - 0 -   66-7 

11.7 

CH3  /  CH3 

21  23.0  0  15.3  -o-^OV-o-  g3>8 
^CH3 

7.7 

/CH3  • 

22  11.5  11.5  18.4  - O - ^ O ^ - O -   54 

4.6 

23  7.7  15.4  11.5  - O - Z O V o -   54 

11.5 

24  11.5  .  11.5  18.4  w   54 

4.6 

CH3  _/CHs 

25  7.7  15.4  20.8  ~ ° / 0 ^ & ° ~   53.8 
CH3̂   CH3 

2.3 

CH3  ^_/CH3 
26  7.7  15.4  18.4  -o-/o)-^oV-o-  53_g 

ch3<^  ^ c h 3  
4.6 
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Table  1  (Cont'd) 

Polymerization  Complex  Elastic  Modulus  Soldering  
"Flaw Melt  Resistance  Tensile  Liquid £.x.  1  ...  _  Initiating  „ Viscosity  1  btrength  Crystalli- 

Temp.  Drawing  (poise)  |E*|40  |E*|150  |E*|26Q  Temp.  Resist.  (kg/cm1)  T ^   nity 
(°C)  Out  (GPa)  (GPa)  (GPa)  (=c)  ance  

tW 

20  320  good  —  —  —  —  260  good  —  —  good 

21  320  good  —  —  —  —  260  good  —  —  good 

22  320  good  320  11.3  4.8  4.0  260  good  1300  300  good 

23  320  good  180  14.3  5.5  3.8  260  good  1350  306  good 

24  320  good  270  9.8  4.4  3.7  260  good  1190  316  good 

25  320  good  165  13.4  5.3  3.0  260  good  1340  235  good 

26  320  good  100  11.9  5.0  2.8  260  good  1360  281  good 
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Example  28 
In  a  glass  polymerization  vessel  equipped  with  a  stirrer,  an  outlet  for  evacuation  and  a  N2  inlet,  were  charged 

39.52  g  (0.29  mole)  of  p-hydroxybenzoic  acid,  15.70  g  (0.11  mole)  of  p-aminobenzoic  acid,  31.97  g  (0.17  mole) 
of  4,4'-dihydroxydiphenyl,  14.26  g  (0.09  mole)  of  terephthalic  acid  and  18.56  g  (0.09  mole)  of 
2,6-naphthalenedicarboxylic  acid.  After  repeating  three  times  of  reducing-nitrogen  replacement,  nitrogen  was 
filled  therein. 

Then,  83.54  g  of  acetic  anhydride  was  added  dropwise  and  stirring  was  started,  and  the  polymerization 
reactor  was  dipped  in  an  oil  bath  at  150  °C  while  continuing  stirring  for  one  hour  to  effect  acetylization. 
Thereafter,  under  nitrogen  stream  of  0.5^/min,  a  temperature  of  the  oil  bath  was  raised  to  320  °C  over  90 
minutes. 

Then,  a  pressure  was  gradually  reduced  and  polymerization  was  carried  out  for  2  hours. 
Final  reduced  pressure  was  0.3  mmHg. 

25 



:P  0  356  226  A2 

The  obtained  polymer  flew  by  gravity  and  was  possible  to  be  drawn  out  from  tne  Bottom  ot  me  reacior. 
After  making  the  resulting  polymer  to  chips,  they  were  dried  in  vacuum  at  120  °C  overnight. 
A  melt  viscosity  of  this  polymer  was  460  poise  at  320  °C  and  100  sec-1.  Also,  tensile  properties  of  molded 

pieces  molded  by  0.1  oz  injection  molding  machine  were  tensile  strength  of  1,810  kg/cm2  and  elongation  at 
5  break  of  3.1o/o.  Water  absorption  was  0.04  o/o. 

IR  spectrum  chart  of  the  polymer  is  shown  in  Fig.  5  and  Vibron  chart  of  a  molded  piece  prepared  by  using  0.1 
oz  injection  molding  machine  in  Fig.6. 

Further,  the  result  of  elemental  analysis  of  the  polymer  was  as  follows. 
C:  73.16  0/0  (74.16  o/o) 

10  H:  3.59  0/0  (3.73  0/0) 
N:  1.53  0/0  (1.50  0/0) 
(the  value  in  the  brackets  is  calculated  one) 

Examples  29  to  31 
15  In  the  same  manner  as  in  Example  28  except  for  changing  composition  of  each  constitutional  unit  of  the 

resulting  polymer  as  shown  in  Table  2,  the  same  experiment  was  carried  out.  Results  of  measured  various 
physical  properties  are  shown  in  Table  2. 

Provided  that,  regarding  to  Example  29,  elemental  analysis  and  water  absorption  were  measured  to  obtain 
the  results  as  shown  below. 

20 
[Results  of  elemental  analysis  (o/o)] 
C:  73.91  (74.11), 
H:  3.53  (3.68), 
N:  0.71  (0.75) 

25  (the  value  in  the  brackets  is  calculated  one) 
[Water  absorption  0.04%] 
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:able  2  (Cont'd.) 

Polymerization  Complex  Elastic  Modulus  Soldering 
Melt  Resistance  Tensile  Liquid <0  r?  ,  ,  Initiating- tx-  Viscosity  1  Strength  ^   

6  Crystalh- 
No'  Temp.  Drawing  (poise)  |E*|40  |E*|150  |E*|260  Temp.  Resist-  (kg/cm2)  *™P'  nity 

(°C)  Out  (GPa)  (GPa)  (GPa)  (°q  ance 

15 

29  320  good  360  10.8  5.2  4.3  260  good  1350  315  good 

,0 

30  320  good  540  13.9  6.5  3.9  260  good  1540  308  good 

?5  '■ 

31  320  good  1120  10.9  4.3  3.9  260  good  1080  318  good 

30 

Example  32 
35  In  a  polymerization  vessel  equipped  with  a  stirrer,  an  outlet  for  evacuation  and  a  N2  inlet,  were  charged  6.48 

g  (0.06  mole)  of  p-aminophenol,  22.10  g  (0.12  mole)  of  4,4'-dihydroxydiphenyl,  19.25  g  (0.09  mole)  of 
2,6-naphthalenedicarboxylic  acid,  14.79  g  (0.09  mole)  of  terephthalic  acid  and  57.38  g  (0.42  mole)  of 
p'-hydroxybenzoic  acid.  After  replaced  with  nitrogen  under  reduced  pressure,  N2  seal  was  made,  and  then 
87.59  g  (0.86  mole)  of  acetic  anhydride  was  added.  Under  stirring,  the  polymerization  vessel  was  dipped  in  an 

40  oil  bath  at  a  temperature  of  145  °C  to  conduct  reaction  for  one  hour,  and  then  raised  the  temperature  to  320  °C 
over  1.5  hours.  Then,  reaction  was  carried  out  while  reducing  a  pressure  from  normal  pressure  to  10  mmHg 
over  45  minutes,  and  further  reduced  to  3  mmHg  over  15  minutes  to  complete  the  reaction. 

The  obtained  polymer  flew  by  gravity  and  was  possible  to  be  drawn  out  from  the  bottom  of  the  reactor. 
A  melt  viscosity  of  the  polymer  was  520  poise  at  320  °C  and  100  sec"1.  Also,  as  the  results  of  Vibron 

45  measurement,  dynamic  moduli  of  I  E*  1  40,  I  E*  1  150  and  I  E*  1  260  were  12.1x101°  dyne/cm2  (12.1  GPa),  5.0  x 
1010  dyne/cm2  (5.0  GPa)  and  3.30  x  1010/cm2  (3.30  GPa),  respectively.  Further,  this  polymer  initiated  flow  at 
309  °  C  and  showed  optical  anisotropy  (liquid  crystallinity).  As  the  result  of  soldering  resistant  test,  a  molded 
piece  of  the  polymer  was  dipped  in  solder  at  260  °C  for  10  seconds  but  no  change  in  appearance  was 
observed  whereby  it  showed  good  soldering  resistance. 

50  When  tensile  tests  of  a  molded  piece  of  the  polymer  was  carried  out  to  obtain  good  results  of  tensile 
modulus  of  68,800  kg/cm2,  tensile  strength  of  1  ,350  kg/cm2  and  elongation  at  break  of  3.6  0/0. 

Water  absorption  of  the  polymer  was  extremely  low  value  of  0.04  0/0. 
In  Figs.7  and  8,  IR  spectrum  chart  and  Vibron  chart  of  the  polymer  are  shown,  respectively. 

55  Examples  33  to  41 
In  the  same  manner  as  in  Example  32  except  for  changing  composition  of  each  constitutional  unit  and 

polymerization  temperature  as  shown  in  Table  3,  polymers  were  obtained.  The  results  of  measurements  of 
physical  properties  are  shown  in  Table  3. 
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Comparative  examples  1  to  5 

In  the  same  manner  as  in  Example  1  except  for  changing  composition  of  each  constitutional  unit  as  shown  in 
Table  4,  polymers  were  obtained.  The  results  of  measurements  of  physical  properties  are  shown  in  Table  4. 
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Table  4 

I 
Composition  (mol%) 

Comp.  o 

no-  r @ § f ~   - o - ® © - 0 -   - o - R - o -   " ° - # - r  

M  0  0  0 
0 

- o - Y o V o -  
1  23.0  0  11.5  w   54 

11.5 

2  16.7  0  16.7  0  65.6 

- 0 - / O V 0 -  
3  23.0  0  0  w   54 

23.0 

4  11.5  0  ^ 7   54 

11.5  23.0 

C(CH3)3 

5  33.0  0  17  - O - f o / O -   33 

16  t 

33 
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'able  4  (Cont'd) 

Polymerization  Complex  Elastic  Modulus  Soiaerxng 
t o .   -Melt  Resistance  Tensile  Liquid 
Ex.  Viscosity  Strength  CrystaUi- 
No.  Temp.  Drawing  (poise)  |E*|40  |E*|igo  !E*|260  Temp.  Resist-  (kg/ca1)  ^   nity 

(°C)  Out  (GPa)  (GPa)  (GPa)  (°C)  ance 

1  320  bad  impossible  —  —  —  — 

2  320  bad  impossible  —  —  —  —  — —   —  — 

3  320  bad  impossible  —  —  —  —  — —   —  — 

4  320  bad  impossible  —  —  —  —  —  —  — 

I  320  good  -   13.0  7.4  <2.0  240  bad  -  

i 

Claims 

1.  An  aromatic  polyester  having  a  melt  viscosity  of  10  poise  (1  Pas)  or  more  at  320°  C  and  a  shear  rate  of 
100s-1,  which  polyester  comprises: 

(a)  2  to  40  mole  o/o  of  2,6-naphthalenedicarboxylic  acid  units  of  formula  (1): 

(b)  0  to  40  mole  %  of  terephthalic  acid  units  ot  tormuia  (Z)  : 
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n  \ S v   ii 
o.  —   '  0  (2) 

(c)  3  to  40  mole  %  of  4,4'-dihydroxydiphenyl  units  of  formula  (3): 

(3)  

(d)  2  to  40  mole  Wo  of  at  least  one  member  selected  from  the  aromatic  diol  units  of  formulae  (4)  to 
(8): 

( 4 )  

- o ® - o -  ( 5 )  

CH^ 

( 6 )  

—  0 .  D  —  

( 7 )  

and 

( 6 )  

(e)  20  to  80  mole  Wo  of  p-hydroxybenzoic  acid  units  of  formula  (9)  : 

(9) 

wherein,  when  the  molar  numbers  of  the  above  units  (1),  (2),  (3),  (4),  (5),  (6),  (7),  (8)  and  (9)  are 
represented  by  [1],  [2],  [3],  [4],  [5],  [6],  [7],  [8]  and  [9],  respectively,  each  mole  Wo  is  a  value  based  on 
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[1]  +  [2]  +  [3]  +  [4]  +  [5]  +  [6]  +  [7]  +  [8]  +  [9]. 
2.  A  polyester  according  to  claim  1,  which  comprises,  as  the  aromatic  diol  unit  (d),  3  to  25  mol  Wo  of  at 

east  one  of  units  (4)  and  (5)  . 
3.  A  polyester  according  to  claim  1  ,  which  comprises,  as  the  aromatic  diol  unit  (d),  2  to  20  mol  Wo  of  unit 

8). 
4.  A  polyester  according  to  claim  1,  which  comprises,  as  the  aromatic  diol  unit  (d),  2  to  15  mol  Wo  of  at 

east  one  of  units  (6)  and  (7). 
5.  A  polyester  according  to  any  one  of  the  preceding  claims,  wherein  the  melt  viscosity  at  320°  C  and  a 

.hear  rate  of  100s"1  is  100  poise  (10  Pas)  or  more. 
6.  A  polyester  according  to  any  one  of  the  preceding  claims,  wherein  the  absolute  values  of  the 

complex  elastic  modulus  thereof,  when  measured  with  a  vibron  at  1  1  0  Hz,  satisfy  the  following  relations  : 
E*!150/!E*!40  ^  1/3 
E*!i50   ̂ 4.0  x1010  dyne/cm2  (4.0  GPa) 
E*|4o  S  8.0  x  1010  dyne/cm2  (8.0  GPa) 
vherein  |E*Uo  and  !E*!i50  are  the  absolute  values  of  the  complex  elastic  modulus  measured  at  40°C  and 
I50°C,  respectively. 

7.  A  process  for  producing  a  polyester  as  defined  in  any  one  of  the  preceding  claims,  which  comprises 
eacting,  in  the  presence  of  an  acid  anhydride: 

(f)  2  to  40  mole  o/o  of  2,6-naphthalenedicarboxylic  acid  of  formula  (10)  : 

HOC  (10)  
II 
O 

(g)  0  to  40  mole  Wo  of  terephthalic  acid  of  formula  (11): 

; i i )  

[h)  3  to  40  mole  Wo  of  4,4-dihydroxydiphenyl  of  formula  (12)  : 

HO- O K O  •OH (12)  

(i)  2  to  40  mole  Wo  of  at  least  one  member  selected  from  the  aromatic  diol  compounds  ottormuiae 
(13)  to  (17): 
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( 1 3 )  

( 1 4 )  

( 1 5 )  

( 1 6 )  

(17)  

and 
(j)  20  to  80  mole  Wo  of  p-hydroxybenzoic  acid  of  formula  (18)  : 

( 18 )  

wherein,  when  the  molar  numbers  of  the  above  compounds  (10),  (11),  (12),  (13),  (14),  (15),  (16),  (17) 
and  (18)  are  represented  by  [10],  [11],  [12],  [13],  [14],  [15],  [16],  [17]  and  [18],  respectively,  each 
mole  %  is  a  value  based  on  [10]  +  [11]  +  [12]  +  [13]  +  [14]  +  [15]  +  [16]  +  [17]  +  [18], 
and  further  reacting  the  components  at  a  temperature  of  100  to  400°  C  while  removing  the  acid 
anhydride  and  the  acids  formed  therefrom. 

8.  An  aromatic  polyester-amide  having  a  melt  viscosity  of  10  poise  (1  Pas)  or  more  at  320°  C  and  a  shear 
rate  of  100s~1,  which  polyester-amide  comprises: 

(k)  2  to  50  mole  Wo  of  2,6-naphthalenedicarboxylic  acid  units  of  formula  (19)  : 
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(19 )  

(I)  0  to  45  mole  Wo  of  terephthalic  acid  units  of  formula  (20)  : 

O H -  

D 
(20)  

m)  2  to  50  mole  %  of  4,4'-dihydroxydiphenyl  units  of  formula  (21  )  : 

( 21 )  

n)  0  to  75  mole  Wo  of  p-hydroxybenzoic  acid  units  of  formula  (22)  : 

( 22 )  

and 
;o)  1  to  30  mole  Wo  of  units  of  formula  (23)  : 

■N- 
l 
R 

X— (23)  

wherein  X  is  an  oxygen  atom  or  a  carbonyl  group;  and  R  is  a  hydrogen  atom  or  a  hydrocarbon  group 
having  1  to  6  carbon  atoms,  and  wherein,  when  the  molar  numbers  of  the  above  units  represented  by 
(19),  (20),  (21),  (22)  and  (23)  are  represented  by  [19],  [20],  [21],  [22]  and  [23],  respectively,  each 
mole  %  is  a  value  based  on  [19]  +  [20]  +  [21]  +  [22]  +  [23]. 

9.  A  polyester-amide  according  to  claim  8,  wherein  the  melt  viscosity  at  320°  C  and  100s-1  is  100  poise 
(10  Pas)  or  more. 
10.  A  polyester-amide  according  to  claim  8  or  9,  wherein  the  absolute  values  of  the  complex  elastic 

modulus  thereof,  when  measured  with  a  vibron  at  1  1  0  Hz,  satisfy  the  following  relations: 
!E*h50/!E*!40  §=  1/3 
!E*!i50   ̂ 4.0  x  1010  dyne/cm2  (4.0  GPa) 
:E*',40  S  8.0  x1010  dyne/cm2  (8.0  GPa) 
wherein  |E*Uo  and  ]E*!i5o  are  the  absolute  values  of  the  complex  elastic  modulus  measured  at  40°C  and 
150°  C,  respectively. 
11.  A  process  for  producing  an  aromatic  polyester-amide  as  defined  in  any  one  of  claims  8  to  10,  which 

comprises  reacting,  in  the  presence  of  an  acid  anhydride: 
(p)  2  to  50  mole  o/o  of  2,6-naphthalenedicarboxylic  acid  of  formula  (24)  : 

( 24 )  

II 
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(q)  0  to  45  mole  Wo  of  terephthalic  acid  of  formula  (25)  : 

COH 
II 
0  

( 2 5 )  

(r)  2  to  50  mole  Wo  of  4,4'-dihydroxydiphenyl  of  formula  (26)  : 

HO- OH (26)  

(s)  0  to  75  mole  o/o  of  p-hydroxybenzoic  acid  of  formula  (27)  : 

HO- (27)  

and  (t)  1  to  30  mole  o/o  of  a  compound  of  formula  (28)  : 

HN- 

R 
(28 )  

wherein  Y  is  a  hydroxyl  group  or  a  carboxyl  group;  and  R  is  as  defined  in  claim  8,  wherein,  when  the  molar 
numbers  of  the  above  compounds  (24),  (25),  (26),  (27)  and  (28)  are  represented  by  [24],  [25],  [26],  [27] 
and  [28],  respectively,  each  mole  Wo  is  a  value  based  on  [24]  +  [25]  +  26]  +  [27]  +  [28], 
and  further  reacting  the  components  at  a  temperature  of  100  to  400°  C  while  removing  the  acid  anhydride 
and  the  acids  formed  therefrom. 

12.  A  molding,  film  or  fibre  comprising  a  polyester  as  defined  in  any  one  of  claims  1  to  6  or  a 
polyester-amide  as  defined  in  any  one  of  claims  8  to  10. 
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