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Description 

BACKGROUND  OF  THE  INVENTION 

Field  of  the  Invention 

This  invention  relates  to  an  automotive  arc  dis- 
charge  headlamp  having  reduced  ultraviolet  (UV) 
emission.  More  particularly,  this  invention  relates  to 
an  automotive  headlamp  comprising  a  forward  pro- 
jecting  reflector  with  a  light  transmissive  lens 
mounted  on  the  forward  end  and  enclosing  an 
electric  arc  discharge  lamp  within  as  a  light  source, 
wherein  the  reflecting  surface  of  the  reflector  is 
coated  with  a  UV  absorbing  coating. 

Background  Of  The  Disclosure 

There  is  much  interest  in  the  automobile  in- 
dustry  in  using  arc  lamps  also  known  as  arc  dis- 
charge  lamps  as  the  light  source  for  automotive 
headlamps.  Tungsten-halogen  lamps  are  presently 
used,  but  arc  lamps  have  potentially  longer  life, 
higher  light  output  and  much  higher  source  bright- 
ness.  The  small  size  of  the  arc  lamps  and  con- 
comitant  reflector  and  lens  assembly  provide  auto- 
motive  manufacturers  a  greater  leeway  in  innova- 
tive  front  end  automotive  design.  Arc  discharge 
lamps  useful  for  automotive  applications  are  ba- 
sically  miniature  metal  halide  arc  discharge  lamps. 
One  such  lamp  is  known  from  EP-A-00431  14.  One 
of  the  disadvantages  associated  with  such  lamps 
for  automotive  use  is  that  they  emit  a  significant 
amount  of  UV  radiation.  Emission  of  UV  radiation 
by  automotive  headlamps  is  undesirable  because 
of  its  adverse  effect  on  human  eyes  and  skin. 
Further,  miniature  automotive  headlamps  employ- 
ing  arc  discharge  lamps  are  often  plastic  and  have 
plastic  lenses.  Plastic  lenses  are  easier  to  fabricate 
than  glass  into  more  complex  shapes  for  auto- 
motive  styling.  Plastic  is  more  flexible  than  glass 
and  can  possess  greater  impact  resistance.  Poly- 
carbonate  is  the  plastic  of  choice  for  such  lenses 
because  of  its  clear,  visible  light  transmissive  prop- 
erties  along  with  excellent  impact  and  abrasion 
resistance.  Unfortunately,  polycarbonate  and  other 
plastics  turn  yellow  or  brown  and/or  become  hazy 
when  exposed  to  UV  radiation. 

US-A-4604680  shows  in  infra-red  floodlight  us- 
ing  two  mirrors  with  dichroic  coatings  designed  to 
prevent  visible  light  from  being  emitted  by  the 
floodlight.  However,  no  action  is  taken  with  regard 
to  UV  light. 

Accordingly,  a  need  exists  for  automotive  arc 
headlamps  having  reduced  UV  emission,  particu- 
larly  when  the  headlamps  employ  plastic  reflectors 
and  plastic  lenses. 

SUMMARY  OF  THE  INVENTION 

According  to  the  invention,  there  is  provided  a 
lamp  and  reflector  assembly,  wherein  said  lamp 

5  emits  both  UV  and  visible  radiation  and  is  mounted 
within  said  reflector,  characterized  by  said  reflector 
having  an  internal  reflecting  surface  for  reflecting 
said  visible  radiation  forward  of  said  reflector  and  a 
UV  absorbing  silicone  coating  disposed  on  said 

io  reflecting  surface  between  said  reflective  surface 
and  said  lamp  for  absorbing  UV  radiation  emitted 
by  said  lamp  to  thereby  reduce  the  amount  of  UV 
radiation  projected  forward  of  said  reflector. 

The  present  invention  relates  to  a  reflector  and 
75  lamp  assembly  employing  an  arc  discharge  lamp 

which  emits  UV  radiation  as  the  light  source  and 
which  has  a  UV  absorbing  coating  on  the  reflecting 
surface  of  the  reflector  to  reduce  the  amount  of  UV 
radiation  projected  forward  of  the  reflector. 

20  Such  lamp  and  reflector  combinations  have 
been  made  by  the  Applicants  without  the  presence 
of  a  lens  on  the  open,  visible  light  projecting  end  of 
the  reflector,  wherein  it  was  found  that  less  than 
10%  of  the  UV  radiation  emitted  by  the  lamp  is 

25  projected  forward  of  the  reflector  due  to  absorption 
of  the  UV  by  the  coating  on  the  reflecting  surface. 

In  one  embodiment  of  the  invention,  the  lamp 
will  employ  a  light  transmissive  lens  made  of  a 
material  which  is  degraded  by  UV  radiation.  In 

30  such  an  embodiment,  it  is  preferred  that  the  interior 
surface  of  the  lens  also  has  disposed  on  it  a 
coating  which  absorbs  UV  radiation. 

By  UV  radiation  is  meant  radiation  having  a 
wavelength  generally  below  about  400  nm.  UV  radi- 

35  ation  having  a  wavelength  of  about  320  nm  or  less 
is  known  to  have  a  detrimental  effect  on  human 
eyes  while  that  having  a  wavelength  of  about  340 
nm  or  less  will  degrade  polycarbonate  plastic  caus- 
ing  it  to  turn  yellow  and/or  become  hazy,  depend- 

40  ing  on  the  wavelength.  Accordingly,  the  UV  absorb- 
ing  coating  should  be  selected  so  as  to  absorb  UV 
radiation  having  a  wavelength  equal  to  or  below 
about  340  nm  and  at  the  same  time  be  substan- 
tially  nonabsorbent  and  transparent  to  visible  light 

45  radiation.  The  coating  must  also  be  somewhat  heat 
resistant  due  to  its  presence  inside  the  interior 
cavity  of  a  sealed  automotive  headlamp  reflector 
wherein  operation  of  the  arc  discharge  lamp  can 
heat  the  inside  of  the  reflector  to  a  temperature  of 

50  150°C  and  more.  Proprietary  coatings  commer- 
cially  available  on  the  market  comprising  one  or 
more  silicone  resins  in  which  is  dissolved  or  dis- 
persed  a  UV  absorbing  material  have  been  found 
satisfactory  for  use  with  the  present  invention. 

55 
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DETAILED  DESCRIPTION  OF  THE  DRAWINGS 

Figure  1  schematically  illustrates  a  plastic  lens, 
reflector,  and  lamp  assembly  useful  in  the  practice 
of  the  present  invention  with  the  reflecting  surface 
coated  with  a  UV  absorbing  coating. 

Figure  2  is  a  graph  illustrating  the  UV  attenu- 
ation  factor  as  a  function  of  wavelength  using  a 
reflector  similar  to  that  in  Figure  1  containing  a  UV 
absorbing  coating  on  the  interior  reflecting  surface, 
but  without  a  lens. 

Figure  3  is  a  graph  illustrating  the  UV  spectral 
output  of  a  miniature  arc  discharge  lamp  of  the 
type  illustrated  in  Figure  1  . 

DETAILED  DESCRIPTION 

Turning  to  Figure  1  there  is  shown  automotive 
headlamp  reflector  assembly  10  comprising  all 
plastic  molded  reflector  12  consisting  of  a  parabolic 
or  elliptical  reflecting  portion  14,  open  at  its  forward 
projecting  end  18  and  terminating  at  its  rear  end  in 
an  integrally  molded  base  portion  16.  The  interior 
surface  of  reflector  12  is  coated  with  a  thin,  light 
reflecting,  shiny  coating  of  aluminum  22  over  which 
is  disposed  UV  absorbing  coating  24.  Coating  24  is 
clear  and  is  substantially  transparent  and  non-ab- 
sorbing  to  radiation  in  the  visible  light  region,  but 
absorbs  radiation  in  the  UV  region  (i.e.,  <  400  nm). 
The  forward  end  18  of  reflector  12  is  hermetically 
sealed  with  plastic  lens  26  which  is  transparent  to 
visible  light  radiation.  In  an  embodiment  where  lens 
26  is  made  of  a  plastic  which  is  degraded  by  UV 
radiation,  such  as  a  polycarbonate  which  has  ex- 
cellent  light  transmission,  strength,  impact  and 
abrasion  resistance  and  which  is  often  the  plastic 
of  choice  for  such  applications,  the  interior  surface 
42  of  the  lens  is  also  coated  with  UV  absorbing 
coating  24  to  insure  that  little  or  none  of  the  UV 
radiation  emitted  by  lamp  28  reaches  the  plastic 
lens.  It  should  be  noted  that  if  lens  26  is  glass, 
then  no  coating  would  be  necessary  since  glass  is 
a  natural  absorber  of  UV  radiation  and  its  transpar- 
ency  to  visible  light  radiation  is  unaffected  by  expo- 
sure  to  UV  radiation.  Miniature  arc  discharge  lamp 
28  is  enclosed  within  assembly  10  with  its  optical 
center  approximately  coinciding  with  the  focal  point 
of  reflector  12.  Lamp  28  comprises  a  synthetic 
quartz  envelope  30  enclosing  within  electrodes  32 
hermetically  sealed  within  arc  chamber  34  as  is 
well  known  to  those  skilled  in  the  art.  Arc  chamber 
34  also  contains,  as  is  known  to  those  skilled  in  the 
art,  a  small  amount  of  mercury  along  with  one 
more  more  metal  halides  and  an  inert  starting  gas, 
such  as  xenon.  Lamp  28  is  connected  by  means  of 
mount  wires  38  and  39  to  base  portion  16  (by 
means  not  shown)  and  thence  to  terminal  pins  40 
for  connection  to  a  source  of  electric  current.  In 

automotive  applications,  a  metal  shield  (not  shown) 
will  be  employed  in  front  of  the  forward  end  of  the 
lamp  to  insure  that  all  of  the  light  projected  forward 
of  the  reflector  is  reflected  from  reflecting  surface 

5  22.  Such  metal  light  shields  and  their  uses  in 
association  with  such  lamps  are  known  to  those 
skilled  in  the  art  and  examples  may  be  found,  for 
example,  in  U.S.  Patents  4,795,939  and  4,754,373. 

UV  absorbing  coatings  for  protecting  UV  deg- 
io  radable  plastics  from  UV  radiation  are  commer- 

cially  available  and  may  be  obtained  from  coating 
manufacturers  and  suppliers  such  as  the  Silicone 
Division  (GE  Silicones)  of  GE  Plastics  in  Waterford, 
N.Y.,  Dow  Corning,  DuPont,  Sherwin  Williams,  Bee 

is  Chemical  Company  and  the  like.  Such  coatings  are 
clear  and  absorb  little  or  no  light  in  the  visible 
region  of  the  spectrum  (i.e.,  400-750  nm).  These 
coating  materials  contain  a  UV  absorber  for  absorb- 
ing  radiation  in  the  UV  portion  of  the  spectrum  (i.e., 

20  <  400  nm).  Heat-resistant  coatings  are  preferred  for 
use  in  the  present  invention.  Heat  resistant  coat- 
ings  and  also  heat  resistant  UV  absorbers  are 
generally  based  on  silicone  containing  compounds 
or  at  least  contain  such.compounds.  Illustrative,  but 

25  non-limiting  examples  of  both  coatings  and  UV 
absorbers  containing  silicone  compounds  and  suit- 
able  for  use  in  the  present  invention  are  disclosed 
and  claimed,  for  example,  in  U.S.  Patent  Nos. 
4,374,674;  4,278,804;  3,986,997;  4,177,315  and 

30  4,644,077,  the  disclosures  of  which  are  incorpo- 
rated  herein  by  reference. 

Although  the  examples  and  disclosure  of  this 
invention  have  been  directed  mostly  to  automotive 
types  of  applications,  the  invention  is  not  meant  to 

35  be  so  restricted.  Thus,  the  invention  may  also  be 
used  for  spotlight  and  general  illumination  types  of 
lighting  applications,  with  elliptical  or  parabolic 
shaped  reflectors,  with  or  without  a  plastic  lens, 
etc. 

40 
EXAMPLES 

In  one  experiment,  reflector  and  lamp  assem- 
blies  similar  to  those  illustrated  in  Figure  1  and 

45  described  above,  (with  the  exception  that  the  for- 
ward,  light  projecting  end  of  the  reflector  was  open 
and  not  covered  with  a  lens)  were  assembled.  The 
reflector  was  parabolic  having  a  7/8  inch  focal 
length  and  arc  lamp  28  was  a  miniature,  30  watt 

50  lamp  intended  for  automotive  applications.  The  alu- 
minum  reflecting  surface  22  was  coated  by  the 
manufacturer  with  an  8  micron  thick  coating  of  a 
clear,  essentially  non-UV  absorbent  coating  ma- 
terial  designed  to  prevent  corrosion  and  dulling  of 

55  the  highly  light  reflective  aluminum  coating.  This 
coating  material  is  a  proprietary  acrylic  composi- 
tion,  ET4,  obtained  from  the  Red  Spot  Paint  & 
Varnish  Company.  Some  of  the  reflectors  were 

3 
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then  top-coated  with  two  different  commercially 
available  coating  materials  used  to  protect  plastics, 
particularly  polycarbonate  plastics,  from  UV  deg- 
radation.  These  two  coating  materials,  LTC5000 
and  LS123,  were  obtained  from  Bee  Chemical 
Company  and  are  believed  to  be  organic  resins 
containing  a  UV  absorber.  One  of  these  is  based 
on  a  urethane/melamine  organic  resin,  and  the  oth- 
er  is  of  unknown  composition.  The  recommended 
thickness  for  these  coatings  are  1.6  mils  and  0.20 
mils,  respectively.  The  30  watt  miniature  metal 
halide  arc  lamps  were  assembled  into  the  reflectors 
with  the  arc  center  at  the  focal  point,  and  the  arc 
lamp  was  then  energized.  An  ultraviolet  spectral 
energy  distribution  was  measured  in  the  projected 
beam,  50  cm  from  the  front  of  the  reflector,  with  an 
Optronic  Laboratories,  Inc.,  Model  742,  Spec- 
troradiometer.  The  results  of  the  measurements  are 
illustrated  in  Figure  2  as  plots  of  attenuation  factor 
as  a  function  of  wavelength.  Figure  3  illustrates  the 
UV  spectrum  of  the  lamp  projected  forward  of  the 
reflector  with  no  UV  absorbing  coating. 

Turning  to  Figure  2,  the  attenuation  factor  at 
each  wavelength  was  computed  by  taking  the  ratio 
of  the  measurements  for  reflectors  with  organic  UV 
absorbent  coatings  to  those  without  UV  absorbent 
coatings.  In  another  experiment,  UV  transparent  flat 
quartz  plates  were  coated  with  either  ET4,  or  a 
clear  coating  material,  AS4000,  obtained  from  GE 
in  Waterford,  New  York,  based  on  silicones,  which 
contained  a  UV  absorber.  The  thickness  of  this 
coating  was  about  0.22  mils.  Transmission  versus 
wavelength  for  the  sample  plates  was  measured. 
Also  plotted  in  Figure  2  is  the  square  of  the  mea- 
surements  at  each  wavelength  to  simulate  the  at- 
tenuation  characteristics  of  these  two  materials  on 
a  reflector  surface,  where  radiation  from  the  arc 
source  makes  two  passes  through  the  coating. 

The  top  curve,  curve  A,  represents  a  reflector 
having  only  the  aluminum  protective  coating  ET4, 
which  exhibited  little  attenuation  or  absorption  of 
UV  radiation  above  300  nm.  Curves  B,  C  and  D 
represent  reflectors  having  the  GE  AS4000,  Bee 
Chemical  LS123  and  Bee  Chemical  LTC5000  UV 
absorbing  coatings  respectively,  over  an  ET4  coat- 
ed  reflector.  It  is  immediately  obvious  from  curve  B 
that  the  GE  coating  AS4000  absorbed  essentially 
all  of  the  UV  radiation  below  about  350  nm,  where- 
as  one  of  the  Bee  Chemical  coatings  LS123  repre- 
sented  by  curve  C,  absorbed  almost  all  of  the  UV 
radiation  below  about  360  nm,  and  the  other  Bee 
Chemical  coating  LTC5000  represented  by  curve 
D,  absorbed  almost  all  of  the  UV  radiation  below 
about  380  nm.  This  indicates  that  a  UV  absorbing 
coating  system,  completely  satisfactory  for  initial 
performance,  can  be  achieved  using  any  of  these 
three  coatings  on  the  reflecting  surface  and/or  on  a 
polycarbonate  lens  to  avoid  degradation  of  the 

lens.  However,  life  tests  revealed  that  the  LTC5000 
coating  turned  yellow  and  started  to  peel  off  the 
reflector  after  1000  hours  of  lamp  operation.  No 
objectionable  degradation  of  the  other  two  materi- 

5  als  was  observed  in  over  2000  hours  of  life  testing. 

Claims 

1.  A  lamp  (28)  and  reflector  (12)  assembly, 
io  wherein  said  lamp  (28)  emits  both  UV  and 

visible  radiation  and  is  mounted  within  said 
reflector  (12),  characterized  by  said  reflector 
having  an  internal  reflecting  surface  (22)  for 
reflecting  said  visible  radiation  forward  of  said 

is  reflector  (12)  and  a  UV  absorbing  silicone  coat- 
ing  (24)  disposed  on  said  reflecting  surface 
(22)  between  said  reflective  surface  (22)  and 
said  lamp  (28)  for  absorbing  UV  radiation  emit- 
ted  by  said  lamp  (28)  to  thereby  reduce  the 

20  amount  of  UV  radiation  projected  forward  of 
said  reflector. 

2.  The  lamp  and  reflector  of  claim  1  ,  wherein  said 
UV  absorbing  coating  (24)  is  substantially  non- 

25  absorbent  and  transparent  to  visible  light  radi- 
ation. 

3.  The  lamp  and  reflector  assembly  of  claim  1  or 
2,  wherein  the  optical  center  of  said  lamp  (28) 

30  is  located  at  about  the  focal  point  of  said 
reflector  (12). 

4.  The  lamp  and  reflector  assembly  of  claim  1  ,  2 
or  3,  wherein  said  lamp  (28)  is  an  arc  dis- 

35  charge  lamp,  a  miniature  arc  discharge  lamp, 
or  a  miniature  metal  halide  arc  discharge  lamp. 

5.  The  lamp  and  reflector  assembly  according  to 
any  one  of  claims  1  to  4,  said  reflector  (12) 

40  having  a  lens  (26)  mounted  at  its  forward  end, 
said  lens  (26)  being  of  a  light-transmissive 
plastic  which  is  degraded  by  UV  radiation. 

6.  The  lamp  and  reflector  assembly  of  claim  5, 
45  wherein  a  UV  absorbing  coating  (24)  is  dis- 

posed  on  that  surface  (42)  of  said  lens  (26) 
which  is  interior  of  said  assembly. 

7.  The  lamp  and  reflector  assembly  of  claim  6  for 
50  an  automobile,  wherein  a  light  shield  is  dis- 

posed  between  said  lamp  (28)  and  said  lens 
(26)  to  insure  that  substantially  all  of  said  for- 
ward  projected  visible  light  is  projected  from 
said  reflecting  surface  (22). 

55 
8.  The  lamp  and  reflector  assembly  of  any  one  of 

claims  1  to  7,  wherein  said  reflector  (12)  is 
made  of  plastic. 

4 
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Patentanspruche 

1.  Baueinheit  aus  Lampe  (28)  und  Reflektor  (12), 
worin  die  Lampe  (28)  sowohl  UV-als  auch 
sichtbare  Strahlung  emittiert  und  innerhalb  des 
Reflektors  (12)  montiert  ist,  dadurch  gekenn- 
zeichnet,  dal3  der  Reflektor  eine  innere,  reflek- 
tierende  Oberflache  (22)  zum  Reflektieren  der 
sichtbaren  Strahlung  in  Vorwartsrichtung  des 
Reflektors  (12)  und  einen  UV-absorbierenden 
Silicon-Uberzug  (24)  aufweist,  der  auf  der  re- 
flektierenden  Oberflache  (22)  zwischen  der  re- 
flektierenden  Oberflache  (22)  und  der  Lampe 
(28)  zum  Absorbieren  von  durch  die  Lampe 
(28)  emittierter  UV-Strahlung  angeordnet  ist, 
urn  dadurch  die  Menge  von  UV-Strahlung  zu 
verringern,  die  in  Vorwartsrichtung  des  Reflek- 
tors  reflektiert  ist. 

2.  Baueinheit  aus  Lampe  und  Reflektor  nach  An- 
spruch  1,  worin  der  UV-absorbierende  Uberzug 
(24)  fur  sichtbare  Lichtstrahlung  im  wesentli- 
chen  nicht-absorbierend  und  transparent  ist. 

3.  Baueinheit  aus  Lampe  und  Reflektor  nach  An- 
spruch  1  oder  2,  worin  das  optische  Zentrum 
der  Lampe  (25)  bei  etwa  dem  Brennpunkt  des 
Reflektors  (12)  angeordnet  ist. 

4.  Baueinheit  aus  Lampe  und  Reflektor  nach  An- 
spruch  1  ,  2  oder  3,  worin  die  Lampe  (28)  eine 
Bogenentladungslampe,  eine  Miniatur-Bogen- 
entladungslampe  oder  eine  Miniatur-Metallha- 
logenid-Bogenentladungslampe  ist. 

5.  Baueinheit  aus  Lampe  und  Reflektor  nach  ei- 
nem  der  Anspruche  1  bis  4,  worin  der  Reflek- 
tor  (12)  eine  Linse  (26)  aufweist,  die  an  seinem 
vorderen  Ende  montiert  ist  und  aus  einem 
lichtdurchlassigen  Kunststoff  besteht,  der 
durch  UV-Strahlung  abgebaut  wird. 

6.  Baueinheit  aus  Lampe  und  Reflektor  nach  An- 
spruch  5,  worin  der  UV-absorbierende  Uberzug 
(24)  auf  der  Oberflache  (42)  der  Linse  (26) 
angeordnet  ist,  die  sich  im  Inneren  der  Bauein- 
heit  befindet. 

7.  Baueinheit  aus  Lampe  und  Reflektor  nach  An- 
spruch  6  fur  ein  Automobil,  worin  eine  Lichtab- 
schirmung  zwischen  der  Lampe  (28)  und  der 
Linse  (26)  angeordnet  ist,  urn  sicherzustellen, 
dal3  im  wesentlichen  das  gesamte,  in  Vorwarts- 
richtung  projizierte,  sichtbare  Licht  von  der  re- 
flektierenden  Oberflache  (22)  projiziert  wird. 

8.  Baueinheit  aus  Lampe  und  Reflektor  nach  ei- 
nem  der  Anspruche  1  bis  7,  worin  der  Reflek- 

tor  (12)  aus  Kunststoff  hergestellt  ist. 

Revendicatlons 

5  1.  Ensemble  de  lampe  (28)  et  de  reflecteur  (12), 
dans  lequel  ladite  lampe  (28)  emet  a  la  fois 
des  UV  et  des  radiations  visibles  et  est  monte 
dans  ledit  reflecteur  (12),  caracterise  en  ce  que 
ledit  reflecteur  comporte  une  surface  interne 

w  reflechissante  (22)  pour  reflechir  lesdites  radia- 
tions  visibles  vers  I'avant  dudit  reflecteur  (12) 
et  un  revetement  (24)  de  silicone  absorbant  les 
UV  et  dispose  sur  ladite  surface  reflechissante 
(22)  entre  ladite  surface  reflectrice  (22)  et  ladi- 

15  te  lampe  (28)  pour  absorber  les  radiations  UV 
emises  par  ladite  lampe  (28)  de  maniere  a 
reduire  ainsi  la  quantite  de  radiations  UV  proje- 
tee  vers  I'avant  dudit  reflecteur. 

20  2.  Ensemble  de  lampe  et  de  reflecteur  selon  la 
revendication  1,  dans  lequel  ledit  revetement 
absorbant  les  UV  (24)  est  sensiblement  non- 
absorbant  et  transparent  vis-a-vis  des  radiation 
de  lumiere  visibles. 

25 
3.  Ensemble  de  lampe  et  de  reflecteur  selon  la 

revendication  1  ou  2,  dans  lequel  le  centre 
optique  de  ladite  lampe  (28)  se  trouve  a  peu 
pres  au  point  focal  dudit  reflecteur  (12). 

30 
4.  Ensemble  de  lampe  et  de  reflecteur  selon  la 

revendication  1,  2  ou  3,  dans  lequel  ladite 
lampe  (28)  est  une  lampe  a  decharge  d'arc, 
une  lampe  a  decharge  d'arc  miniature,  ou  une 

35  lampe  a  decharge  d'arc  miniature  a  halogenu- 
re  metallique. 

5.  Ensemble  de  lampe  et  de  reflecteur  selon 
I'une  quelconque  des  revendications  1  a  4, 

40  ledit  reflecteur  (12)  comportant  une  lentille  (26) 
montee  a  son  extremite  avant,  ladite  lentille 
(26)  etant  en  matiere  plastique  qui  transmet  la 
lumiere  et  qui  est  deterioree  par  es  radiations 
UV. 

45 
6.  Ensemble  de  lampe  et  de  reflecteur  selon  la 

revendication  5,  dans  lequel  un  revetement 
(24)  absorbant  les  UV  est  dispose  sur  la  surfa- 
ce  (42)  de  ladite  lentille  qui  se  trouve  a  I'inte- 

50  rieur  dudit  ensemble. 

7.  Ensemble  de  lampe  et  de  reflecteur  selon  la 
revendication  6  pour  une  automobile,  dans  le- 
quel  un  ecran  d'occultation  de  lumiere  est  dis- 

ss  pose  entre  ladite  lampe  (28)  et  ladite  lentille 
(26)  pour  que  pratiquement  toute  la  lumiere 
visible  projetee  vers  I'avant  soit  reflechie  a 
coup  sur  par  ladite  surface  reflechissante  (22). 

5 
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8.  Ensemble  de  lampe  et  de  reflecteur  selon 
I'une  quelconque  des  revendications  1  a  7, 
dans  lequel  ledit  reflecteur  (12)  est  en  matiere 
plastique. 
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