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(54) Method for the production of slabs, tiles and structural elements

(57) A method for the production of a concrete ele-
ment includes,

a) providing a mould (10),
b) introducing a number of piles (11, 12 and 13) of
a cementitious mix into the mould (10),

c) vibrating the mould (10) for a limited period such
that the piles (11, 12 and 13) remain separated,
d) introducing a coloured mix (14) into the spaces
between the piles (11, 12 and 13), and
e) effecting further vibration of the mould (10) to
cause further flattening of the piles (11, 12 and 13).
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