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Description

Technical field of the invention

[0001] The invention is comprised among the methods
of casting metal parts in sand molds, and it specifically
relates to a method which allows supplying insulating
and/or exothermic material in areas of the sand mold
which will be in contact with the molten metal and in which
a greater insulation or heat supply is required.

Background of the Invention

[0002] The production of cast metal parts comprises
pouring a molten metal into a mold, the solidification of
the metal and demolding of the part formed by means of
eliminating or destroying the mold.
[0003] When molten metal is poured into a mold and
left to solidify, the metal shrinks during its solidification
and its volume is reduced. To offset this shrinkage and
to assure the production of quality molded parts, it is usu-
ally necessary to use so-called feed risers located out-
side the part. When the molded part solidifies and shrinks,
feeding molten metal from the riser to the part prevents
the formation of shrinkage cavities. Two casting boxes
(of wood, steel, etc.) are generally used to produce a
sand mold, in each of which a half mold is produced with
a specific portion of the cavity which, when the two half
sand molds are joined, will determine the cavity with the
shape of the part to be produced.
[0004] A casting box in which the portion of the corre-
sponding model is placed is used to produce each half
sand mold, the rest being filled with a mixture of agglom-
erated sand and its catalyst.
[0005] Joining the half sand molds by the faces pre-
senting the cavity leads to the sand mold with the cavity
that is to be filled with molten metal to shape the metal
part.
[0006] As discussed above, the volume of molten met-
als is reduced during solidification. For this reason, when
casting metals it is common to use risers arranged out-
side the part to offset the shrinkage which occurs during
solidification. To improve the feed effect and in order for
the volume of the feed riser to be kept at a minimum, the
feed riser is normally surrounded with an exothermic
and/or thermal insulating sleeve for the purpose of keep-
ing the metal of the riser in the molten state for the longest
possible time.
[0007] These sleeves are placed before performing the
casting operations in a support firmly fixed to the model.
After making the mold, the support is removed in order
to produce a feed cavity, i.e., the riser surrounded by the
sleeve. When the molten metal is introduced through the
casting channel or sprue, the metal flows through it, filling
on one hand the cavity of the mold which will shape the
molded part and, on the other hand, the feed riser. Since
the riser is surrounded by the exothermic and/or insulat-
ing sleeve, the metal will be in a liquid state for a longer

time period as it solidifies and the metal shrinks in the
rest of the part, thus allowing the feed of the molten metal
to offset the shrinkage and thus reduce the formation of
shrinkage cavities to a minimum.
[0008] Depending on the geometry of the part to be
produced, the mold will need more or less risers, and
each of them will be surrounded by an exothermic and/or
insulating sleeve. Therefore, before pouring the molten
metal into the mold, the sleeves will have had to have
been placed in their respective risers, considerably in-
creasing the work cycle.
[0009] As previously indicated, the risering areas are
defined in the sand mold by the model itself in which, in
addition to the geometry of the part to be produced, the
risering areas outside the part are shaped. These risering
areas must be covered before casting with the corre-
sponding insulating and/or exothermic sleeves.
[0010] When the part presents constrained areas or
difficult to feed areas that do not allow feeding the rest
of the part before it solidifies, the technique referred to
as padding is typically used, which consists of producing
in the sand mold a flaring of the constrained area or the
area which is difficult for the liquid metal to access, in
order to produce an excess of metal which assures com-
plete filling of that area of the cavity. This solution which
solves the problem of a suitable casting of the part has
the drawback that it is later necessary to eliminate the
padding, which involves an expensive deburring opera-
tion.
[0011] Until now, the operation of placing the sleeves
around the risers has been an essential operation; it
would therefore be desirable to be able to do away with
this operation by making the sleeves when the sand mold
is produced.
[0012] On the other hand, the foundryman generally
manufactures the sand molds and the sleeves come from
a manufacturer that specializes in sleeves, such that the
foundryman does not control the materials and the com-
position of the sleeves, which involves certain risks be-
cause there is a series of materials that are frequently
used today in manufacturing sleeves, the use of which
under current European laws is restricted because during
handling or after casting they can produce emissions or
particles that are hazardous to the health.
[0013] However, there materials for manufacturing
sleeves with proven use that have shown their efficiency
both at the level of complying with the expectations re-
quired in terms of insulation and exothermic properties,
and in that they can furthermore be supplied to the foun-
dry so that the latter can, "in situ", produce the sleeves
and the risering areas required for the manufacture of
the part. Sleeves of these features are described in pat-
ents EP 1543897 and EP 0265112. It would therefore be
desirable to be able to supply insulating and/or exother-
mic materials when manufacturing the sand mold in those
areas in which a greater insulation or heat supply is re-
quired. DE 21 00 097 A1 discloses methods of making
sand molds for metal casting whereby a model of the part
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to be cast as well as a model of a riser having the desired
outer diameter of the riser are placed in a mold which are
thereafter filled with sand. Once the molds are filled with
sand the riser model is removed and a further model is
installed. The space left is then filled with an insulating
material.

Description of the Invention

[0014] The object of the invention is a method of pro-
ducing metal parts by casting a molten metal into a sand
mold which allows applying an insulating or exothermic
material in areas of the mold which require a greater in-
sulation or heat supply by exothermic reaction, such as
risering areas or internal areas of the mold and all this
during a process of manufacturing the sand mold. This
allows, "in situ", making the sleeves which are to surround
the risers and supplying insulating or exothermic material
in areas which are difficult to feed that do not allow feeding
the rest of the part before it solidifies.
[0015] To that end, the method object of the invention
comprises the following steps:

a) placing, in a casting box, a model for shaping a
cavity which will define the shape of the metal part
and at least one riser,
b) pouring a molding sand into the casting box after
step a),
c) pouring an insulating or exothermic mixture into
the casting box after step a) to delay the solidification
of a molten metal,
d) extracting the model for shaping the mentioned
cavity,
e) casting a molten metal into the mentioned cavity,
f) extracting the part produced after the solidification
of the molten metal.

[0016] The insulating or exothermic mixture is ar-
ranged in contact with the model in some areas in which
it is required that the molten metal cast in step e) remains
in the liquid state for a longer time period than the rest
of the molten metal that is going to shape the part, such
that, once the model is removed in step d), the insulating
or exothermic mixture delays the solidification of the mol-
ten metal cast in step e) in the areas in which the men-
tioned mixture has been arranged.
[0017] The choice of an insulating or exothermic mix-
ture will depend on the thermal characteristics of the met-
al which is going to be melted, on the dimensions of the
part, on its geometry and on other variants, for example,
if the part is a non-ferritic metal part with low melting point,
the mixture used could be an insulating mixture.
[0018] If the model placed in the casting box has any
area which is difficult to feed or a constrained area which
makes it difficult to feed another area of the part with
molten metal, the insulating or exothermic mixture will be
deposited in contact with the model in that constrained
area before pouring the molding sand so that when cast-

ing the molten metal, said metal in the mentioned con-
strained area will remain in the liquid state for a longer
time period than the rest of the metal that is going to
shape the part and can therefore feed other areas.
[0019] However, if the area in which the insulating or
exothermic mixture is going to be deposited corresponds,
for example, to a riser, an auxiliary part can be placed
around the mentioned riser such that after pouring the
molding sand, the mentioned auxiliary part is removed,
a gap being shaped between the molding sand and the
model, into which the insulating or exothermic mixture
forming the sleeve once it is cured will be poured.
[0020] The auxiliary part used for surrounding the riser
can be a bush with a circular section which must be able
to be extracted, i.e., separated from the riser easily in
order to form the aforementioned gap.
[0021] The insulating or exothermic mixture can be a
non-fibrous mixture, such as those described in patents
EP 1543897 and EP 0265112 , such that the molding
sand and the mentioned insulating or exothermic mix-
tures which will shape the mold can be located in inde-
pendent tanks. These input materials fall into a hopper
and from there into a continuous or batch mixer in which
they will be mixed with the corresponding resins and cat-
alysts coming from other tanks. The molding sand along
with the resins and catalysts are poured into the casting
box. The insulating or exothermic materials which are
already mixed with the resins and catalysts are also
poured into the casting box in the location corresponding
to them.

Description of the Drawings

[0022] To complete the description and for the purpose
of aiding to better understand the features of the invention
according to a preferred embodiment thereof, a set of
drawings is attached as in integral part of said description,
in which the following has been depicted with an illustra-
tive and non-limiting character:

Figure 1 shows a sectional view of the upper casting
box in which the corresponding model and the riser,
along with the casting channel have been placed.
Figure 2 shows a sectional view of the upper casting
box in which an insulating or exothermic mixture has
been deposited in an area with difficult access for
the molten metal to reach it. Furthermore, it is also
observed in this figure that an auxiliary part has been
arranged around the riser.
Figure 3 shows a sectional view of the upper casting
box in which the molding sand completely filling the
box has been poured.
Figure 4 shows a sectional view of the upper casting
box once the auxiliary part surrounding the riser and
shaping a gap has been removed.
Figure 5 shows a sectional view of the upper casting
box with the gap filled with the insulating or exother-
mic mixture.
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Figure 6 shows a sectional view of the upper casting
box in the moment in which the extraction of the mod-
el and of the casting channel begins.
Figure 7 shows a sectional view of the upper portion
of sand mold once the model and the casting channel
have been completely removed from the upper cast-
ing box.
Figure 8 shows a sectional view of the complete sand
mold, i.e., its upper and lower portions, in which the
cavity which is going to shape the part has been filled
with the molten metal supplied from the casting chan-
nel.
Figure 9 shows a schematic view of an installation
comprising the material tanks, dispenser, mixer and
other components of the installation.

Preferred Embodiment of the Invention

[0023] Figure 1 shows a casting box (3), namely the
upper box, inside which a model (4) has been arranged
for shaping a cavity (5), which will define the shape of
the metal part (1), and at least one riser (11). Further-
more, the corresponding model for shaping the casting
channel or sprue (10) also has been placed in this upper
casting box (3).
[0024] Though it is not depicted in the drawings, for
shaping the sand mold (2) it is also necessary to have a
lower casting box (3) in which the corresponding model
for defining another cavity will be placed which, when
joined with the cavity defined by the model placed in the
upper casting box (3), will shape the cavity corresponding
with the part to be produced and which will be filled with
molten metal. As previously indicated, first a model is
placed in a lower box and molding sand is poured in order
to subsequently overturn the lower box and place there-
upon the upper box with another model and the feed
channels already arranged.
[0025] Figure 1 shows areas (41, 42) which, due to
their configuration, are areas in which it is required that
the metal which will be cast in the cavity (5) remains in
the liquid state for a longer time period than the rest of
the metal which is going to shape the part (1).
[0026] In this case, the area (41) corresponds to a riser
(11) which will be formed once the molten metal is cast,
and the area (42) is an area with difficult access for the
molten metal to reach it. The risers are used to offset the
shrinkage occurring during the solidification of the met-
als, such that feeding molten metal from the riser (11)
into the cavity (5) allows the complete filling thereof and
thus the production of quality parts. To improve feeding
from the riser (11) and in order for the molten metal to
reach areas with difficult access, such as the area (42)
for example, the method object of the invention allows
supplying an insulating or exothermic mixture (7) in con-
tact with the model (4) in the areas (41, 42) so that the
molten metal cast into the cavity (5) remains in the liquid
state in the areas (41, 42) for a longer time period than
the rest of the metal which will shape the part (1).

[0027] Figure 2 shows that in the area (42), which is
an area that is difficult to feed that does not allow feeding
the rest of the part, there has been deposited the insu-
lating or exothermic mixture (7), which allows delaying
the solidification of the metal cast in that the area (42).
This mixture (7) will be arranged in the area (42) before
pouring the molding sand (6) into the casting box (3). It
can also be seen in this Figure 2 that in the area (41),
which will form the riser (11), an auxiliary part (8) has
been placed around the same, in this case the auxiliary
part (8) being a bush with a circular section due to the
shape of the riser.
[0028] Once the bush is placed around the area (41)
and the insulating or exothermic mixture (7) has been
poured, the molding sand (6) is poured as can be seen
in Figure 3.
[0029] As is shown in Figure 4, after pouring the mold-
ing sand (6) into the casting box (3), the bush is extracted
such that a gap (9) is created between the molding sand
(6) and the area (41). As is shown in Figure 5, the gap
(9) is filled with the insulating or exothermic mixture (7)
in order to allow that the solidification of the molten metal
in the area (41) once it is cast in the cavity (5) is delayed.
[0030] In Figure 6, the model (4), along with the model
shaping the casting channel or sprue (10), are being re-
moved in order to define the cavity (5) which will be filled
with molten metal cast through the casting channel (10),
as shown in Figure 8. The complete extraction of the
model (4) and of the model shaping the sprue (10) is
shown in Figure 7. When the models, the casting box (3)
are removed and the molding sand is cured, the upper
portion of the sand mold (2), the cavity (5) of which will
be filled with molten metal, is produced.
[0031] The steps described above will be applied to a
lower casting box (2), with the exception that it is not
necessary to arrange the casting channels in the lower
casting box (3), it is simply necessary to place the cor-
responding model for shaping a cavity which, along with
the cavity produced in the upper casting box (3), will
shape a cavity that will be filled with molten metal for
shaping the metal part.
[0032] Figure 8 shows the complete sand mold (2), with
the upper and lower portions, in which there has been
defined a cavity corresponding with the final shape of the
metal part (1) to be produced. The cavity of the sand
mold (2) has been filled with molten metal through the
sprue (10). In the areas (41, 42) in which the insulating
or exothermic mixture (7) has been deposited, the molten
metal will remain in the liquid state for a longer time period
than the rest of the metal in order to completely fill the
entire cavity and in order for the metal to reach areas
which are difficult to feed, such as the area (42), for ex-
ample.
[0033] Though it has not been depicted in the draw-
ings, once the molten metal has solidified, the sand mold
(2) is destroyed to extract the metal part (1). Once ex-
tracted, it will be necessary to remove the riser (11) and
the sprue (10) by any of the methods known in the indus-
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try.
[0034] Areas (41, 42) in which it is required that the
molten metal remains in the liquid state for more time
have been produced in the moment of shaping the sand
mold (2) with the method object of the invention.
[0035] Figure 9 schematically shows an industrial in-
stallation for producing metal parts according to the in-
vention. The installation depicted has three tanks (12) or
hoppers with the materials involved in the process. Thus,
for example, the sand for shaping the sand mold (2) is in
one of these tanks (12), the insulating mixture is in an-
other tank (12) and the exothermic mixture is in another
one.
[0036] The suitable amount is dispensed from each
tank (12) into a distribution hopper (14) which pours it
into a mixer (13). The resins and the catalysts coming
from the tanks (15) enter the continuous or batch mixer
(13). Once the mixtures, whether the mixed molding sand
(6) or the mixed insulating or exothermic mixture (7), are
produced, they are deposited by gravity in the casting
boxes (3) in the location corresponding to them.

Claims

1. Method of producing a metal part (1) by casting a
molten metal into a sand mold (2), comprising:

a) placing a model (4) in a casting box (3) for
shaping a cavity (5) which will define the shape
of the metal part (1) and at least one riser (11),
b) pouring a molding sand (6) into the casting
box (3) after step a) for shaping the sand mold
(2),
c) pouring an insulating or exothermic mixture
(7) in some areas (41, 42) into the casting box
(3) after step a) to delay the solidification of a
molten metal in the areas (41,42),
d) extracting the model (4) for shaping the men-
tioned cavity (5),
e) casting a molten metal into the mentioned
cavity (5),
f) extracting the part (1) produced after the so-
lidification of the molten metal, ,

characterized in that after step a) an auxiliary part
(8) is placed around the area (41), such that after
step b) the mentioned auxiliary part (8) is removed,
a gap (9) being shaped between the molding sand
(6) and the model (4), into which the insulating or
exothermic mixture (7) of step c) is poured.

2. Method of producing a metal part (1) according to
claim 1, characterized in that the auxiliary part (8)
is a bush with a circular section.

3. Method of producing a metal part (1) according to
any of the previous claims, characterized in that

the insulating or exothermic mixture (7) is a non-fi-
brous mixture.

4. Method of producing a metal part (1) according to
any of the previous claims, characterized in that
the insulating or exothermic mixture (7) is in contact
with the molten metal in an area (41) forming the
riser (11) to supply heat or insulation.

5. Method of producing a metal part (1) according to
any of the previous claims, characterized in that
the insulating or exothermic mixture (7) is arranged
in contact with a portion of the molten metal in an
area with difficult access (42) of the part (1) which
requires a heat supply or insulation.

6. Method of producing a metal part according to any
of the previous claims, characterized in that the
molding sand (6) and the insulating or exothermic
mixture (7) shaping the sand mold (2) are located in
independent tanks (12) feeding a mixer (13) in which
they are mixed with agglomerating resins so that they
access the casting box (3) by gravity.

Patentansprüche

1. Verfahren zur Herstellung eines Metallteiles (1)
durch Gießen einer Metallschmelze in eine Sand-
form (2), umfassend:

a) Einbringen eines Modells (4) in einen
Gießkasten (3) zum Ausbilden eines Hohlraums
(5), der die Form des Metallteiles (1) und von
mindestens einem Speiser (11) definieren wird,
b) Einfüllen eines Formsandes (6) in den
Gießkasten (3) nach Schritt a) zum Ausbilden
der Sandform (2),
c) Einfüllen eines isolierenden oder exothermen
Gemisches (7) in einigen Bereichen (41, 42) in
den Gießkasten (3) nach Schritt a), um das Er-
starren einer Metallschmelze in den Bereichen
(41, 42) zu verzögern,
d) Entfernen des Modells (4) zum Ausbilden des
erwähnten Hohlraums (5),
e) Gießen einer Metallschmelze in den erwähn-
ten Hohlraum (5),
f) Entnehmen des nach dem Erstarren der Me-
tallschmelze gebildeten Teiles (1),

dadurch gekennzeichnet, dass nach Schritt a) ein
zusätzliches Teil (8) um den Bereich (41) herum so
angebracht wird, dass nach Schritt b) das erwähnte
zusätzliche Teil (8) entfernt wird, wobei ein Spalt (9)
zwischen dem Formsand (6) und dem Modell (4) ge-
bildet wird, in den das isolierende oder exotherme
Gemisch (7) von Schritt c) eingefüllt wird.
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2. Verfahren zur Herstellung eines Metallteiles (1) nach
Anspruch 1, dadurch gekennzeichnet, dass das
zusätzliche Teil (8) eine Hülse mit einem kreisförmi-
gen Querschnitt ist.

3. Verfahren zur Herstellung eines Metallteiles (1) nach
einem der vorangehenden Ansprüche, dadurch ge-
kennzeichnet, dass das isolierende oder exother-
me Gemisch (7) ein nichtfasriges Gemisch ist.

4. Verfahren zur Herstellung eines Metallteiles (1) nach
einem der vorangehenden Ansprüche, dadurch ge-
kennzeichnet, dass das isolierende oder exother-
me Gemisch (7) in Kontakt ist mit der Metallschmelze
in einem Bereich (41), der den Speiser (11) bildet,
um Wärme oder Wärmedämmung bereitzustellen.

5. Verfahren zur Herstellung eines Metallteiles (1) nach
einem der vorangehenden Ansprüche, dadurch ge-
kennzeichnet, dass das isolierende oder exother-
me Gemisch (7) in Kontakt mit einem Teil der Me-
tallschmelze in einem Bereich mit erschwerter Zu-
gänglichkeit (42) des Teiles (1), der eine Wärmezu-
führung oder Wärmedämmung erfordert, angeord-
net ist.

6. Verfahren zur Herstellung eines Metallteiles nach ei-
nem der vorangehenden Ansprüche, dadurch ge-
kennzeichnet, dass sich der Formsand (6) und das
isolierende oder exotherme Gemisch (7), die die
Sandform (2) bilden, in voneinander unabhängigen
Tanks (12) befinden, die einen Mischer (13) speisen,
in welchem sie mit agglomerierenden Harzen ge-
mischt werden, sodass sie durch Schwerkraft in den
Gießkasten (3) gelangen.

Revendications

1. - Procédé de fabrication d’une pièce métallique (1)
par coulée d’un métal fondu dans un moule en sable
(2), comprenant :

a) placer un modèle (4) dans une boîte de coulée
(3) pour façonner une cavité (5), laquelle définira
la forme de la pièce métallique (1) et au moins
une conduite montante (11) ;
b) verser un sable de moulage (6) dans la boîte
de coulée (3) après l’étape a) pour façonner le
moule en sable (2) ;
c) verser un mélange isolant ou exothermique
(7) dans des régions (41, 42) dans la boîte de
coulée (3) après l’étape a) pour retarder la soli-
dification d’un métal fondu dans les régions (41,
42) ;
d) extraire le modèle (4) pour façonner la cavité
mentionnée (5) ;
e) couler un métal fondu dans la cavité mention-

née (5) ;
f) extraire la pièce (1) produite après la solidifi-
cation du métal fondu,

caractérisé par le fait qu’après l’étape a), une pièce
auxiliaire (8) est placée autour de la région (41) de
telle sorte qu’après l’étape b), la pièce auxiliaire men-
tionnée (8) est retirée, un intervalle (9) étant formé
entre le sable de moulage (6) et le modèle (4), dans
lequel le mélange isolant ou exothermique (7) de
l’étape c) est versé.

2. - Procédé de fabrication d’une pièce métallique (1)
selon la revendication 1, caractérisé par le fait que
la pièce auxiliaire (8) est un manchon ayant une sec-
tion circulaire.

3. - Procédé de fabrication d’une pièce métallique (1)
selon l’une quelconque des revendications précé-
dentes, caractérisé par le fait que le mélange iso-
lant ou exothermique (7) est un mélange non-fibreux.

4. - Procédé de fabrication d’une pièce métallique (1)
selon l’une quelconque des revendications précé-
dentes, caractérisé par le fait que le mélange iso-
lant ou exothermique (7) est en contact avec le métal
fondu dans une région (41) formant la conduite mon-
tante (11) pour fournir de la chaleur ou une isolation.

5. - Procédé de fabrication d’une pièce métallique (1)
selon l’une quelconque des revendications précé-
dentes, caractérisé par le fait que le mélange iso-
lant ou exothermique (7) est disposé en contact avec
une partie du métal fondu dans une région avec ac-
cès difficile (42) de la pièce (1) qui nécessite une
fourniture de chaleur ou une isolation.

6. - Procédé de fabrication d’une pièce métallique selon
l’une quelconque des revendications précédentes,
caractérisé par le fait que le sable de moulage (6)
et le mélange isolant ou exothermique (7) façonnant
le moule en sable (2) sont placés dans des réservoirs
indépendants (12) alimentant un mélangeur (13)
dans lequel ils sont mélangés avec des résines d’ag-
glomération de telle sorte qu’ils accèdent à la boîte
de coulée (3) par gravité.
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